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ANALYTICAL REPORT

Job Number: 280-57257-1

SDG Number: JP0822

Job Description: SAF# RC-075

For:
Washington Closure Hanford

2620 Fermi Avenue
Richland, WA  99354

Attention:  Joan H Kessner

_____________________________________________

Approved for release.
Darlene F Bandy
Project Management Assistant I
7/8/2014 3:16 PM

Designee for
Kae E Yoder, Senior Project Manager

4955 Yarrow Street, Arvada, CO, 80002
(303)736-0190       

kae.yoder@testamericainc.com
07/08/2014  

The test results in this report relate only to the samples in this report and meet all requirements of NELAC, with any
exceptions noted. Pursuant to NELAP, this report shall not be reproduced except in full, without the written approval of
the laboratory. All questions regarding this report should be directed to the TestAmerica Denver Project Manager.

The Lab Certification ID# is E87667. 

Reporting limits are adjusted for sample size used, dilutions and moisture content if applicable.

TestAmerica Laboratories, Inc.

TestAmerica Denver   4955 Yarrow Street, Arvada, CO  80002

Tel (303) 736-0100  Fax (303) 431-7171 www.testamericainc.com
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CASE NARRATIVE

Client: Washington Closure Hanford

Project: WASHINGTON CLOSURE HANFORD

Report Number: 280-57257-1

SDG #:  JP0822

SAF#:  RC-075

Date SDG Closed:  July 1, 2014

Data Deliverable:  7 Day / Summary

CLIENT ID LAB ID ANALYSES REQUESTED ANALYSES PERFORMED

J1TLW9 280-57257-1 6010 6010B

J1TLX0 280-57257-2 6010 6010B

J1TLX1 280-57257-3 6010 6010B

J1TLX2 280-57257-4 6010 6010B

J1TLX3 280-57257-5 6010 6010B

J1TLX4 280-57257-6 6010 6010B

J1TLX5 280-57257-7 6010 6010B

J1TLX6 280-57257-8 6010 6010B

J1TLX7 280-57257-9 6010 6010B

J1TLX8 280-57257-10 6010 6010B

J1TLX9 280-57257-11 6010 6010B

J1TM00 280-57257-12 6010 6010B

J1TM01 280-57257-13 6010 6010B

I certify that this data package is in compliance with the SOW, both technically and for completeness, for other than the conditions 

detailed in this Case Narrative.  Release of the data contained in this hard copy data package has been authorized by the Laboratory 

Manager or a designee, as verified by the signature on the Report Cover.

With exceptions noted as flags or footnotes, standard analytical protocols were followed in the analysis of the samples and no problems 

were encountered or anomalies observed.  All laboratory quality control samples analyzed in conjunction with the samples in this project 

were within established control limits, with any exceptions noted. Calculations are performed before rounding to avoid round-off errors in 

calculated results.

This report includes reporting limits (RLs) less than TestAmerica Denver’s practical quantitation limits.  These reporting limits are being 

used specifically at the client’s request to meet the needs of this project.  Please note that data are not normally reported to these levels 

without qualification, since they are inherently less reliable and potentially less defensible than required by the current NELAC standards.

The results, RLs and MDLs included in this report have been adjusted for dry weight, as appropriate.

All holding times were met and proper preservation noted for the methods performed on these samples, unless otherwise detailed in the 

individual sections below.

RECEIPT

The samples were received on 7/1/2014 9:40 AM; the samples arrived in good condition, properly preserved and, where required, on ice.  

The temperature of the cooler at receipt was 4.3º C.

TOTAL METALS - SW846 6010B

Serial dilution of a digestate in batch 280-232816 indicates that physical and chemical interferences are present for several elements.  

Results have been flagged with an “X”.

It can be noted that the sample amount was greater than four times the spike amount for Aluminum, Iron and Manganese in the Matrix 

Spike performed on sample J1TLW9; therefore, control limits are not applicable.

Silicon was recovered outside the control limits in the Matrix Spike performed on sample J1TLW9, and the associated sample result has 

been flagged “N”.  There is no indication that the analytical system was operating out of control, and method accuracy has been verified 

by the acceptable LCS analysis data; therefore, corrective action is deemed unnecessary.
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Iron, a common laboratory contaminant, is present at a level greater than the reporting limit in the instrument blanks (CCBs) associated 

with analysis batch 280-233464.  As the associated sample amounts are twenty times greater than the CCB concentrations, corrective 

action is deemed unnecessary.

No other anomalies were encountered.
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DATA REPORTING QUALIFIERS

Client:   Washington Closure Hanford Job Number:   280-57257-1

Lab Section Qualifier Description

Sdg Number:  JP0822

Metals

Analyzed for but not detected.U

Estimated result. Result is less than the RL, but greater than MDLB

MS, MSD: The analyte present in the original sample is greater than 4 

times the matrix spike concentration; therefore, control limits are not 

applicable.

4

Recovery exceeds upper or lower control limitsN

Serial dilution in the analytical batch indicates that physical and 

chemical interferences are present.

X

TestAmerica Denver Page 5 of 48



SAMPLE SUMMARY

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample IDLab Sample ID Client Matrix Sampled Received

Date/Time Date/Time

280-57257-1 J1TLW9 Solid 06/30/2014  0919 07/01/2014  0940

280-57257-2 J1TLX0 Solid 06/30/2014  0915 07/01/2014  0940

280-57257-3 J1TLX1 Solid 06/30/2014  0859 07/01/2014  0940

280-57257-4 J1TLX2 Solid 06/30/2014  0905 07/01/2014  0940

280-57257-5 J1TLX3 Solid 06/30/2014  0910 07/01/2014  0940

280-57257-6 J1TLX4 Solid 06/30/2014  0854 07/01/2014  0940

280-57257-7 J1TLX5 Solid 06/30/2014  0939 07/01/2014  0940

280-57257-8 J1TLX6 Solid 06/30/2014  0934 07/01/2014  0940

280-57257-9 J1TLX7 Solid 06/30/2014  1004 07/01/2014  0940

280-57257-10 J1TLX8 Solid 06/30/2014  0953 07/01/2014  0940

280-57257-11 J1TLX9 Solid 06/30/2014  0948 07/01/2014  0940

280-57257-12 J1TM00 Solid 06/30/2014  0943 07/01/2014  0940

280-57257-13 J1TM01 Solid 06/30/2014  0854 07/01/2014  0940
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METHOD SUMMARY

Client: Washington Closure Hanford Job Number: 280-57257-1

Sdg Number: JP0822

Preparation MethodMethodLab LocationDescription

Matrix: Solid

Metals (ICP) TAL DEN SW846 6010B

Preparation,  Metals TAL DEN SW846 3050B

ASTM D-2216 TAL DEN ASTM D-2216

Lab References:

TAL DEN = TestAmerica Denver

Method References:

ASTM = ASTM International

SW846 = "Test Methods For Evaluating Solid Waste, Physical/Chemical Methods", Third Edition, November 1986 And Its 

Updates.
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METHOD / ANALYST  SUMMARY

Client:   Washington Closure Hanford Job Number:   280-57257-1

Method Analyst Analyst ID

Sdg Number:  JP0822

Scott, Samantha J SJSSW846   6010B

Woolley, Mark - MW1ASTM   D-2216

TestAmerica Denver
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SAMPLE RESULTS

TestAmerica Denver
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TLW9

Client Matrix: % Moisture: 3.1

280-57257-1

Solid

Date Sampled:  06/30/2014 0919

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.02   g

07/03/2014  1854 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

6930 X 5.11.6Aluminum

0.38 U 0.610.38Antimony

4.1 1.00.67Arsenic

49.5 X 0.510.077Barium

0.26 0.200.033Beryllium

1.5 B 2.00.99Boron

0.16 B 0.200.041Cadmium

17500 X 50.614.3Calcium

11.3 X 0.200.059Chromium

7.9 X 1.00.10Cobalt

17.0 X 1.00.22Copper

4.0 0.510.27Lead

5800 X 20.23.7Magnesium

269 X 1.00.10Manganese

0.52 B 2.00.26Molybdenum

12.4 X 4.00.12Nickel

835 30441.5Potassium

0.87 U 1.00.87Selenium

147 N 10.15.7Silicon

0.16 U 0.200.16Silver

288 12159.7Sodium

43.1 X 2.00.095Vanadium

38.9 X 1.00.40Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.02   g

07/07/2014  1948 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

19400 X 5.13.8Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TLX0

Client Matrix: % Moisture: 1.7

280-57257-2

Solid

Date Sampled:  06/30/2014 0915

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.16   g

07/03/2014  1904 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

6260 X 4.41.4Aluminum

0.33 U 0.530.33Antimony

2.6 0.880.58Arsenic

48.4 X 0.440.067Barium

0.26 0.180.029Beryllium

0.86 U 1.80.86Boron

0.13 B 0.180.036Cadmium

5180 X 43.812.4Calcium

7.8 X 0.180.051Chromium

9.3 X 0.880.088Cobalt

22.7 X 0.880.19Copper

3.7 0.440.24Lead

4970 X 17.53.2Magnesium

299 X 0.880.088Manganese

0.47 B 1.80.23Molybdenum

11.6 X 3.50.11Nickel

934 26335.9Potassium

0.75 U 0.880.75Selenium

149 8.85.0Silicon

0.14 U 0.180.14Silver

338 10551.7Sodium

56.3 X 1.80.082Vanadium

42.4 X 0.880.35Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.16   g

07/07/2014  1958 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

22400 X 4.43.3Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TLX1

Client Matrix: % Moisture: 1.4

280-57257-3

Solid

Date Sampled:  06/30/2014 0859

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.02   g

07/03/2014  1906 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

8260 X 5.01.5Aluminum

0.40 B 0.600.38Antimony

2.9 0.990.66Arsenic

65.0 X 0.500.076Barium

0.32 0.200.033Beryllium

1.5 B 2.00.97Boron

0.13 B 0.200.041Cadmium

4970 X 49.714.0Calcium

10.6 X 0.200.058Chromium

8.4 X 0.990.099Cobalt

14.3 X 0.990.22Copper

4.6 0.500.27Lead

4750 X 19.93.7Magnesium

314 X 0.990.099Manganese

0.26 U 2.00.26Molybdenum

11.9 X 4.00.12Nickel

1520 29840.8Potassium

0.86 U 0.990.86Selenium

341 9.95.6Silicon

0.16 U 0.200.16Silver

284 11958.7Sodium

45.9 X 2.00.094Vanadium

40.7 X 0.990.40Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.02   g

07/07/2014  2001 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

20600 X 5.03.8Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TLX2

Client Matrix: % Moisture: 2.4

280-57257-4

Solid

Date Sampled:  06/30/2014 0905

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.04   g

07/03/2014  1909 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

6060 X 4.91.5Aluminum

0.37 U 0.590.37Antimony

2.0 0.990.65Arsenic

52.3 X 0.490.075Barium

0.26 0.200.033Beryllium

0.97 U 2.00.97Boron

0.15 B 0.200.040Cadmium

6430 X 49.313.9Calcium

6.9 X 0.200.057Chromium

8.9 X 0.990.099Cobalt

13.3 X 0.990.21Copper

3.9 0.490.27Lead

4290 X 19.73.6Magnesium

305 X 0.990.099Manganese

0.26 U 2.00.26Molybdenum

9.0 X 3.90.12Nickel

1060 29640.4Potassium

0.85 U 0.990.85Selenium

179 9.95.6Silicon

0.16 U 0.200.16Silver

262 11858.1Sodium

50.0 X 2.00.093Vanadium

40.2 X 0.990.39Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.04   g

07/07/2014  2003 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

21300 X 4.93.7Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TLX3

Client Matrix: % Moisture: 2.1

280-57257-5

Solid

Date Sampled:  06/30/2014 0910

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.10   g

07/03/2014  1912 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

6080 X 4.61.4Aluminum

0.35 U 0.560.35Antimony

2.4 0.930.61Arsenic

62.0 X 0.460.071Barium

0.26 0.190.031Beryllium

1.0 B 1.90.91Boron

0.14 B 0.190.038Cadmium

5400 X 46.413.1Calcium

6.6 X 0.190.054Chromium

8.8 X 0.930.093Cobalt

14.0 X 0.930.20Copper

4.3 0.460.25Lead

5080 X 18.63.4Magnesium

318 X 0.930.093Manganese

0.24 U 1.90.24Molybdenum

13.3 X 3.70.11Nickel

900 27938.1Potassium

0.80 U 0.930.80Selenium

155 9.35.3Silicon

0.15 U 0.190.15Silver

335 11154.8Sodium

51.0 X 1.90.087Vanadium

40.3 X 0.930.37Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.10   g

07/07/2014  2006 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

21500 X 4.63.5Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TLX4

Client Matrix: % Moisture: 5.8

280-57257-6

Solid

Date Sampled:  06/30/2014 0854

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.06   g

07/03/2014  1925 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

9340 X 5.01.6Aluminum

0.38 U 0.600.38Antimony

2.9 1.00.66Arsenic

85.0 X 0.500.076Barium

0.36 0.200.033Beryllium

1.4 B 2.00.98Boron

0.19 B 0.200.041Cadmium

4220 X 50.114.1Calcium

12.5 X 0.200.058Chromium

8.3 X 1.00.10Cobalt

16.8 X 1.00.22Copper

5.0 0.500.27Lead

5110 X 20.03.7Magnesium

336 X 1.00.10Manganese

0.26 U 2.00.26Molybdenum

14.4 X 4.00.12Nickel

1740 30041.1Potassium

0.86 U 1.00.86Selenium

374 10.05.7Silicon

0.16 U 0.200.16Silver

216 12059.1Sodium

41.6 X 2.00.094Vanadium

39.6 X 1.00.40Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.06   g

07/07/2014  2019 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

19700 X 5.03.8Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TLX5

Client Matrix: % Moisture: 1.8

280-57257-7

Solid

Date Sampled:  06/30/2014 0939

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.08   g

07/03/2014  1927 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

5400 X 4.71.5Aluminum

0.36 U 0.570.36Antimony

1.7 0.940.62Arsenic

54.3 X 0.470.072Barium

0.21 0.190.031Beryllium

0.92 U 1.90.92Boron

0.13 B 0.190.039Cadmium

6260 X 47.113.3Calcium

5.6 X 0.190.055Chromium

8.5 X 0.940.094Cobalt

14.0 X 0.940.20Copper

3.1 0.470.25Lead

4290 X 18.93.5Magnesium

292 X 0.940.094Manganese

0.25 U 1.90.25Molybdenum

8.8 X 3.80.12Nickel

852 28338.7Potassium

0.81 U 0.940.81Selenium

111 9.45.3Silicon

0.15 U 0.190.15Silver

282 11355.6Sodium

54.0 X 1.90.089Vanadium

40.8 X 0.940.38Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.08   g

07/07/2014  2021 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

21400 X 4.73.6Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TLX6

Client Matrix: % Moisture: 2.5

280-57257-8

Solid

Date Sampled:  06/30/2014 0934

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.09   g

07/03/2014  1930 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

6930 X 4.71.5Aluminum

0.36 U 0.560.36Antimony

2.2 0.940.62Arsenic

71.9 X 0.470.072Barium

0.27 0.190.031Beryllium

1.1 B 1.90.92Boron

0.15 B 0.190.039Cadmium

5010 X 47.113.3Calcium

7.8 X 0.190.055Chromium

8.5 X 0.940.094Cobalt

13.2 X 0.940.20Copper

4.7 0.470.25Lead

4440 X 18.83.5Magnesium

319 X 0.940.094Manganese

0.24 U 1.90.24Molybdenum

9.3 X 3.80.12Nickel

1320 28238.6Potassium

0.81 U 0.940.81Selenium

209 9.45.3Silicon

0.15 U 0.190.15Silver

224 11355.5Sodium

49.7 X 1.90.088Vanadium

42.9 X 0.940.37Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.09   g

07/07/2014  2024 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

20700 X 4.73.6Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TLX7

Client Matrix: % Moisture: 1.2

280-57257-9

Solid

Date Sampled:  06/30/2014 1004

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.15   g

07/03/2014  1933 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

5630 X 4.41.4Aluminum

0.35 B 0.530.33Antimony

2.0 0.880.58Arsenic

53.7 X 0.440.067Barium

0.21 0.180.029Beryllium

0.86 U 1.80.86Boron

0.14 B 0.180.036Cadmium

6600 X 44.012.4Calcium

7.6 X 0.180.051Chromium

8.2 X 0.880.088Cobalt

13.0 X 0.880.19Copper

3.3 0.440.24Lead

4450 X 17.63.3Magnesium

279 X 0.880.088Manganese

0.23 U 1.80.23Molybdenum

10.5 X 3.50.11Nickel

872 26436.1Potassium

0.76 U 0.880.76Selenium

163 8.85.0Silicon

0.14 U 0.180.14Silver

215 10651.9Sodium

51.4 X 1.80.083Vanadium

38.6 X 0.880.35Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.15   g

07/07/2014  2027 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

20200 X 4.43.3Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TLX8

Client Matrix: % Moisture: 1.2

280-57257-10

Solid

Date Sampled:  06/30/2014 0953

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.11   g

07/03/2014  1935 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

5930 X 4.61.4Aluminum

0.36 B 0.550.35Antimony

2.1 0.910.60Arsenic

59.8 X 0.460.069Barium

0.24 0.180.030Beryllium

0.95 B 1.80.89Boron

0.13 B 0.180.037Cadmium

6170 X 45.612.9Calcium

7.6 X 0.180.053Chromium

8.4 X 0.910.091Cobalt

13.7 X 0.910.20Copper

3.8 0.460.25Lead

4570 X 18.23.4Magnesium

293 X 0.910.091Manganese

0.24 U 1.80.24Molybdenum

10.7 X 3.60.11Nickel

959 27437.4Potassium

0.78 U 0.910.78Selenium

189 9.15.2Silicon

0.15 U 0.180.15Silver

234 10953.8Sodium

50.8 X 1.80.086Vanadium

40.4 X 0.910.36Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.11   g

07/07/2014  2029 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

20300 X 4.63.5Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TLX9

Client Matrix: % Moisture: 1.2

280-57257-11

Solid

Date Sampled:  06/30/2014 0948

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.10   g

07/03/2014  1938 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

5640 X 4.61.4Aluminum

0.35 U 0.550.35Antimony

1.9 0.920.61Arsenic

58.9 X 0.460.070Barium

0.22 0.180.030Beryllium

1.7 B 1.80.90Boron

0.11 B 0.180.038Cadmium

5500 X 46.013.0Calcium

7.7 X 0.180.053Chromium

6.5 X 0.920.092Cobalt

11.9 X 0.920.20Copper

3.9 0.460.25Lead

3750 X 18.43.4Magnesium

247 X 0.920.092Manganese

0.24 U 1.80.24Molybdenum

8.5 X 3.70.11Nickel

917 27637.7Potassium

0.79 U 0.920.79Selenium

138 9.25.2Silicon

0.15 U 0.180.15Silver

198 11054.3Sodium

38.8 X 1.80.086Vanadium

32.9 X 0.920.37Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.10   g

07/07/2014  2032 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

18400 X 4.63.5Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TM00

Client Matrix: % Moisture: 1.1

280-57257-12

Solid

Date Sampled:  06/30/2014 0943

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.14   g

07/03/2014  1941 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

6050 X 4.41.4Aluminum

0.34 U 0.530.34Antimony

2.0 0.890.59Arsenic

75.5 X 0.440.067Barium

0.22 0.180.029Beryllium

1.8 1.80.87Boron

0.15 B 0.180.036Cadmium

7090 X 44.312.5Calcium

8.5 X 0.180.051Chromium

7.6 X 0.890.089Cobalt

13.7 X 0.890.19Copper

6.6 0.440.24Lead

4280 X 17.73.3Magnesium

312 X 0.890.089Manganese

0.23 U 1.80.23Molybdenum

9.1 X 3.50.11Nickel

1010 26636.3Potassium

0.76 U 0.890.76Selenium

163 8.95.0Silicon

0.14 U 0.180.14Silver

350 10652.3Sodium

46.7 X 1.80.083Vanadium

42.7 X 0.890.35Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.14   g

07/07/2014  2035 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

18900 X 4.43.4Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

Client Sample ID:

Lab Sample ID:

J1TM01

Client Matrix: % Moisture: 5.9

280-57257-13

Solid

Date Sampled:  06/30/2014 0854

Date Received: 07/01/2014 0940

6010B Metals (ICP)

6010B Instrument ID:

Lab File ID: 26a070314c.asc

Dilution: 1.0 Initial Weight/Volume: 1.00   g

07/03/2014  1943 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233244

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

8860 X 5.31.6Aluminum

0.40 U 0.640.40Antimony

2.8 1.10.70Arsenic

83.7 X 0.530.081Barium

0.33 0.210.035Beryllium

1.2 B 2.11.0Boron

0.15 B 0.210.044Cadmium

4070 X 53.115.0Calcium

11.9 X 0.210.062Chromium

8.1 X 1.10.11Cobalt

16.9 X 1.10.23Copper

5.1 0.530.29Lead

4940 X 21.23.9Magnesium

321 X 1.10.11Manganese

0.28 U 2.10.28Molybdenum

12.4 X 4.20.13Nickel

1740 31943.6Potassium

0.91 U 1.10.91Selenium

234 10.66.0Silicon

0.17 U 0.210.17Silver

193 12762.7Sodium

39.9 X 2.10.10Vanadium

39.0 X 1.10.42Zinc

6010B Instrument ID:

Lab File ID: 26a070714d.asc

Dilution: 1.0 Initial Weight/Volume: 1.00   g

07/07/2014  2037 Final Weight/Volume: 100   mL

07/02/2014  1505

3050B

MT_026

Analysis Date:

Prep Date:

Analysis Batch: 280-233464

280-232816Prep Batch:

Analysis Method:

Prep Method:

Analyte DryWt Corrected: Y Result (mg/Kg) Qualifier MDL RL

20400 X 5.34.0Iron
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TLW9

Client Matrix:

280-57257-1

Solid

Date Sampled:  06/30/2014 0919

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 3.1 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TLX0

Client Matrix:

280-57257-2

Solid

Date Sampled:  06/30/2014 0915

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 1.7 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TLX1

Client Matrix:

280-57257-3

Solid

Date Sampled:  06/30/2014 0859

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 1.4 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TLX2

Client Matrix:

280-57257-4

Solid

Date Sampled:  06/30/2014 0905

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 2.4 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TLX3

Client Matrix:

280-57257-5

Solid

Date Sampled:  06/30/2014 0910

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 2.1 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TLX4

Client Matrix:

280-57257-6

Solid

Date Sampled:  06/30/2014 0854

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 5.8 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TLX5

Client Matrix:

280-57257-7

Solid

Date Sampled:  06/30/2014 0939

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 1.8 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770

TestAmerica Denver Page 29 of 48



Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TLX6

Client Matrix:

280-57257-8

Solid

Date Sampled:  06/30/2014 0934

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 2.5 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TLX7

Client Matrix:

280-57257-9

Solid

Date Sampled:  06/30/2014 1004

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 1.2 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TLX8

Client Matrix:

280-57257-10

Solid

Date Sampled:  06/30/2014 0953

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 1.2 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TLX9

Client Matrix:

280-57257-11

Solid

Date Sampled:  06/30/2014 0948

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 1.2 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TM00

Client Matrix:

280-57257-12

Solid

Date Sampled:  06/30/2014 0943

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 1.1 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770
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Analytical Data

Client:   Washington Closure Hanford Job Number:   280-57257-1

Sdg Number:  JP0822

General Chemistry

Client Sample ID:

Lab Sample ID:

J1TM01

Client Matrix:

280-57257-13

Solid

Date Sampled:  06/30/2014 0854

Date Received: 07/01/2014 0940

Analyte Result Qual Units RL RL Dil Method

Percent Moisture 5.9 % 0.10 0.10 1.0 D-2216

DryWt Corrected: NAnalysis Date: 07/01/2014 2211Analysis Batch: 280-232770
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TestAmerica Denver

Page 36 of 48



Quality Control Results

Job Number:   280-57257-1Client:   Washington Closure Hanford

Sdg Number:  JP0822

SolidClient Matrix:

1.0Dilution:

Lab Sample ID:

Method Blank - Batch:  280-232816

Instrument ID:

Lab File ID:

Initial Weight/Volume:

Final Weight/Volume:

26a070314c.asc

1   g

100   mLUnits: mg/Kg

Method: 6010B

Preparation: 3050B

MT_026MB 280-232816/1-A

Analysis Date: 07/03/2014  1849

Analysis Batch:

Prep Batch:

Leach Batch: N/A

280-233244

280-232816

Prep Date:

Leach Date:

07/02/2014  1505

N/A

Analyte RLMDLQualResult

1.6 U 5.01.6Aluminum

0.38 U 0.600.38Antimony

0.66 U 1.00.66Arsenic

0.076 U 0.500.076Barium

0.033 U 0.200.033Beryllium

0.98 U 2.00.98Boron

0.041 U 0.200.041Cadmium

14.1 U 50.014.1Calcium

0.058 U 0.200.058Chromium

0.10 U 1.00.10Cobalt

0.22 U 1.00.22Copper

0.27 U 0.500.27Lead

3.7 U 20.03.7Magnesium

0.10 U 1.00.10Manganese

0.26 U 2.00.26Molybdenum

0.12 U 4.00.12Nickel

41.0 U 30041.0Potassium

0.86 U 1.00.86Selenium

5.7 U 10.05.7Silicon

0.16 U 0.200.16Silver

59.0 U 12059.0Sodium

0.094 U 2.00.094Vanadium

0.40 U 1.00.40Zinc

SolidClient Matrix:

1.0Dilution:

Lab Sample ID:

Method Blank - Batch:  280-232816

Instrument ID:

Lab File ID:

Initial Weight/Volume:

Final Weight/Volume:

26a070714d.asc

1   g

100   mLUnits: mg/Kg

Method: 6010B

Preparation: 3050B

MT_026MB 280-232816/1-A

Analysis Date: 07/07/2014  1943

Analysis Batch:

Prep Batch:

Leach Batch: N/A

280-233464

280-232816

Prep Date:

Leach Date:

07/02/2014  1505

N/A

Analyte RLMDLQualResult

3.8 U 5.03.8Iron
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Quality Control Results

Job Number:   280-57257-1Client:   Washington Closure Hanford

Sdg Number:  JP0822

Solid

1.0

Lab Control Sample - Batch:  280-232816

Client Matrix:

Lab Sample ID:

Dilution:

Instrument ID:

Lab File ID:

Initial Weight/Volume:

Final Weight/Volume:

26a070314c.asc

1   g

100   mLUnits: mg/Kg

Method: 6010B

Preparation: 3050B

MT_026LCS 280-232816/2-A

Analysis Date: 07/03/2014  1851

Analysis Batch:

Prep Batch:

Leach Batch:

280-233244

280-232816

N/A

Prep Date:

Leach Date:

07/02/2014  1505

N/A

Analyte QualLimit% Rec.ResultSpike Amount

200 187.7 94 82 - 116Aluminum

50.0 51.65 103 82 - 110Antimony

100 96.52 97 85 - 110Arsenic

200 188.7 94 87 - 112Barium

5.00 4.71 94 84 - 114Beryllium

100 96.45 96 80 - 120Boron

10.0 9.84 98 87 - 110Cadmium

5000 4669 93 82 - 114Calcium

20.0 19.12 96 84 - 114Chromium

50.0 47.04 94 87 - 110Cobalt

25.0 24.00 96 88 - 110Copper

50.0 49.07 98 86 - 110Lead

5000 4717 94 90 - 110Magnesium

50.0 46.80 94 88 - 110Manganese

100 95.85 96 86 - 110Molybdenum

50.0 47.06 94 87 - 110Nickel

5000 4844 97 89 - 110Potassium

200 193.8 97 83 - 110Selenium

1000 117.7 12 10 - 70Silicon

5.00 5.43 109 87 - 114Silver

5000 5094 102 90 - 112Sodium

50.0 45.69 91 88 - 110Vanadium

50.0 46.94 94 76 - 114Zinc

Solid

1.0

Lab Control Sample - Batch:  280-232816

Client Matrix:

Lab Sample ID:

Dilution:

Instrument ID:

Lab File ID:

Initial Weight/Volume:

Final Weight/Volume:

26a070714d.asc

1   g

100   mLUnits: mg/Kg

Method: 6010B

Preparation: 3050B

MT_026LCS 280-232816/2-A

Analysis Date: 07/07/2014  1946

Analysis Batch:

Prep Batch:

Leach Batch:

280-233464

280-232816

N/A

Prep Date:

Leach Date:

07/02/2014  1505

N/A

Analyte QualLimit% Rec.ResultSpike Amount

100 94.35 94 87 - 120Iron
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Quality Control Results

Job Number:   280-57257-1Client:   Washington Closure Hanford

Sdg Number:  JP0822

Solid

1.0

Matrix Spike - Batch:  280-232816

Lab Sample ID:

Client Matrix:

Dilution:

Instrument ID:

Lab File ID:

Initial Weight/Volume:

Final Weight/Volume:

26a070314c.asc

1.12   g

100   mLUnits: mg/Kg

Method: 6010B

Preparation: 3050B

MT_026280-57257-1

Analysis Date: 07/03/2014  1901

Analysis Batch: 280-233244

Prep Batch: 280-232816

Leach Batch: N/A

Prep Date:

Leach Date:

07/02/2014  1505

N/A

QualLimit% Rec.ResultSpike AmountSample Result/QualAnalyte

6930 184 8407 799 50 - 200 4Aluminum

0.38 U 46.1 27.02 59 20 - 200Antimony

4.1 92.2 88.97 92 76 - 111Arsenic

49.5 184 213.5 89 52 - 159Barium

0.26 4.61 4.39 89 72 - 105Beryllium

1.5 B 92.2 83.42 89 80 - 120Boron

0.16 B 9.22 8.80 94 40 - 130Cadmium

17500 4610 22310 104 43 - 165Calcium

11.3 18.4 29.57 99 70 - 200Chromium

7.9 46.1 46.82 85 72 - 106Cobalt

17.0 23.0 37.01 87 37 - 187Copper

4.0 46.1 45.69 90 70 - 200Lead

5800 4610 10010 91 64 - 145Magnesium

269 46.1 292.1 49 40 - 200 4Manganese

0.52 B 92.2 81.79 88 75 - 103Molybdenum

12.4 46.1 52.03 86 61 - 126Nickel

835 4610 5389 99 56 - 172Potassium

0.87 U 184 169.4 92 76 - 104Selenium

147 922 308.6 17 20 - 200 NSilicon

0.16 U 4.61 4.99 108 75 - 141Silver

288 4610 4965 101 78 - 111Sodium

43.1 46.1 76.70 73 50 - 169Vanadium

38.9 46.1 74.15 77 70 - 200Zinc

Solid

1.0

Matrix Spike - Batch:  280-232816

Lab Sample ID:

Client Matrix:

Dilution:

Instrument ID:

Lab File ID:

Initial Weight/Volume:

Final Weight/Volume:

26a070714d.asc

1.12   g

100   mLUnits: mg/Kg

Method: 6010B

Preparation: 3050B

MT_026280-57257-1

Analysis Date: 07/07/2014  1956

Analysis Batch: 280-233464

Prep Batch: 280-232816

Leach Batch: N/A

Prep Date:

Leach Date:

07/02/2014  1505

N/A

QualLimit% Rec.ResultSpike AmountSample Result/QualAnalyte

19400 92.2 16100 -3552 70 - 200 4Iron
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Quality Control Results

Job Number:   280-57257-1Client:   Washington Closure Hanford

Sdg Number:  JP0822

mg/KgUnits:

Solid

Dilution: 1.0

Duplicate - Batch:  280-232816

Lab Sample ID:

Client Matrix:

Instrument ID:

Lab File ID:

Initial Weight/Volume:

Final Weight/Volume:

26a070314c.asc

1.02   g

100   mL

Method: 6010B

Preparation: 3050B

MT_026280-57257-1

Analysis Date: 07/03/2014  1859

Analysis Batch:

Prep Batch:

Leach Batch:

280-233244

280-232816

N/A

Prep Date:

Leach Date:

07/02/2014  1505

N/A

Analyte QualLimitRPDResultSample Result/Qual

72616930 5 40Aluminum

0.380.38 U NC 40 UAntimony

4.014.1 1 30Arsenic

44.6449.5 10 30Barium

0.2750.26 4 30Beryllium

1.401.5 B 8 30 BBoron

0.1470.16 B 7 30 BCadmium

2008017500 14 30Calcium

12.1811.3 7 40Chromium

7.517.9 5 30Cobalt

17.7017.0 4 30Copper

4.364.0 8 40Lead

61265800 6 30Magnesium

268.6269 0.3 40Manganese

0.260.52 B NC 30 UMolybdenum

12.4512.4 0.8 30Nickel

895.6835 7 40Potassium

0.870.87 U NC 30 USelenium

158.8147 7 40Silicon

0.160.16 U NC 30 USilver

315.5288 9 30Sodium

39.5243.1 9 30Vanadium

38.2938.9 1 40Zinc

mg/KgUnits:

Solid

Dilution: 1.0

Duplicate - Batch:  280-232816

Lab Sample ID:

Client Matrix:

Instrument ID:

Lab File ID:

Initial Weight/Volume:

Final Weight/Volume:

26a070714d.asc

1.02   g

100   mL

Method: 6010B

Preparation: 3050B

MT_026280-57257-1

Analysis Date: 07/07/2014  1953

Analysis Batch:

Prep Batch:

Leach Batch:

280-233464

280-232816

N/A

Prep Date:

Leach Date:

07/02/2014  1505

N/A

Analyte QualLimitRPDResultSample Result/Qual

1857019400 4 40Iron
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Quality Control Results

Job Number:   280-57257-1Client:   Washington Closure Hanford

Sdg Number:  JP0822

%Units:

Solid

Dilution: 1.0

Duplicate - Batch:  280-232770

Lab Sample ID:

Client Matrix:

Instrument ID:

Lab File ID:

Initial Weight/Volume:

Final Weight/Volume:

Method: D-2216

Preparation: N/A

N/A

No Equipment Assigned280-57257-1

Analysis Date: 07/01/2014  2211

Analysis Batch:

Prep Batch:

Leach Batch:

280-232770

N/A

N/A

Prep Date:

Leach Date:

N/A

N/A

Analyte QualLimitRPDResultSample Result/Qual

3.03.1 3 20Percent Moisture
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Quality Control Results

Client:   Washington Closure Hanford Job Number:   280-57257-1

QC Association Summary

Lab Sample ID Client Sample ID Client Matrix Method Prep Batch

Sdg Number:  JP0822

Report

Basis

Metals

Prep Batch: 280-232816

Lab Control Sample Solid 3050BLCS 280-232816/2-A T

Method Blank Solid 3050BMB 280-232816/1-A T

SolidJ1TLW9 3050B280-57257-1 T

Duplicate Solid 3050B280-57257-1DU T

Matrix Spike Solid 3050B280-57257-1MS T

SolidJ1TLX0 3050B280-57257-2 T

SolidJ1TLX1 3050B280-57257-3 T

SolidJ1TLX2 3050B280-57257-4 T

SolidJ1TLX3 3050B280-57257-5 T

SolidJ1TLX4 3050B280-57257-6 T

SolidJ1TLX5 3050B280-57257-7 T

SolidJ1TLX6 3050B280-57257-8 T

SolidJ1TLX7 3050B280-57257-9 T

SolidJ1TLX8 3050B280-57257-10 T

SolidJ1TLX9 3050B280-57257-11 T

SolidJ1TM00 3050B280-57257-12 T

SolidJ1TM01 3050B280-57257-13 T

Analysis Batch:280-233244

Lab Control Sample Solid 280-2328166010BLCS 280-232816/2-A T

Method Blank Solid 280-2328166010BMB 280-232816/1-A T

Solid 280-232816J1TLW9 6010B280-57257-1 T

Duplicate Solid 280-2328166010B280-57257-1DU T

Matrix Spike Solid 280-2328166010B280-57257-1MS T

Solid 280-232816J1TLX0 6010B280-57257-2 T

Solid 280-232816J1TLX1 6010B280-57257-3 T

Solid 280-232816J1TLX2 6010B280-57257-4 T

Solid 280-232816J1TLX3 6010B280-57257-5 T

Solid 280-232816J1TLX4 6010B280-57257-6 T

Solid 280-232816J1TLX5 6010B280-57257-7 T

Solid 280-232816J1TLX6 6010B280-57257-8 T

Solid 280-232816J1TLX7 6010B280-57257-9 T

Solid 280-232816J1TLX8 6010B280-57257-10 T

Solid 280-232816J1TLX9 6010B280-57257-11 T

Solid 280-232816J1TM00 6010B280-57257-12 T

Solid 280-232816J1TM01 6010B280-57257-13 T
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Quality Control Results

Client:   Washington Closure Hanford Job Number:   280-57257-1

QC Association Summary

Lab Sample ID Client Sample ID Client Matrix Method Prep Batch

Sdg Number:  JP0822

Report

Basis

Metals

Analysis Batch:280-233464

Lab Control Sample Solid 280-2328166010BLCS 280-232816/2-A T

Method Blank Solid 280-2328166010BMB 280-232816/1-A T

Solid 280-232816J1TLW9 6010B280-57257-1 T

Duplicate Solid 280-2328166010B280-57257-1DU T

Matrix Spike Solid 280-2328166010B280-57257-1MS T

Solid 280-232816J1TLX0 6010B280-57257-2 T

Solid 280-232816J1TLX1 6010B280-57257-3 T

Solid 280-232816J1TLX2 6010B280-57257-4 T

Solid 280-232816J1TLX3 6010B280-57257-5 T

Solid 280-232816J1TLX4 6010B280-57257-6 T

Solid 280-232816J1TLX5 6010B280-57257-7 T

Solid 280-232816J1TLX6 6010B280-57257-8 T

Solid 280-232816J1TLX7 6010B280-57257-9 T

Solid 280-232816J1TLX8 6010B280-57257-10 T

Solid 280-232816J1TLX9 6010B280-57257-11 T

Solid 280-232816J1TM00 6010B280-57257-12 T

Solid 280-232816J1TM01 6010B280-57257-13 T

Report Basis

T = Total

General Chemistry

Analysis Batch:280-232770

SolidJ1TLW9 D-2216280-57257-1 T

Duplicate Solid D-2216280-57257-1DU T

SolidJ1TLX0 D-2216280-57257-2 T

SolidJ1TLX1 D-2216280-57257-3 T

SolidJ1TLX2 D-2216280-57257-4 T

SolidJ1TLX3 D-2216280-57257-5 T

SolidJ1TLX4 D-2216280-57257-6 T

SolidJ1TLX5 D-2216280-57257-7 T

SolidJ1TLX6 D-2216280-57257-8 T

SolidJ1TLX7 D-2216280-57257-9 T

SolidJ1TLX8 D-2216280-57257-10 T

SolidJ1TLX9 D-2216280-57257-11 T

SolidJ1TM00 D-2216280-57257-12 T

SolidJ1TM01 D-2216280-57257-13 T

Report Basis

T = Total
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