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SUBMITTED TO:
Joan KessnerL j
Washington Closure HanfordNO
2620 Fermi Avenue, MSIN H4-21
Richland, WA 99354

REFERENCE DA TA:
Client Sample No.: J 17KD9 through J1I7KH3
P.O. No.: Not Available
Sample Location: 100-B-21:3
Sample Type: Bulk
Method Reference: DCL Procedure: ENV-004
DCL Set ID No.: 08-A-5 881
DCL Sample ID No.: 08-32888 through 08-32898
Sample Receipt Date: 10/21/08
Analysis Date: 11/6/08 through 11I/ 11/0 8

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using DataChemn Laboratories' procedure, ENV-004. The samples were
acceptable upon receipt except where noted. Mountings of fibers observed and representative portions of the
material were prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by
Polarized Light Microscopy*. Estimates Of concentration are made on an area basis. The results of the analysis
apply only to the portions of materials analyzed and are summarized on the attached Bulk Asbestos Analysis
Data Sheets. DataChem Laboratories will dispose of all bulk samples after 60 days unless other arrangements are
made.

Shawn Smythe Anna Marie Ristich
Analyst Reviewer

*Somne samples may contain fibers that are not visible by PLM and can only be discovered by electron
microscopy techniques.

CINCINNATI OFFICE WEST COAST OFFICE
4388 GLENDALE-MILFORD ROAD 11 SANTA YORMA COURT
CINCINNATI, OHIO 45242-3706 NOVATO, CALIFORNIA 94945
513 733-5338, FAX 513 733-5347 800 280-8071, FAX 415 893-9469



11/11/08

DataChem Laboratories
Polarized Light Microscopy

Asbestos Analytical Summary

Client: Washington Closure Hanford
Location: 100-B-2 1:3

Set ID: 08-A-5881

Client Sample ID: J17KD9 J17KFO J17KFI J I7KF2 J 17KF3
DCL Sample ID: 08-32888 08-32889 08-32890 08-32891 08-32892
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homnog. Homog. Homog. Homnog. Homnog.
Color: Brown Brown Brown Brown Brown
Texture: GrnlrfFbrs Gmlr/Fbrs Gmlr/Fbrs Grnlr/Fbrs Gmlr/Fbrs
Description: Soil Soil Soil Soil Soil
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose: >1 -, 3 >1 53 >1 .3 >1 3 >1 3
% Fiberglass:
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >90 5100 >90 5100 >90 !5100 >90 5100 >90 5100

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. 0. #f: Not Available.

Shan Smythe

Microscopist

All values are in area percent by visual estimate.
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11/11/08
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Summary

Client: Washington Closure Hanford
Location: 1 00-B-2 1:3

Set ID: 08-A-5881

Client Sample ID: J17KF4 J17KF5 J17KF6 J 17KF7 J17KF8
DCL Sample ID: 08-32893 08-32894 08-32895 08-32896 08-32897
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Hornog. Homog. Homnog.
Color: Brown Brown Brown Brown Brown
Texture: GrnlrlFbrs GrnlrlFbrs Gmlr/Fbrs Grnlr/Fbrs Grnlr/Fbrs
Description: soil Soil Soil Soil Soil
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
"Cellulose: >1 3 >1 53 >1 53 >1 53 >1:53
" Fiberglass:
% Other Fibers:

" Resin/Binder:
"%Non Fibrous: >90 5100 >9029100 >90 5:100 >90!5100 >90 5100

ND = None Detected Trace < 1%

Special Prep Procedures: None.

*Notes: P. 0. #: Not Available.

Shawn Smythe

Microscopist

All values are in area percent by visual estimate.
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11/11/08
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Summary

Client: Washington Closure Hanford
Location: 100-B-21 :3

Set ID: 08-A-5881

Client Sample ID: J17KH3
DCL Sample ID: 08-32898
Macroscopic Examination
Accepted/Rejected: Accepted
Homogeneity: Homog.
Color: Brown
Texture: Grnlr/Fbrs
Description: Soil
Analysis: PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND
Other Materials
% Cellulose: >1 <3
% Fiberglass:
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >90 5 100

ND =None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. 0. #: Not Available.

Shawn Smythe

Microscopist

All values are in area percent by visual estimate.
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