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SAF-RC-134
400 Area D4 Waste Characterization

Sampling — Other Solid In-Process
FINAL DATA PACKAGE

COMPLETE COPY OF DATA PACKAGE TO:
No Distribution Required

COMMENTS:

SDG D1109621 SAF-RC-134
Rad only M Chem only Rad & Chem

4| Complete Partial

Sample Location/Waste Site: 4760
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Report Identification Number:  D1109621
Subcontract Number:  S003827A00
Name of Industrial Hygicenist:  Gwen Whatley / Debbie Gothard / Ken Way
Laboratory Identification Number: DCHM pC 12 > 4 i{‘f)l“
SAF#: R€-00T/RC-134-8
Sample Receipt Date:  04/06/2011

Sample Information

Customer Laboratory Analytical

Sample Sample Batch
Sample Date | Number Number Method Identification | Sample Matrix
04/04/2011 JIH159 1109621001 | NIOSH 9002 64750 Bulk
04/04/2011 JIH160 1109621002 | NIOSH 9002 64750 Bulk
04/04/201 1 JIH161 1109621003 | NIOSH 9002 64750 Bulk
04/04/2011 JIH162 1109621004 | NIOSH 9002 64750 Bulk
04/04/2011 JIH163 1109621005 | NIOSH 9002 64750 Bulk
04/04/201 1 JIH164 1109621006 | NIOSH 9002 64750 Bulk
04/04/201 1 JIH165 1109621007 | NIOSH 9002 64750 Bulk
04/04/201 1 JIH166 1109621008 | NIOSH 9002 64750 Bulk
04/04/2011 JIH167 1109621009 | NIOSH 9002 64750 Bulk
04/04/2011 JIH168 1109621010 | NIOSH 9002 64750 Bulk
04/04/2011 JIH169 1109621011 | NIOSH 9002 64750 Bulk
04/04/2011 JIH170 1109621012 | NIOSH 9002 64750 Bulk
04/04/2011 JIH171 1109621013 | NIOSH 9002 64750 Bulk
04/04/2011 JIH172 1109621014 | NIOSH 9002 64750 Bulk

I certify that this electronic image and all hardcopies produced from this image accurately represent the data
and are in compliance with the contract specific requirements, both technically and for completeness, other

than the conditions detailed above or in the sample data package narrative. Release, by submission through
email, the data contained in this electronic image and the computer-readable EDD (as applicable), has been

authorized by the laboratory Manager or the Manager’s designee.

Name: Pecter P. Steen
Title: Chemist
Date: April 14, 2011

ALS DataChem
960 West Levoy Drive
Salt Lake City, Utah 84123-2547

Phone: (801) 266-7700
FAX: (801) 268-9992

Web Page: www.datachem.com
E-mail: lab@datachem.com
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Report Identification Number: D1109621
Subcontract Number: S003827A00
Name of Industrial Hygienist: Gwen Whatley / Debbie Gothard / Ken Way
Laboratory Identification Number: DCHM
SAF#: RC-001/RC-134-8
Sample Receipt Date:  04/06/2011

General Workorder Information: There are five samples in workorder 1109619, ten samples in
workorder 1109620, and fourteen samples in workorder 1109621 which were analyzed for asbestos
in bulk material. No problems were encountered with the reccipt of this sample.

Method Summary: All samples were examined for homogeneity. Non-homogeneous samples were
ground to ensure homogeneity. Distinct layers were analyzed separately. The samples were
prepared and examined for asbestos fibers utilizing the procedures outlined in NIOSH method 9002
(4" edition). A polarizing light microscope equipped with a 10x and a 16x eyepiece was used for the
analysis. The area percentage of asbestos was estimated microscopically by a visual estimation of
the fibers with a length-to-width aspect ratio of 3:1 or greater. If present, asbestos identities were
confirmed with the appropriate refractive index oils applying dispersion staining techniques.

Sample Preparation: All samples were prepared in accordance with NIOSH method 9002 (4™ edition).

Initial and Continuing Calibration Verification Analysis: N/A

Initial and Continuing Calibration Blank Analysis: N/A

Method Blank Analysis: N/A

Dilution(s): N/A.

Laboratory Control Sample and Duplicate Analysis: Two Laboratory Control Samples (LCS) were
prepared and analyzed with the sample batch. The results were within the control limit of +/- one
reporting range.

Replicate Analysis: Three samples were replicated with this analysis batch.

Flagging Codes: None

Nonconformance/Corrective Action Report (NC/CAR): N/A

Sample Calculation: Sample results are reported by a visual estimation of the area percentage of asbestos.
[f necessary, a gravimetric ashing procedure may be used to remove certain non-asbestos material
from the sample; a percentage calculation is used to correct for the removal of the non-asbestos

material.
ALS DataChem Phone: (801) 266-7700 Web Page: www.datachem.com
960 West Levoy Drive FAX: (801) 268-9992 E-mail: lab@datachem.com

Salt Lake City, Utah 84123-2547
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Miscellaneous Comments:

1109619001
1109619002:
1109619003:
1109619004:
1109619005:
1109620001
1109620002:
1109620003:
1109620004:
1109620005:
1109620006:
1109620007:
1109620008:
1109620009:
1109620010:
1109621001:
1109621002:
1109621003:
1109621004:
1109621005:
1109621006:
1109621007:
1109621008:
1109621009:
1109621010:
1109621011:
1109621012:
1109621013:
1109621014:

Brown, granular matcrial.
Brown, granular material.
Brown, granular material.
Brown, granular matenial.
Brown, granular material.

Yellowish, fibrous fiberglass insulation.
Yecllowish, fibrous tiberglass insulation.
Ycllowish, fibrous fiberglass insulation.
Ycllowish, fibrous tiberglass insulation.
Yellowish, fibrous fiberglass insulation.

Whitish, fibrous fiberglass insulation.
Brown, granular matcrial.
Brown, granular material.
Brown, granular material.
Brown, granular material.

Yellowish, fibrous fiberglass insulation.
Yellowish, fibrous fiberglass insulation.

White, powdery drywall.
White, powdery drywall.
White, powdery drywall.

Yellowish, fibrous fiberglass insulation.

Tan, rubbery caulk.
Tan, rubbery caulk.

Grayish, fibrous fiberglass wrap material.

Gray, rubbery caulk.
Gray, rubbery caulk.

Grayish, fibrous fiberglass wrap material.

Brown, rubbery caulk.
Gray, rubbery caulk.

Page 3 of 9

ALS DataChem
960 West Levoy Drive
Salt Lake City, Utah 84123-2547

Phone: (801) 266-7700
FAX: (801) 268-9992

Web Page: www.datachem.com

E-mail: lab@datachem.com
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Results

Report Identification Number:
Subcontract Number:

Name of Industrial Hygicnist:
Laboratory Identitication Number:
SAF#:

D1109621
S003827A00

DCHM

RC-001/RC-134-8

Gwen Whatley / Debbie Gothard / Ken Way

Page < of'9

Sample Receipt Date:  04/06/201 1
Laboratory
Sample Date Chrysotile Amosite Crocidolite
Customer Sample Number | Number Analyzed Yo Yo %
JIH159 1109621001 | 04/14/2011 <1 |U <l | U <l {U
JIH160 1109621002 | 04/14/2011 <l |U <l |U <l |U
JIH161 1109621003 | 04/14/2011 <l |U <l | U <l {U
JIH162 1109621004 | 04/14/2011 <t |U <l {U <l |U
JIH163 1109621005 | 04/14/2011 <l |{U <l |U <l |U
JIH164 1109621006 | 04/14/2011 <l|U <l | U <l |U
JIH165 1109621007 | 04/14/2011 <l |U <l | U <t |U
JIH166 1109621008 | 04/14/2011 <l |U <l |U <l |U
JIH167 1109621009 | 04/14/2011 <l |U <l {U <l |U
JIH168 1109621010 | 04/14/2011 <l |U <l |U <l|U
JIH169 1109621011 | 04/14/2011 <1 |U <l |U <l |U
JIH170 1109621012 | 04/14/2011 <l |U <l |U <l |{U
JIH171 1109621013 | 04/14/2011 <l |U <l | U <l |U
JIH172 1109621014 | 04/14/2011 <t|U <l |U <l | U
Required Detection Limit (RDL) 1 1 |
Laboratory Actinolite/Tr | Anthophyllit
Sample Date emolite e
Customer Sample Number | Number Analyzed Yo Yo
JIH159 1109621001 | 04/14/2011 <l |U <l | U
JIH160 1109621002 | 04/14/2011 <l |U <l |U
JIHl161 1109621003 | 04/14/2011 <! |U <l {U
JIH162 1109621004 | 04/14/2011 <l |U <l | U
JIH163 1109621005 | 04/14/2011 <l | U <l | U
JIH164 1109621006 | 04/14/2011 <l |U <l | U
JIH165 1109621007 | 04/14/2011 <l |U <l | U
JIH166 1109621008 | 04/14/2011 <l |U <l | U
JIH167 1109621009 | 04/14/2011 <l |U <l | U
JIH168 1109621010 | 04/14/2011 <{ U <l {U
JIH169 1109621011 | 04/14/2011 <t |U <l |U
JIH170 1109621012 | 04/14/2011 <l |U <l U
JIH171 1109621013 | 04/14/2011 <l |U <1 tU

ALS DataChem
960 West Levoy Drive

Salt Lake City, Utah 84123-2547

Phone: (801) 266-7700
FAX: (801) 268-9992

Web Page: www.datachem.com

E-mail: lab@datachem.com
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Laboratory Actinolite/Tr | Anthophyllit
Sample Date emolite e
Customer Sample Number | Number Analyzed Yo Yo
JIH172 1109621014 | 04/14/2011 <l |U <l |U
Required Detection Limit (RDL) 1 1

U - Parameter not detected above LOD
J - Parameter between LOD and RDL
** - Not provided or unable to calculate

NA - Not Applicable

Web Page: www.datachem.com
E-mail: lab@datachem.com

ALS DataChem
960 West Levoy Drive
Salt Lake City, Utah 84123-2547

Phone: (801) 266-7700
FAX: (801) 268-9992
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Report Identification Number:
Subcontract Number:

Name of Industrial [{ygicnist:
Laboratory Identification Number:
SAF:

QC Summary

D1109621

S003827A00

Gwen Whatley / Debbie Gothard / Ken Way

DCHM

RC-001 / RC-134-8

Sample Receipt Date:  04/06/2011
Batch ID: 64750
QC
QC Sample ID | Type Analyte Units Result | Target
QC107804 LCS Amosite %o 50 65
QC107804 LCSD Amosite %o 60 65
QC107804 LCS Chrysotile % 5 10
QC107804 LCSD Chrysotile % 10 10
QC107861 LCS Amosite % 1 4
QC107861 LCSD Amosite % 3 4
QC107861 LCS Chrysotile %o 1 3
QC107861 LCSD Chrysotile % 3 3

MB - Method Blank
LCS - Laboratory Control Sample

LCSD - Laboratory Control Sample Duplicate

MS - Matrix Spike
MSD - Matrix Spike Duplicate
LD - Laboratory Duplicate

NA - Not Applicable

ND - Parameter not detected above LOD

LCS, LCSD Percent Rec. = (Result / Target) * 100.0

MS, MSD Percent Rec. = ((Result — Parent) / Target) * 100.0

LCS, LCSD Relative Percent Diff. = ( (JLCS — LCSDJ) / ((LCS + LCSD)/2.0) ) * 100.
MS, MSD Relative Percent Diff. = ( (J]MS—MSD|) / ((MS+ MSD)/2.0) ) * 100.

LD Relative Percent Diff. = ( (|Parent — LD|) / ((Parent + LD)/2.0) ) * 100

Page 6 0’9

ALS DataChem
960 West Levoy Drive
Salt Lake City, Utah 84123-2547

Phone: (801) 266-7700

FAX: (801) 268-9992

Web Page: www.datachem.com
E-mail: lab@datachem.com
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g U 11@9821 CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-134-8 [P 1 of 3
. Collector Company Contact Telenhone No. Project Coordinator o
& Parrish W H Rodgers 2062517439 KESSNER, JH Price Code 9K Data Turnaround
m Proicct Designation Samnling Lacation SAF No. 7 U&%w
400 Area D4 Waste Characterization Sampling - Other Solid 4760 RC-134
Ice Chest No. ) Field Logbook No. COA Method of Shinment
WCH-11-039 F1-1646-02 RDAMXX2F00 FEDEX
Shipned To Offsite Propertv No. Bill of Lading/Air Bill No.
ALS Laboratories - Salt Lake City o \ﬂ\b\ I 7% &nv \\w 5722 NO B
POSSIBLE SAMPLE HAZARDS/REMARKS
sbe. Nome
Asbestos Preservation )
Gar
T; f Contai
Special Handling and/or Storage ype ol Lontainer
1
\/\%S\ e OHA H\l \\\ No. of Container(s)
Volume >
Asbestos.
Buk - NIOSH
2002
SAMPLE ANALYSIS
ﬂ U Sample No. Matrix * Sample Date Sample Time | - -
J1H158, OTHERSOLD | &/-v/- s/ 2953 | X
JIH1B0 OTHER SOLID / S p OO 1%
JIH15T OTHER SOLID / rran
JIH162 . OTHER SOLID / ool | ¥
JTH163 - OTHER SOLID 4 Joog | ¢
CIAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
.M.M Xﬁ: a.%q \N{ IReccived By/Sto DuteTime /2 457 .
- oA Bl W AR L L P
,xn___ze, ByRemeved From Uﬁoﬂ:n ~ oo znnnia H\ DateTime JG 00 - Si=Slodpe
W= Water
M«m \\\§) ¢y | se m?mhv Y-o-1g oo
xu_buc_m:& [ : A«\* DaweTisne /02 & {Received By/Stored In DateTime MM ww:_a s
ITE. v.\\ o5/, FED EX DL-Drim Liauids
xn_ansmsg«.& From DateTime Reegived ::x:: - DateTime
es _m‘&&_\ @Kr‘
[Relinquished w<a~n=§na From Date/Time Received By/Stored In "Date Time
o P i oelid fier
o > = Relinquished By Removed From Date Time Received By/Stored In Date'Tme
Nl 2 .
ANe 355
— =S =% T.ABORATORY | Received By Tite Date/Time
TEC 353 SECTION .
— - FINAL SAMPLE | Disposai Method Disposed By DatzTime
DISPOSITION
WCH-EE-Q11

Web Page: www.datachem.com
E-mail: lab@datachem.com

Phone: (801) 266-7700
FAX: (801) 268-9992

Salt Lake City, Utah 84123-2547

960 West Levoy Drive

ALS DataChem




[
]
v =
— i
= 3
=

Page 8 of 9

COC

Group

formerly
DataChem

Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-134-8 T,z 2 of 3
Collector Company Contact Telephone No. Proiect Coordinator )
Parrish W H Rodgers 2062517439 KESSNER, JH Price Code 9K Data Turnaround
[Proiect Desianation Sampling Location SAF Ne. .N uw%m
400 Arca D4 Waste Characterization Sampling - Other Solid 4760 RC-134
Tce Chest No. Field Logbook No. CoA Method of Shipment
WCH-/ (- 039 EL-1646-02 RDAMXX2ZE0D FEDEX
Shinned To Offsite Property No. Rilt of Lading/Air Rill No.
ALS Laboratories - Salt Lake City I \<\+ S o 794% /357 2220
POSSIBLE SAMPLE :>N>x=/\_~ﬂ3>=_ﬁ
Asbestos Preservation Nore
GP
T, f Contai
Special Handling and/or Storage ype o' -omtaner
\/\Q e &\NN X T\\\\ No. of Container(s) ._
Volume >
Asbestos-
Buk - NOSH
9002
SAMPLE ANALYSIS
Sample No. Matrix * Sample Date Sample Time
JTH164 . OTHER SOLID Yooy yo /4 X
JIH165 . OTHER SOLID / 10/ F X
JIH1B6 OTHER SOLID / 2o | x
JIHI6T7 . OTHER SOLID \1 /226 X
JIH168 . OTHER SOLID 'g /035 ¢
CHAIN OF POSSESS${ON Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
ENW Remgve maR\w Date/Ting /Z %5 [Received By/Stored In DaterTime /2%, Sesl
For % Y M\&& ¥ - e
Relingui N emoved From Date/Time /G 62> xnnn_ﬁb‘mimﬂ% DateTime /& 9© Sh-Slndge
&N ) Y-t | elell q-4-4 oo
?:EE.@E; \Q DuteiTime /& Z© [Received By/Stored In Date/Time R s
JE 8 - -5~ /] FED E£X

DL~ Draem Figuids

Relinquished B n=5<& From DateTime Reogiyed By/S wmsmsmc
\kﬂ &N d&%,\ )
Religguished RvRemoved From .Aoun\ﬂ ime Received By/Stored [n m PR
20 Yhefi 16r” DATE
IRelinquished By/Removed From "Datenime Received Ry/Stored In DateTime Q\\ “\ /1
LABORATORY | Received By Title acm e Time
SECTION
FINAL SAMPLE | Disposal Method Disposed By Date:Tirie
DISPOSITION
WCH-EE-011

Web Page: www.datachem.com
E-mail: lab@datachem.com

Phone: (801) 266-7700
FAX: (801) 268-9992

ALS DataChem

960 West Levoy Drive

Salt Lake City, Utah 84123-2547
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[=)
—
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=~ Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-134-8  [Pee 3 o7 3
9] “ollector Company Contact Project Coordinator L.
= Parrish W H Rodgers KESSNER, JHi Price Code 9K Data Turnaround
& roject Designation Samnling Location SAF No. .N Uw%m
400 Area D4 Waste Characterization Sampling - Other Solid 4760 RC-134
Jee Chest No. ‘ Field Logbook Ne. coA Method of Shipment
et -,1-039 FL-1646-02 RDIMXX2F00 FEDEX
Shinped To Offsite Property No. Bill of Ladine/Air Bill No.
ALS F:ENSJG Salt lake C ity L \(b‘v o | ~ o e M%Rﬁ \|N “:Q N 2zo
POSSIBLE SAMPLE HAZ. »xvﬁ\ﬂM(—kw_Aﬁ
N
Asbestos Preservation one
G'P
Type of Container
Special Handling and/or Storage ypeo “ontdl _
e No. of Container(s)
Mol ¢/
Volume °
Asbestos-
Bulk - NIOSH
9002
ﬁ V SAMPLE ANALYSIS
) Sample No. Matrix * Sample Date Sample Time
J1R169 - OTHERSOLD | &/-«f—y/ /23 | X
JIHIT0 OTHER SOLID / /2 33 X
JIHITE OTHER SOLID \ 1035 | ¥
1172 OTHER SOLID A 037 | ¢
JHTTS OFHER-SOHB- -
CHAIN OF POSSPRSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
clinqished By/Remo & Fro ON.S. 12§ xanaz& ;/Stared In 6.??. \N [Z5) .
L\ A\'-.T“ \\\ h&“ \\&\% |\\ M”%”_H.S
RelinquishediBy/Bemoved From Datd/Time /a0 z«nc_ép_ JC Uﬁn\?:n Jéoo - Si-Shodge
XL T -ty 7% hz it
Relinquished a«t\ W\Cu_n.?:n /G2 [Received By/Stored In Date/Time m\f»q.“az saids
T.E. B 2% oSy FEL EX DL-Oran Lists
Relinquished By/Removed From Date/Time wnon_«nﬂ_ By ate/Time mmsmaNsmO .,ﬂuﬂq”
) A Sd ] 78\ [
Relinquished BvRemoved From Date/Time Received By/Stored In me Xt
> . E Iy Wi e DATE
»n .M ml .m ‘m Retinquished Ry'Removed From “DateTime Received By Stored In Date/Time Ql.ﬂa\_ i
2Bz 20 e/
< ..w “\H m vlm © LABORATORY { Received By . Title ST Time
F o= m SECTION
> FINAL SAMPLE | Disposal Method Disposed By Date/Time
n 2 | DISPOSITION
T W
S 2 WCHEEOM
o
s Q -
| S
o~

Phone: (801) 266-7700
FAX: (801) 268-9992

Salt Lake City, Utah 84123-2547

960 West Levoy Drive

ALS DataChem




