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Report Identification Number:  D1110912 R ; o
Subcontract Number:  S003827A00 . TEN e,
Name of Industrial Hygicnist: Gwen Whatley / Debbie Gothard / Ken Way vy,
Laboratory Identification Number: DCHM (o HO slalw }gk '
SAF#: R&-081/RC-040-587 w
Sample Receipt Date:  04/19/201 1 : o ,ﬁjj
RSNy A
Sample Information rzEret”
Customer Laboratory Analytical
Sample Sample Batch
Sample Date | Number Number Method Identification | Sample Matrix
04/08/201 1 JIFXR7 1110912001 | NIOSH 9002 65907 Bulk
04/08/2011 JIFXR8 1110912002 [ NIOSH 9002 65907 Bulk
04/08/201 1 JIFXR9 1110912003 [ NIOSH 9002 65907 Bulk
04/08/2011 JIFXTO 1110912004 | NIOSH 9002 65907 Bulk
04/08/201 1 JIFXTI 1110912005 | NIOSH 9002 65907 Bulk
04/08/2011 JIFXT2 1110912006 | NIOSH 9002 65907 Bulk
04/08/2011 JIFXT3 1110912007 | NIOSH 9002 65907 Bulk
04/08/2011 JIFXT4 1110912008 | NIOSH 9002 65907 Bulk
04/08/201 1 JIFXTS 1110912009 | NIOSH 9002 65907 Bulk
04/08/2011 JIFXT6 1110912010 | NIOSH 9002 65907 Bulk

[ certify that this electronic image and all hardcopies produced from this image accurately represent the data
and are in compliance with the contract specific requirements, both technically and for completeness, other

than the conditions detailed above or in the sample data package narrative. Release, by submission through
cmail, the data contained in this electronic image and the computer-readable EDD (as applicable), has been

authorized by the laboratory Manager or the Manager’s designce.

Name: Peter P. Steen
Title: Chemist
Date: May 09, 2011

ALS DataChem Phone: (801) 266-7700 Web Page: www.datachem.com
960 West Levoy Drive FAX: (801) 268-9992 E-mail: lab@datachem.com
Salt Lake City, Utah 84123-2547
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ALS

Report Identification Number: D1110912
Subcontract Number:  S003827A00
Name of Industrial Hygienist: Gwen Whatley / Debbie Gothard / Ken Way
Laboratory Identification Number: DCHM
SAF#: RC-001/RC-040-587
Sample Reccipt Date:  04/19/2011

General Workorder Information: There are ten samples in workorder 1110912 and ten samples in
workorder 1110913 which were analyzed for asbestos in bulk material. No problems were
cncountered with the receipt of this sample.

Method Summary: All samples were examined for homogeneity. Non-homogeneous samples were
ground to ensure homogeneity. Distinct layers were analyzed separately. The samples were
prepared and examined for asbestos fibers utilizing the procedures outlined in NIOSH method 9002
(4" cdition). A polarizing light microscope equipped with a 10x and a 16x eyepiece was used for the
analysis. The arca percentage of asbestos was estimated microscopically by a visual estimation of
the fibers with a length-to-width aspect ratio of 3:1 or greater. If present, asbestos identities were
confirmed with the appropriate refractive index oils applying dispersion staining techniques.

Sample Preparation; All samples were prepared in accordance with NIOSH method 9002 (4" edition).

Initial and Continuing Calibration Verification Analysis: N/A

Initial and Continuing Calibration Blank Analysis: N/A

Method Blank Analysis; N/A

Dilution(s): N/A.

Laboratory Control Sample and Duplicate Analysis: One Laboratory Control Sample (LCS) was
prepared and analyzed with the sample batch. The results were within the control limit of +/- one
reporting range.

Replicate Analysis: Two samples were replicated with this analysis batch.

Flagging Codes: None

Nonconformance/Corrective Action Report (NC/CAR): N/A

Sample Calculation: Sample results are reported by a visual estimation of the area percentage of asbestos.
[f necessary, a gravimetric ashing procedure may be used to remove certain non-asbestos material
from the sample; a percentage calculation is used to correct for the removal of the non-asbestos

material.
ALS DataChem Phone: (801) 266-7700 Web Page: www.datachem.com
960 West Levoy Drive FAX: (801) 268-9992 E-mail: lab@datachem.com

Salt Lake City, Utah 84123-2547
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Miscellaneous Comments:

1110912001:
1110912002:
1110912003:
1110912004:
1110912005:
1110912006:
1110912007:
1110912008:
1110912009:
1110912010:
1110913001:
1110913002:
1110913003:
1110913004:
1110913005:
1110913006:
1110913007:
1110913008:
1110913009:
1110913010:

Gray, fibrous/compacted material.
Gray, compacted floor tile.

Gray, compacted floor tile.
Yellowish, fibrous ceiling tile.
Yellowish, fibrous ceiling tile.
Brown, fibrous ceiling tile.

White, fibrous/powdery material.
Gray, compacted floor tile.

Gray, compacted floor tile.

White, powdery drywall.

Grayish, rubbery caulk.

Brown, compacted caulk.

White, powdery wall material.
White, powdery wall material.
White, powdery wall material.
White, powdery wall material.
White, powdery wall material.
Gray, fibrous/compacted linoleum.
Gray, fibrous/compacted linoleum.
White, powdery wall material.
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ALS DataChem
960 West Levoy Drive
Salt Lake City, Utah 84123-2547

Phone: (801) 266-7700 Web Page: www.datachem.com
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Report Identification Number: D1110912
Subcontract Number:  S003827A00
Name of Industrial Hygienist: Gwen Whatley / Debbie Gothard / Ken Way
Laboratory Identification Number: DCHM
SAF#: RC-001/RC-040-587
Sample Receipt Date:  04/19/201 1
Laboratory
Sample Date Chrysotile Amosite Crocidolite
Customer Sample Number | Number Analyzed % % %
JIFXR7 1110912001 | 05/09/2011 <l |U <l |U <l |U
JIFXRE 1110912002 | 05/09/2011 <l |U <llU <1 |U
JIFXR9 1110912003 | 05/09/2011 <l |U <l | U <l |U
JIFXTO 1110912004 | 05/09/2011 <l |U <l |U <l {U
JIFXTI 1110912005 | 05/09/2011 <l |U <l |U <l|U
JIFXT2 1110912006 | 05/09/2011 <l |U <1 |U <l |U
JIFXT3 1110912007 | 05/09/2011 <l |U <l |U <l |U
JIFXT4 1110912008 | 05/09/2011 <l |U <l {U <l |U
JIFXTS 1110912009 | 05/09/2011 <l |U <1 | U <l |U
JIFXT6 1110912010 | 05/09/2011 <l |U <l |U <l U
Required Detection Limit (RDL) 1 1 1
Laboratory
Sample Date Actinolite/Tremolite Anthophyllite
Customer Sample Number | Number Analyzed Yo Y%
JIFXR7 1110912001 | 05/09/2011 <l |U <l |U
JIFXRS 1110912002 | 05/09/2011 <l |U <l |U
JIFXR9 1110912003 | 05/09/2011 <[ |U <l |U
JIFXTO 1110912004 | 05/09/2011 <l {U <l |U
JIFXTI 1110912005 | 05/09/2011 <l |U <l|U
JIFXT2 1110912006 | 05/09/2011 <l|U <l |U
JIFXT3 1110912007 | 05/09/2011 <l |U <l U
JIFXT4 1110912008 | 05/09/2011 <l |U <l|U
JIFXTS 1110912009 { 05/09/2011 <t |U <1 |U
JIFXT6 1110912010 | 05/09/2011 <l |U <l |U
Required Detection Limit (RDL) 1 1

U - Parameter not detected above LOD
J - Parameter between LOD and RDL
** - Not provided or unable to calculate

NA - Not Applicable

ALS DataChem
960 West Levoy Drive

Salt Lake City, Utah 84123-2547

Phone: (801) 266-7700
FAX: (801) 268-9992

Web Page: www.datachem.com

E-mail: lab@datachem.com
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Report Identification Number: DI1110912
Subcontract Number: S003827A00
Name of Industrial Hygienist: Gwen Whatley / Debbie Gothard / Ken Way
[Laboratory Identification Number: DCHM
SAF: RC-001 / RC-040-587
Sample Receipt Date:  04/19/2011
Batch ID: 65907
Relative
QC Parent Percent | Percent
QC Sample ID | Type Analyte Units Resuit Result | Target Rec. Diff.
QC107920 LCS | Anthophyllite % ND - ND - -
QC107920 LCSD | Anthophyllite % ND - ND - -
QC107920 LCS Chrysotile %o 10 - 5 - -
QC107920 LCSD Chrysotile %o 20 - 5 - -

MB - Method Blank
LCS - Laboratory Control Sample

LCSD - Laboratory Control Sample Duplicate

MS - Matrix Spike
MSD - Matrix Spike Duplicate
LD - Laboratory Duplicate

NA - Not Applicable

ND - Parameter not detected above LOD

LCS, LCSD Percent Rec. = (Result / Target) * 100.0
MS, MSD Percent Rec. = ((Result — Parent) / Target) * 100.0

LCS, LCSD Relative Percent Diff. = ( (JLCS — LCSD|) / ((LCS + LCSD)/2.0) ) * 100.
MS, MSD Relative Percent Diff. = ( (|MS —MSD|) / ((MS+ MSD)/2.0) ) * 100.
LD Relative Percent Diff. = ( ([Parent— LD|) / ((Parent + LD)/2.0) ) * 100

ALS DataChem

960 West Levoy Drive
Salt Lake City, Utah 84123-2547

Phone: (801) 266-7700
FAX: (801) 268-9992

Web Page: www.datachem.com

E-mail: lab@datachem.com
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" 1112812 _  .uuru CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-587 _Ea Loof 2
Collector Companv Contact Telephone No. Proiject Coordinator .
Inions/Deroos/Repko Mike Stankovich 5094307142 KESSNER, JH Price Code 9K Data Tursaround
Proiect Designation Sampling Locstion SAF No. 7 Uw%m
300 Area D4 Waste Characterization Sampling - Other Solid Building 326 RC-040
tee Chest No. " Field Logbook No. CoA Method of Shioment _ 7% 1
WeHeR830> A /et EL-1518-18 RD4MXOX2FO0 Hadbetive~ F£D £X
L3
Shioed To ~ ALS -5 Offsite Property No. Bil) of Ladine/Air Bill No.
Test-America Richtand (IH), 728 4 /- (7 NA NA— g8 y~/S~yy T4l @SART KIS
POSSIBLE SAMPLE RAZARDS/REMARKS
Asbestos Preservation Nowe
GP
f Contai
Special Handling and/or Storage Type of Container -
None No. of Container(s)
Volume 80e
Asbestoy-
Bulk - NIOSH
SAMPLE ANALYSIS o x.a W
JUIAY
\ L
Sample No. Matrix * Sample Date Sample Time ) h
HFXRT OTHER SOLID Y-y-i 69SY | % M OOHU
\v N
JIFXRS OTHER SOLID /000 v M QW i
JIFXRS OTHER SOLID /160X 14 >\ ,Lﬂl,
JIFXTO OTHER SOLID (207 | ¥ [YHH
KT OTHER SOLID 1009 x Mgl
CHAIN OF POSSESSION Sign/Print Names SPECIAL Emgoﬁo_‘w \, Matrix *
i DaerTine Received By Stored In e None U \_ 146 pL\mm\ -
4-81L 151D \@WV\.%&&“» N\v\&\ 310 e
Relinquished By/Remoyéd Fom £0€ (4 DaieTime { &/00 _i m«aa.&a 7ek Dafiime 190 Tl
u§ \%ﬁ A\K_w\: .Sr\_ N b (Oprasn o Eren s 78 M.mzi.ﬂ
@E Wu\#%sﬁn Fromz (2 Date/Time gy _Noon:dﬂwoé 2 Dte/Time /400 m“_._”,i Seinds
W R ea n\,})f‘uﬁ SRl TE bl =il DLDrac Liguids
,x%%sw\@? Date’Time / YSZ  {Received By/Stored In Date/Time i
TF fagl ot 45y =ED EX Vi
IR elinquished By; uaoﬁn_ From Date/Time v
e Q\ﬁ\ a4,
inquished By Removed From DateTime Date Tirfe
“,W_m. Lid Q\ m\\\\ \\qu
LABORATORY xnaéw Title T Date/Time
SECTION hg S, m\&\k [ e
FINAL SAMPLE | Disposal Hfethod Disposed By " Date/Time
DISPOSITION
WCH-EE-011
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™~ Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-587 __v e 2 of 2
(] N N
Collector Company Contact Telephone No. Proiect Coordinator .
Wc Inions/Deroos/Repko Mike Stankovich 5094307142 KESSNER, H Price Code 9K Data Turnarouad
Project Desienation Sampling Loeation SAF No. 7 Days
300 Area D4 Waste Characterization Sampling - Other Solid Building 326 RC-040
Ice ChestNo. WA Field Logbook No. coa Method of Shipment ~F2 47>
WCHO809302— M {\ m\~ ! EL-1518-18 RDAMIORF00 _Hand Deliver— FEL /21 X
. TEZ Y&~ . . . . P
Shipoed To Offsite Property No. Bill of Ladine/Air Bill No. .
Test-AmeienRichlamd By~ /2 S-5( NA - . NI g~y J99C @SR 7 RS
POSSIBLE SAMPLE AAZARDSREMARKS
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Special Handling and/or Storage Ype o “ontatner -
None No. of Contriner(s)
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Bulk - NIOSH
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n V SAMPLE ANALYSIS ¢,
45
o 48
A ) Sample No. Matrix * Sample Date Sample Time 4
JIFXT2 OTHER SOLID oJ-%-1t /011 v M A2
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Cerer L S I, 51 R0 [ 412> pyenbsc, /el e
IRelinquished By/Remof dFom  tuell DaeTime (4 6G @s& ﬁ\m s 7xee DaeTme ) k288 SimShudge
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