
20 December 2001

Ms. Joan Kessner
Analytical Services Program Manager
Bechtel Hanford, Inc.
3350 George Washington Way
MSIN HO-25
Richland, WA 99352
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Dear Ms. Kessner:

Enclosed are the data sheets for SDG# H1578.

If you have any questions, please ca
ll

 me at 314-426-0880.

Sincerely,

1908 Innerbelt Business Center Drive • St. Louis. MO 63114-5700 • 314-426-0880 • 314-4264212 FAX
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Maxim Technologies, Inc. SL-Louls, Missouri

Client Name:	 PSediM

Matim Prgecl Number:	 9905093

S Iderntificabon ASTM 0422. PwWe Size Diseaution ASTM
.1

1557 ASTM 2937 ASTM 2434

Maxim Sample Dry
purrax.

mook" Dry Larm98md	 DWnelerd Percent k(ooelficumtd

Sample Client Sample Delivery Density Content Moistener Density Sample,	 $mampb, Ovarcized	 Void Rak penmab911y.

Numbe, Number Omup Sample Desorption D,,a(mm) Dra(mm) D.(nvn) Dma(mm) (PCP) (%) Content (%) (PCF) (Ymdmea)	 Ondmes) Mato"	 (%) orya)

0111001-001 B13DX7 SDGl H1578 Sand 4.75 1.142 0.859 0.295 Fir  rc 109.0 8.00	 3.90 rc	 rc of

0111001-002 813DXB SOp H7578 Sant 4.75 All 0.54 0.207 rc nr rc MA 8.00	 3.93 rc	 rc rc

0111001-003 B73D%9 SDG8 H157B

Si
	 Sand 0.1S 0.032 0.018 0.004 rc rc rc 87.3 8.00	 3.93 IN, rc rc

0111001-004 0130YO S	 H7578 Sitiy Clayey Sally Gravel 37.5 4.781 0.012 rc rc rc 104A 8.00	 3.93 rc	 rc rc

rc: not requested



Maxim Technologies, Inc.

Bulk Density, ASTM D2937

Project #: 9905093 SDG# H1578
	

Client: Thermo Nutech
Performed by: B. Lindenbusch

	
Date: 11/11/01

Sample
Length

(in.)
Diameter

(in.)

Gross
Weight

(gm)
Container

Weight (gm)
Moisture
Content

bample
Volume

ve)

Net
Weight

(ib)

Wet
Density

(paf)

Dry
Density

(psf)

B13DX7 6.00 3.93 2830 643 4.8 0.042 4.817 114.2 109.0
B13DX8 6.00 3.93 3033 643 4.2 0.042 5.264 124.8 119.8
B13DX9 6.00 3.93 2648 643 19.9 0.042 4.416 104.7 87.3
813DYO 1	 6.00 1	 3.93 1	 2934 1	 643 1	 14.6 1	 0.042 1	 5.046 119.6 1	 104.4
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