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TestAmerica· 
THE LEADER IN ENVIRONMENTAL TESTING 

Customer 
Sample 
Number 
J1P200 
J1P201 
JlP202 
J1P203 
JlP204 

Asbestos PLM 
Cover Sheet 

Sample Date: 
Receipt Date: 

Reporting Date: 
SDG#: 
SAF#: 

Data Deliverable: 

Laboratory 
Sample 
Number 
MTF7E 
MTF7L 
MTF7M 
MTF7N 
MTF7P 

May 8, 2012 
May 9, 2012 
May 16, 2012 
MA05006 
RC-040 
7 Day Tum 

Analytical 
Batch 

Identification 
2130139 
2130139 
2130139 
2130139 
2130139 

TestAmerica Laboratories, Inc. 

Sample Matrix 

OTHER SOLID 
OTHER SOLID 
OTHER SOLID 
OTHER SOLID 
OTHER SOLID 

I certify that this Certificate of Analysis is in compliance with the SOW, both technically and for completeness, for other 
than the conditions detailed above. Release of the data contained in this hard copy data package has been authorized by the 
Laboratory Manager, or a designee as verified by the following signature. 

Cameron upa 
Project Management Assistant 

TestAmerica 
2800 George Washington Way Richland, WA 99354 tel 509.375.3131 fax 509.375.5590 www.testamericainc.com 



We certify that the following samples were prepared by Polarized Light Microscopy for asbestos and other fibrous 
constituents using TestAmerica's procedure, RL-ASB-002. The samples were acceptable upon receipt except where noted. 
Mountings of fibers observed and representative portions of the material were prepared in one or more appropriate 
refractive index liquids ( 1.5 50, 1.605, 1.680) and examined by Polarized Light Microscopy*. Estimates of concentration are 
made on an area basis. The results of the analysis apply only to the portions of materials analyzed and are summarized on 
the attached Asbestos PLM analysis data sheet. TestAmerica will dispose of all bulk samples after 60 days unless other 
arrangements are made. 

*Some samples may contain fibers that are not visible by PLM and can only be discovered by electron microscopy 
techniques. 

T estAmerica 2 



Analvst: D. PAttv J! 

Analyst Signature: ~/ 
Date: 

TA Richland 

Asbestos PLM 

SOP Information Method 

Rl-ASB:-002 NIOSH 9002 
Revision 2 

Batch# 2130139 

SDG# MA05006 

i :s.: -·• -_·:::•• :-:•·--.•,,'.>•- -• ..::,\,)' :/}i~~ ~f/•:f~:i\ : -·::.> .,<<.: :· ._;;_._ :: z:/:::1;1t~l;ii~r/;•:•\{~~·;,X:./~f~1if:1/\r,-t??/::;.)'':(1?t1rti1~l: 
Samole ID MTF7E1AA 
Client ID J1 P200' 

Sample Description Multi1;1la lay:er MultiQle la~r MultiQle lall:er TOTAL SAMPLE* 
sample: tile sample: mastic sample: wood 

Homoaeneous y y y N 
Color i:irav yellow brown multi 
% Visible Fibers 0 0 60 2 
~ ~ffit~·fEJ~~i-;~;-t:r:f~S1~~ 1~~t4:il~1~~-J,;~~;i~1°ttel:M.(~8IVSIS;r-;:s~r~~?;:·~f-~~/~t~R (f:1:j~~~:illf~i~.-tJ.itt§Zf~i~ttiifi~f;;{~r 

l;~~\~&rff.~-J~l~i f{ttt~ fJi~~~tf~-Z~A$bi$ijf(>'i"r)f Min8nilSJJf~ i~~~lr~r~;:,::·:_;_1;~,.~%~1it;~:a~\:?~tI:::~1'1~t~J~J~.%lttEf.{tiiir:~1~~ .. 
% Chrvsotvle ND ND ND ND 
% Amosite ND ND ND ND 
% Crocidolite ND ND ND ND 
% Tremolite ND ND ND ND 
% Actinolite ND ND ND ND 
% Anthophylite ND ND ND ND 
% Total Asbestos ND ND ND ND 

% Cellulose TRA TRA 60 2 
% Glass Fibers ND ND ND ND 
% Other fibers ND ND ND ND 
% Non-fibrous 100 100 40 98 
Comments: 
* The sample contains 3 distinct homogeneous layers which were analyzed and reported separately. 
The total asbestos content (calculated as weighted average) of the sample Is reported as well. 

Note: "ND" stands for "None Detected". "TRA" stands for "<1 % • 



Analvst D. P.&~ 
Analyst Signature: 
Date: 5111/W/ 

TA Richland 

Asbestos PLM 

SOP Information Method 

RL-ASB-002 NIOSH 9002 
Revision 2 

Sample ID MTF7L1AA 
Client ID J1P201' 

Sample Description 
Multiple lall:er Multiple lall:er Multi.pie lall:er 

sample: powder sample: paper sample: rubber 

Homogeneous y y y 

Color white brown white 
% Visible Fibers TRA 80 0 

Batch# 2130139 2 

SDG# MA05006 

TOTAL SAMPLE* 

N 
multi 
20 

iif~~ttirl~~~~~:~M:T(-~t;,~1~\t//.~::,fi~i~PL.M1All~alVSi$f4.~:~~;\fd?;;~:·~·:~:}?;{f~.:;·;:~\;1~}\i~t.~4~i0~·-~,t.\\:fJ:f :f.~ijfil{lt#f?.~t~~i 
~~~~1i'\'.i~~~ ~:t:i :'''•.~'i,:t:1f~est1ffiiiifi™1ne~1s:y:;,·Ji':/:;1;:;::,,;tt '-ti!:1~~~.©t,,,;; •. •.·rct>:,1\!?i'i~~K'.::~Jit~t 
% Chrysotyle ND ND ND ND 
% Amosite ND ND ND ND 
% Crocidolite ND ND ND ND 
% Tremolite ND ND ND ND 
% Actinolite ND ND ND ND 
% Anthophylite ND ND ND ND 
% Total Asbestos ND ND ND ND 

% Cellulose ND 87 
% Glass Fibers ND ND ND ND 
% Other fibers ND ND ND ND 
% Non-fibrous 100 13 100 80 
Comments: 
* The sample contains 3 distinct homogeneous layers which were analyzed and reported separately. 
The total asbestos content (calculated as weighted average} of the sample Is reported as well. 

Note: "ND" stands for "None Detected". "TRA" stands for "<1 %" 



-I 
CD 
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CD 

@" 
Analvst: D.Patti.rl 
Analyst Signature: ).)I// 
Date: 5/11/1i' 

Samele ID 
Client ID J1P202' 

Sample Description munerai wool 

Homnneneous y 
Color oink 
% Visible Fibers 100 

TA Richland 

Asbestos PLM 

SOP Information Method 

RL-ASB-002 NIOSH 9002 
Revision 2 

J1P204' 

caulk 

y 
gray 

0 

Batch# 2130139 3 

SDG# MA05006 

./'.~' .. ef/··>\i::~?.~-{-~:;·:-: :;. ·-.: ~.~--\:/tJ";'.;~:-;~t?~,::';·~~:J.~~~,tr~it~~tti??::?:·:fif:3:¥.~.:~~~a e~M:~Mal~.ij ~~;J~}{jt-~~~~~it~~~i~~:;/lt-~Jh\~~~~\~-:~>>:.~t-. .-~~l~tl~~Illit-,:,~t;:/_ 
~ i\ftir:;:.1/~?-t .::'\~·:. -~)il~/:::~fc·s::~:•.~_#£'4t.~~tm(r:~r.:}·.~-:t(:Y-t1~:~!::2;~~~ -ifo.r:m·: '-1·iriiiijjJ_~ tf•;..~~r:\t?~~t~~l.~~~;i~1~~&t~~~}~~:tt;l;:<:·.; -~;·-.:~~-~S.~~g~·(t~·:.:: 
% ChrvsoMe ND ND 
%Amosite ND ND 
% Crocidolite ND ND 
% Tremolite ND ND 
% Actinolite ND ND 
% Anthoohvlite ND ND 
% Total Asbestos ND ND 

% Cellulose ND ND 
% Glass Fibers 100 ND 
% Other fibers ND ND 
% Non-fibrous ND 100 

Comments: 

Note: "ND" stands for "None Detected". "TRA" stands for "<1%" 
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Analyst: 
Analyst Signature: 
Date: 

Sample ID 
Client ID 

Sample Description 

Homogeneous 
Color 
% Visible Fibers 

% ChrvsoMe 
%Amosite 
% Crocidolite 
% Tremolite 
% Actinolite 
% Anthophylite 
% Total Asbestos 

% Cellulose 
% Glass Fibers 
% Other fibers 
% Non-fibrous 
CQmments: 

D.REltv 

Pl 
"'5/1M/. 2 

Multiple Layer 
Sample: powder 

y 
white 
TRA 

TA Richland 

Asbestos PLM 

SOP Information 

RL-ASB-002 
Revision 2 

Multiple Layer 
Sample: paper 

y 
brown 

90 

Method 

NIOSH 9002 

J1P203' 

Multiple Layer 
Sample: plastic 

y 
white 

0 

ND ND ND 
ND ND ND 
ND ND ND 
ND ND ND 
ND ND ND 
ND ND ND 
ND ND ND 

TRA 87 
ND ND ND 
ND ND ND 
ND 13 100 

Batch# 

SDG# 

Multiple Layer 
Sample: paper 

y 
white 

90 

ND 
ND 
ND 
ND 
ND 
ND 
ND 

ND 
ND 
27 

* The sample contains 4 distinct homogeneous layers which were analyzed and reported separately. 
The total asbestos content (calculated as weighted average) of the sample is reported as well. 

Note: "NDH stands for "None Detected". "TRA" stands for "<1%" 

2130139 4 

MA05006 

TOTAL SAMPLE * 

N 
white/brown 

30 

NP 
ND 
ND 
ND 
ND 
ND 
ND 

ND 
ND 
70 



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-761 I Page l of l 

!Collector \ iR kkfu>, Comnanv Contact Teleohone No. Proiect Coordinator 
9K Data Turnaround 

-l ' 0:.1.41\.eS" Tom Edmundson 509.947.5192 KESSNER,JH Price Code 
a, 7Days P1:f ect Designation Samolin2 Location SAFNo. 
=i00 Area D4 Waste Characterization Sampling - Other Solid MO-443 Asbestos Sampling RC-040 
~ 

I lctChestNo. Field Logbook No. COA Method of Shioment 
IA EL-1518 -25 RD4MXX2F00 Hand Deliver 

Shiooed To Offsite Proocrtv No. Bill ofLadin!!/Air Bill No. 
Test America Richland (IH) NIA NIA -··--•-··· - ·~--· ·-·-- -- . . -· ·- -- - --·- -· . .. . . - -··· . . --- ---- -- ..... -- --··-

POSSIBLE SAMPLE HAZARDS/REMARKS 

Potential ACM None 
Preservation 

Type of Container 
Poly Bag 

Special Handling and/or Storage 
NIA No. of Containcr(s) 

I 

'5 [h # .,MIJ-O 5"eol.,, 
Volume 

60g 

l r?f# }:)-f.Oqi)L/_2,1, ~ Ill Mii II IIIIII II Ill I I Ill Ill 
> 

~,t: 5/Jll/l~ Asbestos-
Bulk•NIOSH 2 090433 -9002 

SAMPLE ANALYSIS .. 
., . 

Sample No. Matrix * Sample Date Sample Time mitimm1firn1rumu1: 
i'i~t;ft::.uit:f;h1i.''ml 
1rn:1ifil[a~r.!il~: ~ i!fil~~Ji!l1lill!i~~tt: ltfi!i:i!~ll!:i!li{~!!i~\ i~ti~mri~11m1m~ui1t rmmrni;~r!itt: H~ii1M~!~rj~t;~imrr mi ;rn~mmm~ri:1~1 :i~! lP.~fil:;i'.:!li1ll~-~I ;;1;~::~;~lfii!!i!!ill~~~ 

J1 P200 ;t,fT F".::1- f OTHER SOLID s~rrl2- ll.fo7 ✓ 
J1P201 J\"ITF-=l-L OTHER SOLID 14 lD ✓ 
J1P202 /1,1. TF1/VI OTHER SOLID lr.f l~ v~ 
J1P203 Jl11 f- -+/\J OTHER SOLID [<..( 17 v/ 
J1P204 /VITF 1" P OTHER SOLID ,V l t.( ::l 0 v 

CHAIN OF POSSESSION \\DK.a.le.,.... Sign/Print Names SPECIAL INSTRUCTIONS ,,:;,,•···~ ---~ Matrix• 

R inquished By/Re~d 1".:J / !Jff !J.•tc/fi':e LL/. 3':f Received By/Stored I,~ ~atc/fime•/r~ REVIEWED' S-Soll 

- - ,. ,, ~.-'f-rrfHL arA ~ _'3/:_ 5faf',rz__ BY j.. Sl:..,Scdlmt'lll 

' !J. . SO-Solid 

RelinCjlrished By/Rcmov~_t: _/~me /'/) ~ ~ c---1.-. · -•~"7.-~•t7;.- l4A- I ~ S1-Slud;c 

5Jo'x--/r"2,... 1'--ID -1-& 7- fy-;-;J.,~ s-k$i '/7 
I W• W111a 

~~_A'~,,../. DATE o-o;1 

IM{q•-/!JpJ,.e tr-
__..'""'.,, £4.A/ Date/Time '<:;::,P/o 

Receivcd.z;r;t . .Lo/ -De/Time OP/c.) 5-"i-P-- A=-J\i r 

?/ rt' 'A M// 5/,-/-z.._ 
OS-On1m Solids 

do-1¼7- Pr;vl. ~ 5/'l 7Z-, . "'¾.... ~ DL•On1n1 Li quids 

~elinqt,%.t/Reino~m -_/~atefri7,% 
0 

i-1.S- RG:J.-'--..A.Yn J':>l~i~~r-Date/Iime ' 
T•Timlc 

~ . ~~- s-/q 17-. 
.A/7~ • .,r · s-- Wl• \V ipc 

/.r,.r,,, I s fl - /2- Cl 1?..l J...-Uquid 
V =:Vqi:ct2tion 

- . • - - -~ I •• / Date/Time Received By/Stored In ~ Date/Time //Ji/1J X-Oll1cr 

u~~"'nW!:s-CJ--IL 100d f urr,=fl,L,7,.a,-::, · 0/1:i 
1Relinq11ished By/Removed From Date/Time Received By/Stored £f - -~ ~imc 

LWORATORY Received By Tille D~le/firne 

SECTION 

F1NAL SAMPLE Disposal Method Disposed By Da1c/fime 

DISPOSITION 

WCH-EE-011 


