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Cover Sheet 

Sample Date: August 21, 2008 
August 22, 2008 
August 25, 2008 
MA00383 
RC-102 

Receipt Date: 
Reporting Date: 

SDG#: 
SAF#: 

Data Deliverable: 24 Hour Turn 

Customer Laboratory Analytical 
Sample Sample Batch 
Number Number Identification 
J169M8 KVLX3 8235303 
Jl69M9 KVLOL 8235303 
J169NO KVL0V 8235303 
Jl69Nl KVLOX 8235303 
Jl69N2 KVL0l 8235303-

Sample Matrix 

OTHER SOLID 
OTHER SOLID 
OTHER SOLID 
OTHER SOLID 
OTHER SOLID 

I certify that this Certificate of Analysis is in compliance with the SOW, both technically and for completeness, for other 
than the conditions detailed above. Release of the data contained in this hard copy data package has been authorized by the 
Laboratory Manager, or a designee as verified by the following signature. 

2800 George Washington Way Richland, WA 99354 tel 509.375.3131 fax 509.375.5590 www.testamericainc..:om 
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Case Narrative 

I. Introduction 

On August 22, 2008 five samples were received at TestAmerica Richland for ICP metals analysis. 

II. Sample Receipt 

The samples were received in good condition and no anomalies were noted during check-in. 

III. Analytical Results/Methodology 

The analytical results for this report are presented by laboratory sample ID. Each set of data includes sample 
identification information, analytical results and the appropriate associated statistical errors. 
The requested analyses were: 

ICP Metals 
ICP Metals by method SW-846 6010B 

IV. Quality Control 

SDG MA00383 includes a minimum of one method (reagent) blank and one laboratory control sample (LCS). Any 
exceptions have been noted in the "Comments" section. 

V. Comments 

ICP Metals 
ICP Metals by method SW-846 601 OB 
The lead result is elevated in the method blank. Except as noted, the method blank, LCS and sample results are within 
contractual limits. 

TestAmerica Laboratories, Inc. 2 
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Results 

Customer Laboratory Date Beryllium 
Sample Sample Analyzed ug/sample 
Number Number 

Jl69M8 KVLX3 8/22/08 <0.01 
J169M9 KVL0L 8/22/08 <0.01 
J169N0 KVL0V 8/22/08 <0.01 
J169Nl KVL0X 8/22/08 <0.01 
J169N2 KVL0l 8/22/08 <0.01 
MDL 0.01 

QC Summary 
QC Sample ID 

QC Type Analyte Units Resulu Parent Result Target 
Percent 
Recovery 

K.PGMG-MB MB Be mvL <0.0002 NIA NIA NIA 

KPGMG-LCS LCS Be mwL 1.01 NIA 1.00 101% 

KPGMG-LCSD LCSD Be mwL 0.98 1.01 1.00 98% 

MB - Method Blank • - See notes in Comments Section 
LCS - Laboratory Control Sample ND -- Not Detected 
LCSD- Laboratory Control Sample Duplicate 

Relative 
Percent Dlff 

NIA 

NIA 

3% 
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Washin2ton Closure Hanford CHAIN OF CUSTODYiSAMPLE ANALYSIS REQUEST RC-102-006 Pa)!c I nf ! 

' :ollrrtor Comoll n\' Contact Trkuhont· i\o. l'rnkt'I ( ' ,mnl imllor 
Price C:odc ...J,e,~(8 llala Turnaround 

B. I .awn.:nce .' R. Kcrko\\ Joan Kcssnc:r 509-3 75-4(,8!1 Kl'SSN ER . .Ill 

"'" .l 3A 'I ....... , .... -r1,.,._ n. ' 
Proirrt n rsienation Sam11line l .oc11ti11n S.-\F :\o. ~ ~ -- --,,~j 

<, I ti-7 Burial ( jroun<l - Filter 618-7 13urial (,rnun<l -Air Monitors RC-102 

;, 
··- -···········-······ ···· .... .. .... -- -······ ..... . . 

Irr Chrsl No. Fidd Ln!!buol. ~o. I (.'()_.\ Mrtlln<l of Shinment 
l' l.- 1395·12 R(,<, l R72600 GovL111111cnt \'chicle 

Shin1>cd To Offsitt l'ro11crh· :'\o. Hill of Ladin2/i\ir Hill '.'.o. 
Tc:st America Ri,hlaml (Forrnc:rly Severn Trent) NIA NIA 

POSSIBLE SA!\11'1.f. HAZARDS/Rf.MARKS 

Nune 
Prcscn·ation 

Typt of Containtr 
Filter 

Special Handling and/or Storage 
I 

None l'io. of Container(s) 

Volume 
lea. 

Me1als · II< .i {Fkr)·llium: . 
SAMPLE ANAI.YSIS 

i~ 
L.P~ ~11tti< ~TOI ~ . 

Sample No. Matrix + Sample Date Sample Time 

J169M8 OTHER SOLID c:t- 1,./-rJg /~/1- \( k.V/..:{3 i,'/3<./ /~/2-- z.o I 
J169M9 . OTHER SOLID <(-2,1-(l'/ I '<,It/ X ~V'-/JL Ol/31 Ill /ll Z.,b 1-
J169N0 OTHER SOLID 2'-2-1-Pi I 1,z.3 x kvJ.JJV o'-/41 / I.. -Z.3 '2· 0 3 
J169N1 OTHER SOLID 8'-21-()& lb//,, >( i<VLDX ol{3C, I '1/lt:, 2.,() 4-
J169N2 OTHER SOLID f- Zl-()g j~U) ~ k:Vt..l'J () t.( '{~ (f,U} L.•0 5" 

CHAI~ or POSSESSION ~ Sign/Print Names SPECIAi. INSTRrCTIONS 

k~tJ~wcll) 
Matrix• 

R; •;ul'.,~;;~:·:-;·7u "I.oh l~l~tr~ Rt :·r:~~ Ins -)n., --~ u~;z..,,,Jc:it ?144<- e.-M£i}. r~s,,dis -Iv J()A,J S• S.-1 

22 . SE• Sati1nt111 . 
e-h-\~Mc:1~ 

SQ-. f.ntid 

Relinquished RyiRcrnovcd l'mm £1.atcf rimc lh-.:civcd Ry!Slorcd In Da1ctrimc 
At-JD 128 K<r /lov.J . SI .. SMtdr.c 

W •\\" ,1111n 
0 o;1 

Rel inquished Uy/Rcn~wc<I From Oatc/Timc Rccciu,d Uy:Ston:d In Date/Time r-b ku--k..ow @. vJ '-"--'(' c(.. ~I-\ A~AN' 

OS-DtamSolki.J 

DL· L>r~n Liqvid~ - T•Ti..s.c Relinquished Ry'Rcml\·cd From IJatc.'Timc Rccdvcu ll)"Storcd In Datcf l"imc wt:n ... c ~,~c..J r~ Hore: S",t m fl lrl Wl •Wipt 
l .• 1.iquid 

l>ate/Tin"' ~ - /VIIJ, O /..A) 6 I (AL o/ ~r /WI.Leo AIU A-.S · 
V•\'qtl'1~et 

Relinquished lly, Renkl,ed From Rc-ccivcd Hy1Stnrcd In Daterfimc X•Od.in 

tt,- l<>e-A-r e,:, Ar~ ~ '9nf II t:fL '> /fo w e-o IV() 
Relinquished Uy,-Rcmovcd From Oate'Timc Rc~i,·cd 8yiStored In natcrrimc 

elev hretJ /VJo, t) !AJ, 1c.,#-c. L~t-S. M ll P'/ztlfl'J .. 
LABORATORY Rc-ceivcd By Till< llatefl imc 

SECTION 

Fli'liAL SAMPLE l)isrosal Mc1hod Disposed lly Datc.'Timr 
DISPOSITION 

WCH-EE-011 
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San1ple Check-in List 

Date/Time Received: j(.J."/5 GM Screen Result 0/ 
---------

Client: _ _ l_<-_·_ /_{ __ ' f/_..__3 ____ _ SDG#: />1/-)l-03f3 NA! J SAF#: ;<{' - ttiz NA! 

Work Order Number: J 8' fl J,). I f9 Chain of Custody # k(1 · /0 7 - tivl,-

Shipping Container ID: ___________ _ Air Bill# _____________ _ 

Custody Seab un shippi11g ..:u11tai11.:r i111a..:1·1 '.'JA f 

1 Cuswdy Seals dated and signed'.' 

Chai11 ,1f Cuswdy record present? '.'JAf Ycsy1 No[ 

l"ookr T.:111pcrnturc: __________ NA VI 5. Vcrrnirulit6pa.::king materials is NA_J,1 Wet [] Dry 
c:-

(: :\,1:11bcr ut" :;ampks in shipping. .;unla iner: ___ :::~-

S,,mpk hdrhng times cx.:ct:dc.:d·.1 !'\A [,11 Yes i ] No I J 

Hazard Lables 
S:11npl~~ ha·,c · 

Tape 
Cus1ody Seals ~ ~ ~ Apprnpriate Sample L:ible~ 

') Srimple, ar~ : 
___ __ ___ ./ __ In Good Condition 

Hruke11 
Leaking 
Have Air Bubbles 

i Only for samples n:quiring no head space . "i 

:,;_ Sample pH :ake11·1 ;\Ii\ !/1 pll<2 I l pH>:2 r pl-1>9 [ l Amount J·:L'\1O3 Added _____ _ 

11 . Sarnpk I .1.1<:<1ti u11, Sa111plc Co lkrlor Listcd'I * 
*F"r ducu11:~11ta1ion only. No c:orrective ac:ti on 11<·~ded. 

1 :. \\'ere :rny ,11rnmal ies identitied in sample: r.:rc ipt'i Yes [ I :--;o [1 
i 3. Dcsn1prion of anomalies ( include sample 11111nhl'l'S) : __ _ 

. ---- ·- - ·-- --·- ·- ·· - . • ·· -·--· ···-- - - - ------ ------------- ---- ··· · ·--

Date: (iopz /o ~ , ---·· 

I Cl icn1 Sanrn lc II) 
f---·· · ·· -,-~ - >=-

- - --------- ··7- ·· 
_ _D.11.!.[vsis Rc:,a1.-.:,acd i ___ .... l=."'=''=1,=li=ti;;;,u1;,;.1 __ --1-_~i,::~r:umrn1s·A~n : 

I __________ .1 _, ____ __ ----- .. . . .... - . . 

~-------------------+--- I 

- - -----· - ·· .. -- --- - - ~·-------- -----'-'-----------'------

l' li.:111 li:t'urm<'d un ____ __ __ _ __ bv _______ _ ____ ____ _ __ __ l'l:rso 11 Cun1a.:1cd 

; r, ., ,, c1ic,11 ncccss,,ry: pruccss as is . 

Pn ,jt'l ! \ 1~111a g..:r ___ . ______ ___ .. __ _____ , ··-··--•------------- ----- Date 

··-·-- j 
7 

I S-0::'.,. Rev. :. 1.0 ~ 
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