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from the sample; a percentage calculation is used to correct for the removal of the non-asbestos

material.

Miscellz~~ous Comments:
(.112326: ~ ownish, fiberglass insulation material.

07112327: Brownish, fiberglass insulation material.
07112328: Brownish, fiberglass insulation material.
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