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WSCF 
ANALYTICAL LABORATORY REPORT 
ANALYSIS OF BULK SAMPLES FOR FIBER CONTENT 

Your samples have been analyzed for fiber content using polarized light microscopy 
and dispersion staining in accordance with Industrial Hygiene Laboratory Procedure 
LA-519-403, based on 40 CFR Part 763, Subpart E, App. E and EPA method 
EPA/600/R-93/116. The results are attached. 

This method provides a visual estimate of the precentage of each fiber type 
present. It is a semiquantitative method intended to identify materials 
containing > or = 1 % asbestos fibers.* Reported fiber percentages for samples 
and sample layers are based on the samples as received by the laboratory. The 
laboratory cannot verify that these values are representative of the original material 
sampled. 

The Waste Sampling and Characterization Facility is accredited by the American 
Industrial Hygiene Association (AIHA) to analyze bulk samples for asbestos content. 
This accreditation does not constitute approval or endorsement of analytical 
results by AIHA. 

If there are questions concerning this report, please contact the data validator 
listed on the cover page of this report. 

* Because of the nonhomogeneous nature of soils, results will be reported 
using the following terms rather than percentages: 

1. None - No asbestos fibers found. 

2. Trace detectable - With extensive searching, a few fibers of the type 
indicated were found; concentration very low, well below 1 % . 

3. Obvious presence - Fibers easily found but overall concentration still low. 

4. Significant presence - Fibers readily found; overall concentration may approach 
or exceed 1 % level. 

Polarized light microscopy (PLM) may not be the preferred method for identification 
of asbestos in floor tile . Most vinyl floor tiles marketed in the late sixties to mid
seventies contained asbestos milled so fine as to be below detection limits for PLM 
techniques. Tiles of that vintage, showing any detectable asbestos fibers should be 
considered to be asbestos-containing material. Non-detection of asbestos by PLM 
should not be considered conclusive proof that the tiles do not contain asbestos. 
Results for such samples will be reported as 'indeterminate'. Confirmatory analysis 
by TEM is strongly recommended. 
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WSCF 
ANALYTICAL LABORATORY REPORT 

Attention: J. Kessner MSIN: H0-25 

Sample # Client ID Test Performed Range 

W021002784 J009M8 The following are the results of this test-

SAMPLE COMMENT--

SAMPLE COMMENT--

SAMPLE COMMENT--

SAMPLE COMMENT---

Non-homogeneous hard, 2-toned grey slab, reportedly from 

117-DR . No asbestos was found in this portion of sample . 

Surface contamination of cellulose fibers and spider webs 

were noted. 

RDL - Reporting Detection Limit RDL is > = 2 x MDL 
RQ = Result Qualifier J - Estimated value . 

Result Units 
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WSCF 
ANALYTICAL COMMENT REPORT 

Attention: J. Kessner MSIN: H0-25 

Sample # Client ID Lab Area Test 

Lab Areas : 

VALGROUP 

VALGROUP - Group Validation 
LOGSAMP - Login for Sample 

VALTEST - Test Validation 
LOGTEST - Login for Tests 

This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

w04c/2 Report# : 20021660 Report Dat e: 3-dec-2002 

Group#: 

Comment 

Validated 12/3/02 by SD Bolling, IH Technical Manager. 

ACCEPTABLE FOR RECEIPT. 

117-DR. No asbestos was found in this portion of sample . 

were noted. 

TESTDATA - Test Data Entry 

20021660 
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. Bechtel Hanford Inc. CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST 803-005-05 I Page .!. of .!. 
:ullrch11· Company Co nt:1ct Tl'lcphunc Nu. Project Coonlin:ttor· 

Jeff Gale Rikki Thoren 52 1-8003 KESSNER. JI-I l'ricc Code l) :t t:1 Turn:tround 

Project Dcs ig n:ttion Sa mpling Location SAF No. Air Quality 7Days 
117-DR O ther Solid Sampling for ERDF Waste Designat ion 117-DR 1303-005 ' I 

Ice Chest No. 
~l<C- 0/C)C.// 

Field Logbook No. /S"' ff~ I COA i\lcthod of Shipment 
RI 17DR200C I Jami deliver - Govt. vchidc 

S hipped To Offsitc Property No. Bill of Lading/Ai r Bill No. 
Waste Sampling & C haracterizatio n 

- ----- --- - --·· ~ --
POSS IBL E SAMPLE I IAZAIWS/IU:MAHl~S 

None 
Preservation ;d/i!JI :J<) a-z-. 

Special II and ling and/or Storage 
T ype of C:11nt:1i11cr w€r-,_ \ 

No. of Containcr(s) 
I 

Volume ~;;~; r& 1/Zt?o 1..--

A:r;hcslos 

SAMPLE ANALYSIS 

•. - ~ t·' ·-·:I~' ·?-1;f"tC :'!}D:t'• " ;,,rl.\;c);J' \l;'' '[Ji~/ ' ' ~•J\;,it"' ' '.'.!;!c"•1' •h-N" ,, .,-Sample No. Matrix• Sample Date Sample T ime l i:<t-.·x:il.,,,.--, -,;; ,,, ' "' . ' 
' ""''" ~:l'! "" ---rt,J:';'· ' .. ,,_...,,,,..,,. .,,,1o,,- .,, 

J009M8 lA.()J.:S-OJ.). l & 't OTHER SOLID 1/,2,c)-01- 0720 x.. 
J009M9 

\--- OTH~D 

J009NO - t-1( ---- VC>THER SOLID -~ 
J009N1 ~ OTHER SOLID 

" 
J~ 

\ · - V 

OTHER SOLID u-
CIIAIN OF POSSESSION Sign/Print Names I SPECIAL INSTRUCTIONS Matrix• 

Relinqui shed By/Removed From e,,ee,_ Dale/Time ~,/;ved By/Slored In -F~ / Dal,/2me , /'f !S'(; S• Soil 

SJ 6-lftt: _1J1 .J1. /. / /k<J o 2- /Ys o }l ~ ,/ 1<: C V1. -:;:::>,-L,, I I ? y CL SE• Scdimclll 

SO-Solid 

v::•quishcd By/Rlr~~ved/~,,....( Dale/Time lj '~Sl) 
~i~y;~:: rr,1 vn I< 

, V / - Dale/Tirri: / I/ SU 
&-,,, 

Sl• Sludgc 

( +,-i,r ;2.., < i(L c - /I /•tu/61 GiV1-l- /l -),1,~.-- IOA _<; 
W • Watcr 
(}-eQil 

Rclinsl:J Dy/Rem oved From Dat~%'e 
R;,t; Jtt:tl/4YJ I 'l/Jic!lru/JJ;;/w~· l~l 

A• Ait 

11/p,___s '7~ 
DS• Drum Solids 

[)--('Ct. Q ,R _/ DL• Dnm1 Liquids 

Relinquished Dy/Rcm O ed From ' Dalc'ffimc I Daleffime T• Tissnc 
Received Dy/Slored In Wl• Wipc 

L• Liquid 

Relinquished By/Removed From Date/Time Received By/Slored In Dale/Time 
V• Vcgctation 
X-0..hcr 

Relinquished Dy/Removed From Date/Time Received By/Slored In Daleffi me 

LABORATORY 
Reci1~})dV~ ( h1 K Gvl7/~+ 

Tille Daleffime 

SECTION 11+ ~~l't\ A)~, [ :,.~J,A I ,t~ 11-w-u ~ 14-SV 
FINAL SAMPLE Disposal Melhod ' Disposed By Dateffime 

DISPOSITION 

BH I-EE-011 (03/01/2002) 


