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ROY F. WESTON INC.

INORGANIC DATA SUMMARY REPORT

CLIENT: WESTINGHOUSE HANFORD

WORK ORDER: 06168-002-001-0000-00

SAMPLE SITE ID ANALYTE

-C 5 BO6D31 Silver, TCLP Leachate
Arsenic, TCLP Leachate
Barium, TCLP Leachate
Cadmium, TCLP Leachate
Chr . 1, TCLP Leachate
Mercu: TCLP Leachate
Lead, TCLP Leachate

Selenium, TCLP Leachate

11/04/92
WESTON BATCH #: 9209L714
REPORTING
RESULT UNITS  LIMIT
10.0 u UG/L 10.0
100 u UG/L 100
929 UG/L 200
5.0 u UG/L 5.0
10.0 u UG/L 10.0
0.20 u UG/L 0.20
90.0 u UG/L 90.0
100 u UG/L 100



ROY F. WESTON INC.

INORGANIC DATA SUMMARY REPORT

CLIENT: WESTINGHOUSE HANFORD

Q : 06168-002-001-0000-00
SAMPLE SITE ID ANALYTE
~017 BO6D32 Silver, TCLP Leachate

Arsenic, TCLP Leachate
Barium, TCLP Leachate
Ca iu TCLP Leachate
Chromium, TCLP Leachate
Mercurvy, TCLP Leachate
Lead, 'LP Leachate
Selenium, TCLP Leachate

11/04/92
WESTON BATCH #: 9209L714
REPORTING
RESULT UNITS  LIMIT
10.0 u UG/L 10.0
100 u UG/L 100
821 UG/L 200
5.0 u UG/L 5.0
10.0 u UG/L 10.0
0.20 u UG/L 0.20
90.0 u UG/L 90.0
100 u UG/L 100



ROY F. WESTON INC.

INORGANIC DATA SUMMARY REPORT 11/04/92

CLIENT: WESTINGHOUSE HANFORD
RK ORDER: 06168-002-001-0000-00

£ PLE SITE ID ANALYTE

-018 BO6D34 Silver, TCLP Leachate
Arsenic, TCLP Leachate
Barium, TCLP Leachate
Cadmium, TCLP Leachate
Chromium, TCLP Leachate
Mercur TCLP Leachate
Lead, 1CcLP Leachate
Selenium, TCLP Leachate

WESTON BATCH #: 9209L714

REPORTING
RESULT UNITS  LIMIT

10.0 u UGc/L 10.0

100 u UG/L 100

790 UG/L 200
5.0 u UG/L 5.0
10.0 u UG/L 10.0
0.20 u UG/L 0.20
90.0 u UG/L 90.0

100 u UG/L 100




ROY F. WESTON INC.

INORGANIC DATA SUMMARY REPORT

CLIENT: WESTINGHOUSE HANFORD
WORK ORDER: 06168-002-001-0000-00

SAMPLE SITE ID ANALYTE

BO6D38 TCLP Leachate
TCLP Leachate
TCLP Leachate
TCLP Leachate
Chromium, TCLP Leachate
Mercury, TCLP Leachate
Lead, TCLP Leachate
Selenium, TCLP Leachate

=019 Silver,
Arsenic,
Barium,

Cadmium,

-
ﬁ“ﬁﬁﬁ‘i@

11/04/92
WESTON BATCH #: 9209L714
REPORTING
RESULT UNITS  LIMIT
10.0 u UG/L 10.0
100 u UG/L 100
972 UG/L 200
5.0 u UG/L 5.0
10.0 u UG/L 10.0
0.20 u UG/L 0.20
90.0 u UG/L 90.0
100 u UG/L 100



R '~ F. WESTON INC.

INORGA C DATA SUMMARY REPORT

CLIENT: WESTINGHOUSE HANFORD
WORK ORDER: 06168-002-001-0000-00
SAMPLE

SITE 1D ANALYTE

=020 BO6D39 Silver, TCLP Leachate
Arsenic, TCLP Leachate
Barium, TCLP Leachate
Cadmium, TCLP Leachate
Chromium, TCLP Leachate
Mercury, TCLP Leachate
Lead, TCLP Leachate

Selenium, TCLP Leachate

67003189

11/04/92
WESTON BATCH #: 9209L714
REPORTING
RESULT UNITS LIMIT
10.0 u UG/L 10.0
100 u UG/L 100
1500 UG/L 200
5.0 u UG/L 5.0
10.0 u UG/L 10.0
0.20 u UG/L 0.20
90.0 u UG/L 90.0
100 u UG/L 100



ROY F. WESTON INC.

INORGANIC DATA SUMMARY REPORT 11/04/92

CLI T: WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
WORK ORDER: 06168-002-001-0000-00
REPORTING
SAM E SITE ID ANALYTE RESULT UNITS  LIMIT
21 BO6D40 Silver, TCLP Leachate 10.0 u UG/L 10.0
Arsenic, TCLP Leachate 100 u Ue/L 100
Barium, TCLP Leachate 755 ve/L 200
Cadmium, TCLP Leachate 5.0 u UG/L 5.0
Chromium, TCLP Leachate 10.0 u UG/L 10.0
Mercury, TCLP Leachate 0.20 u UG/L 0.20
Lead, TCLP Leachate 90.0 u UG/L 90.0
Selenium, TCLP Leachate 100 u UG/L 100



JY F. WESTON INC.

Gn00g21

INORGANIC DATA SUMMARY REPORT 11/04/92

CLIENT: WESTINGHOUSE HANFORD
W K ORDER: 06168-002-001-0000-00

SAMPLE SITE ID ANALYTE

-022 B D41 Silver, TCLP Leachate
Arsenic, TCLP Leachate
Barium, TCLP Leachate
Cadmium, TCLP Leachate
Chromium, TCLP Leachate
Mercury, TCLP Leachate
Lead, LP Leachate
Selenium, TCLP Leachate

WESTON BATCH #: 9209L714

REPORTING
RESULT UNITS  LIMIT

10.0 u /L 10.0

100 u UG/L 100

1000 UG/L 200
5.0 u UG/L 5.0
10.0 u UG/L 10.0
0.20 u UG/L 0.20
90.0 u UG/L 90.0

100 u UG/L 100



% 134030064 0160322

ROY F. WESTON INC.

INORGANIC DATA SUMMARY REPORT

CLIENT: WESTINGHOUSE HANFORD
WORK DER: 06168-002-001-0000-00

SAMPLE SITE ID ANALYTE

-023 BO6D42 Silver, TCLP Leachate

Arsenic, TCLP Leachate
Barium, TCLP Leachate
Cadmium, TCLP Leachate
Chromium, TCLP Leachate
Mercury, TCLP Leachate
Lead, TCLP Leachate
Selenium, TCLP Leachate

11/04/92
WESTON BATCH #: 9209L714
REPORTING
RESULT UNITS  LIMIT
10.0 u UG/L 10.0
100 u UG/L 100
1100 UG/L 200
5.0 u UG/L 5.0
10.0 u UG/L 10.0
0.20 u UG/L 0.20
90.0 u UG/L 90.0
100 u UG/L 100



65 0R009

ROY F. WESTON INC.

INORGANIC DATA SUMMARY REPORT
CLIENT: WESTINGHOUSE HANFORD
RK ORDER: -002-0t .0000-
S. PLE SITE ID ANALY
-024 BO6D43 Silver, TCLP Leachate

.ic, TCLP Leachate

Barium, TCLP Leachate
Cadmium, TCLP Leachate

tum, TCLP Leachate
'y, TCLP Leachate

Lead, TCLP Leachate
Selenium, TCLP Leachate

23
11/04/92
WESTON BATCH #: 9209L714
REPORTING
RESULT UNITS LIMIT
10.0 u UG/L 10.0
100 u UG/L 100
1060 UG/L 200
5.2 uG/L 5.0
15.3 UG/L 10.0
0.20 u UG/L 0.20
90.0 u UG/L 90.0
100 u UG/L 100



ROY F. WESTON INC.

INORGANIC DATA SUMMARY REPORT

CLIENT: WESTINGHOUSE HANFORD
JRK ORI R: 06168-002-001-0000-00

{ [PLE SITE ID ANALYTE
=025 BO6D44 Silver, TCLP Leachate
Arsen , TCLP Leachate

Barium, TCLP Leachate
Cadmium, TCLP Leachate
Chromium, TCLP Leachate
Mercury, TCLP Leachate
Lead, TCLP Leachate
Selenium, TCLP Leachate

I35, 6 Bn00524

11/04/92
WESTON BATCH #: 9209L714
REPORTING
RESULT UNITS  LIMIT
10.0 u UG/L 10.0
100 u UG/L 100
789 UG/L 200
5.8 uG/L 5.0
10.0 u UG/L 10.0
0.20 u UG/L 0.20
90.0 u Uc/L 90.0
100 u UG/L 100



6700025

ROY F. WESTON INC.

INORGANIC DATA SUMMARY REPORT 11/04/92

CLIENT: WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
WORK ORDER: 061 -002-001-0000-00
REPORTING
SAMPLE SITE ID ANALYTE RESULT UNITS LIMIT
=026 BO6D45 Silver, TCLP Leachate 10.0 u UG/L 10.0
Arsenic, TCLP Leachate 100 u UG/L 100
Barium, TCLP Leachate 1050 UG/L 200
cadmiu TCLP Leachate 5.0 u UG/L 5.0
Chromium, TCLP Leachate 10.0 u UG/L 10.0
Mercuz TCLP Leachate 0.20 u UG/L 0.20
Lead, TCLP Leachate 90.0 u UG/L 90.0
Selenium, TCLP Leachate 100 u UG/L 100



ROY F. WESTON INC.

INORGANIC DATA SUMMARY REPORT 11/04/92

CLIENT: WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
WORK ORDER: 06168-002-001-0000-00
REPORTING
SAMPLE SITE ID ANALYTE RESULT UNITS LIMIT
-027 BO6D46 Silver, TCLP Leachate 10.0 u UG/L 10.0
Arsenic, TCLP Leachate 100 u UG/L 100
Barium, TCLP Leachate 916 UG/L 200
Cadmium, TCLP Leachate 5.0 u UG/L 5.0
Chromium, TCLP Leachate 10.0 u UG/L 10.0
Mercu: . TCLP Leachate 0.20 u UG/L 0.20
Lead, LP Leachate 90.0 u UG/L 90.0
Selenium, TCLP Leachate 100 u  UG/L 100



51 3404.1 gu 0nQogz2

ROY F. WESTON INC.
INORGANIC DATA SUMMARY REPORT
CLIENT: WESTINGHOUSE HANFORD
WORK O ER: 06168-002-001-0000-00

SAMPLE SITE ID A LYTE

-028 BO6D47 Silver, TCLP Leachate
Arsenic, TCLP Leachate
Barium, TCLP Leachate
Cadmium, TCLP Leachate
Chromium, TCLP Leachate
Mercury, TCLP Leachate
Lead, TCLP Leachate
Selenium, TCLP Leachate

/

11/04/92
WESTON BATCH #: 9209L714
REPORTING
RESULT UNITS  LIMIT
10.0 u UG/L 10.0
100 u UG/L 100
568 UG/L 200
5.0 u UG/L 5.0
10.0 u UG/L 10.0
0.20 u UG/L 0.20
90.0 u UG/L 90.0
100 u UG/L 100



CLIE ':

WORK ORDER:

SAMPLE

WESTINGHOUSE HANFORD
06168-002-001-0000-00

SITE ID

i 4{\4‘ Er-.

60

fryofr
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ROY F. WESTON INC.

INORGANIC DATA SUMMARY REPORT

ANAI

(%)

BO6D48

Silver, TCLP Leachate
Arsenic, TCLP Leachate
Barium, TCLP Leachate
Ca iium, TCLP Leachate
Chromium, TCLP Leachate
Mercu: ., TCLP Leachate
Lead, JLP Leachate
Selenium, TCLP Leachate

a0z8g

11/04/92
WESTON BATCH #: 9209L714
REPORTING
RESULT UNITS LIMIT
10.0 u UG/L 10.0
100 u UG/L 100
608 UG/L 200
5.0 u UG/L 5.0
13.5 UG/L 10.0
0.20 u UG/L 0.20
90.0 u UG/L 90.0
100 u UG/L 100



134050 7 GnOG523

{ F. WESTON INC.

INORGANIC DATA SUMMARY REPORT 11/04/92

CLIENT: WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
WORK ORDER: 06168-002-001-0000-00
REPORTING
SAMPLE SITE ID ANALY RESULT UNITS  LIMIT
-030 BO6D49 Si rer, TCLP Leachate 10.0 u UG/L 10.0
Arsenic, TCLP Leachate 100 u UG/L 100
Bau TCLP Leachate 402 UG/L 200
Cat . TCLP Leachate 8.7 UG/L 5.0
Ch 1, TCLP Leachate 14.1 UG/L 10.0
Me: . TCLP Leachate 0.20 u UG/L 0.20
Le: JLP Leachate 95.0 UG/L 90.0

Selenium, TCLP Leachate 100 u UG/L 100







Master DP
File Number

DP Sequence
Number

| taboratory

| WESTON

DUPLICATE HEIS NUMBERS

for Project 100-D-PONDS
Y Y Y Y Y
IN] voa [N[SEMI VOA [N[PEST/PCB [N| WETCHEM |N| METALS |  COMMENTS
| freeees [f-meee |- [-eeeee- [ f-eeeees [f-eeeees [onrmaneeaneaees
In| IN| INj IN| | 11711792 |09/02/92

|¥j11/17/92 |oss28/92 -
REVISED HG
RCVD 8/30/93

[¥]11/17/92 |oss28/92 -
REVISED HG
RCVD 8/30/93

1/10/94
HELS Samp | Client
Number | sample Number |
BO6D31 | 92091714
BOGD31A | |806D25
BO6D32 | (92090714
BO6D32A | |806D25
BO6D34 | |9209L714
BO6D34A | |BO6D25
| j9209L714
| |BO6D2S

[Y]11/17/92 |08/28/92 -
REVISED HG
RCVD 8/30/93

|Y}11/147/92 |o8/28/92 -
REVISED HG
RCVD 8/30/93

Y Date OSM
[Nl RADCHEM |Rcvd DP |
| [eeeeess |
IN| [11/11/92|
IN| [11/17/92|
IN} 11171179

IN]| 111/17/92]
iN{ [11711792)
IN] 111717792
IN| [11/11/92|
M) |11/17/92)
INj [11/11/92)



1710/94 OUPLICATE HEIS NUMBERS

for Project 100-D-PONDS

HEIS Samp | Client Master DP DP Sequence Y Y Y Y Y Y Date OSM
Nutber | Sample Number | File Number | Number | Laboratory  [N| VOA  |N[SEMI VOA |N|PEST/PCB |N| WETCHEM |N| METALS |  COMMENTS {¥] RADCHEM [Rcvd 0P |
---------- ] B Bl B A B e B e B e B e Sl B B
BO&D39A | |B06D2S | 275 | TMA/NORCAL jy{11/717/92 [Y[11/17/92 |Y|11/17/92 |N| |Y]11717/92 |08/28/92 - Ll j11/17/92)
REVISED HG
RCVD 8/30/93
BO6D4O | [9209L714 | 834 | WESTON LTI IN|{ In) || [Y|11/11/92 {09/02/92 {n{ J11711/92]
BOSD4OA | |B0éD25 | a7 | TMA/NORCAL {rivwaeee vivineee {y|nszmez | |Yjri717792 |os/28/92 - IN}] [11/17/92]
REVISED HG
RCVD 8/30/93
806041 | |9209L714 | 83 | WESTON ] LI IN| In| |Y|11711/92 {09/02/92 |x| {11/11/92)
BO&D4TA | |BOGD2S | a1 | TMA/NORCAL frivizizsoz fy1i/17/92 |vj11/17/92 |N| |Yj1is1e/92 jos/28/92 - IN| |11/17/92]

REVISED HG
RCVD 8/30/93

TMA/NORCAL [Yj11/17/92 |v|11/17/92 |¥|11/17/92 |N| {v|11/17/92 |o8/28/92 - LT |11717792|
REVISED HG
RCVD 8/30/93

| {BOSD25

N

~

v
-—

| |9209L714 | 83 | WESTON IN| N} IN] Ix| {Yj11/11/92 J09/02/92 N} |11711/92|
BO6D43A | |806D25 | 215 | TMA/NORCAL |[Y111/17/92 |v}11/17/92 |Y|11/17/92 |N| |v1i/17/92 |08s28/92 - IN] j11/17/92)
REVISED HG

RCVD 8/30/93



1710/94 DUPLICATE HEIS NUMBERS

for Project 100-D-PONDS

HELIS Samp ] Client Master DP DP Sequence Y Y Y Y Y Y Date OSM

Number | Sample Number | File Number | Number | Laboratory IN] voa [N|SEMI VOA |N|PEST/PCB |N| WETCHEM |N| METALS |  COMMENTS [N} RADCHEM |Rcvd DP |

---------- At Al o el Bl B B B el B B B ARl AR

806044 | |9209L714 | 83 | WESTON IN] IN| In| IN| JY|11/11/92 |09/02/92 IN] 111711792

BO6D44A | |806D25 | 2ms | THA/NORCAL IY|11/17792 |Y|11/17/92 |Y|11/17/92 |N| [Y]|11/17/92 |08/28/92 - IN| [11/17/92]
REVISED HG

RCVD 8/30/93

B0&D4S | 209L714 | 834 | WESTON IN] IN] IN] IN| [Yj11/11/92 |09/02/92 IN] [11/11/9
BO6D4SA | |Bo6D25 | 275 | TMA/NORCAL [Y114/17/92 [¥|11/17/92 |Y|11/17/92 |N| JY|11/17/92 |oss28/92 - IN| |1117/9
REVISED HG

RCVD 8/30/93

806D46 | |9209L714 | 834 | WESTON I IN] ] IN] [Y111/11/92 jo9s02/92 IN} [vi/11/92)
B0&D4SA | |B06D2S | 275 | TMA/NORCAL IY114717/792 |¥|11/17/92 |v{11/17/92 |N| |Y|11/17/92 |o8/28/92 - IN] {11/17/92]
REVISED HG

RCVD 8/30/93

| |9209L714 | 834 | WESTON {N| IN| L1 IN] Y| 11711792 |09/02/92 IN| 11211792
| |BO6D25 | 2m | THA/NORCAL IYju1zs92 vjrszs92 |y|11/17/92 |N| |Y|ninie | 28y IN| 111717792
REVISE

RCVD 8/30/93




1/10/94 DUPLICATE HEIS NUMBERS

for Project 100-D-PONDS

HEIS Samp | Client Master OP DP Sequence Y Y Y Y Y Y Date OSM

Number | Sample Number | Ffile Number | Number | Laboratory  |N| VOA |N|SEMI VOA |N|PEST/PCB |N| WETCHEM |N| METALS |  COMMENTS IN| RADCHEM |Rcvd DP |

---------- R ] ] B e i Rl I el B Bl B B ettt

BOSD4BA | |B06D25 | 275 | TMA/NORCAL Y| 11717792 Y| 11/17/92 |Y|11/17/92 |N| |Y|11717/92 |oss28/92 - [11717792|
REVISED HG

RCVD 8/30/93

BOGD4Y | |9209L714 | 83 | WESTON IN| IN] L] IN| jY[11s11792 |09/02/92 IN| [11711792)
BO6D4SA | |806D25 | s | TMA/NORCAL [Y|117792 JY|1717/92 |Y|11/17/92 |N| | 1/17/92 joss28/92 - In| 11717792
REVISED HG

RCVD 8/30/93

BO6DS1 | |9208L673 <] | WESTON Inj| IN| IN| IN] [Y[11704/92 08729/92 IN| [11/04/92]
sosie | jseess | a7 | mwmotow  [vjiwezsz |visouse riveese W e fosassse G e
sz | jemmers | e (weon W W 0 Iweise joszse W [kl
ogson | fsoest | a7 | mwmokow  Wiises (riweese vveese N [vivezse jesesse | [tvousel
T L ™ ™ T T T oy
s | jsoest | a7 | oo [vjivose | weusz | wews | e | sz Wl (e




%61 5405.0077

VALIDA' ION SUMMARY



: 134040078 0800015920714~ wess3 o

ROY F. WESTON INC. o b
INORGANIC DATA SUMMARY REPORT 11/04/92 PR 4
CLIENT: WESTINGHOUSE HANFORD WESTON BATCH #: 92091714
WORK ORDER: 06168-002-001-0000-00
REPORTING
SAMPLE SITE ID ANALYTE RESULT UNITS LIMIT
-016 BO6D31 Silver, TCLP Leachate 10.0 ufUG/L 10.0
Arsenic, TCLP Leachate 100 u UG/L 100
Barium, TCLP Leachate 929 UG/L 200
Cadmium, TCLP Leachate 5.0 u UG/L 5.0
Chromium, TCLP Leachate 10.0 u UG/L 10.0
Mercury, TCLP Leachate v0.20 uT UG/L 0.20
Lead, TCLP Leachate 90.0 u UG/L 90.0
Selenium, TCLP Leachate 100 uJ UG/L 100




ROY F. WESTON INC. 4G
’ & f.\) g
INORGANIC DATA SUMMARY REPORT 11/04/92 t
CLIENT: WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
WORK DER: 06168-002-001-0000-00
REPORTING
SAMP SITE ID ANALYTE RESULT UNITS  LIMIT
-017 BO6D32 Silver, TCLP Leachate 10.0 u7/UG/L 10.0
Arsenic, TCLP Leachate 100 u’ UG/L 100
Barium, TCLP Leachate 821v" UG/L 200
Cadmium, TCLP Leachate 5.0 u UG/L 5.0
Chromium, TCLP Leachate 10.0 u UG/L 10.0
Mercury, TCLP Leachate 0.20 ud UG/L 0.20
Lead, TCLP Leachate 90.0 u UG/L 90.0
Selenium, TCLP Leachate 100 uI"UG/L 100
‘F"“b—'_t, e ’_C g G]/C‘ ’ = "A.w'_._/
C ‘
\H_,/ B forl TN (B . L e
o
(C\ - A/\‘l / N‘/ < a
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ROY F. WESTON INC. 3 Al
1
INORGANIC DATA SUMMARY REPORT 11/04/92
CLIENT: WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
WORK ORDER: 06168-002-001-0000-00
REPORTING
SAMPLE SITE ID ANALYTE RESULT UNITS  LIMIT
-018 BO6D34 Silver, TCLP Leachate 1o 0 92/ UG/L 10.0
Arsenic, TCLP Leachate u UG/L 100
Barium, TCLP Leachate 790 UG/L 200
Cadmium, TCLP Leachate 5.0 u UG/L 5.0
Chromium, TCLP Leachate 10.0 Vu UG/L 10.0
Mercury, TCLP Leachate 0.20 U UG/L 0.20
Lead, TCLP Leachate 90.0 u UG/L 90.0
Selenium, TCLP Leachate 100 ul3 UG/L 100
- e I/j"__‘\\
L e wsmig G[oEjAE LAY
Pl 0 !
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ROY F. WESTON INC. C—t\zf\)\
INORGANIC DATA SUMMARY REPORT 11/04/92
CL ,VT:. WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
wo ORDER: 06168-002-001-0000-00
REPORTING
SAMPLE SITE ID ANALYTE RESULT UNITS LIMIT
-019 BO6D38 Silver, TCLP Leachate 10.0 :%JG/L 10.0
Ar nic, TCLP Leachate 100 UG/L 100
Barium, TCLP Leachate 972 UG/L 200
Cadmium, TCLP Leachate 5.0 u UG/L 5.0
Chromium, TCLP Leachate 10.0 u UG/L 10.0
Mercury, TCLP Leachate 0.20 u7T UG/L 0.20
Lead, TCLP Leachate 90.0 u UG/L 90.0
Selenium, TCLP Leachate 100 v/ u T UG/L 100

Dy ragpe ’ff/-“f ‘7: ,':/j,' o
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ROY F. WESTON INC.

0ag00 1

INORGANIC DATA SUMMARY REPORT 11/04/92

CLIENT: WESTINGHOUSE HANFORD
WORK ORDER: 06168-002-001-0000-00

SAMPLE SITE ID ANALYTE

=020 BO6D39 Silver, TCLP Leachate
Arsenic, TCLP Leachate
Barium, TCLP Leachate
Cadmium, TCLP Leachate
Chromium, TCLP Leachate
Mercury, TCLP Leachate
Lead, TCLP Leachate
Selenium, TCLP Leachate

WESTON BATCH #:

RESULT UNITS

S

. \7\)\

9209L714

REPORTING
LIMIT

10.0 u,{ UG/L
100 u UG/L
1500 UG/L
5.0 u UG/L
10.0 u UG/L
0.20 uT UG/L
90.0~u UG/L
100 uT UG/L

10.0
100
200

5.0

10.0

0.20

90.0

100

-

o TN,
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ROY F. WESTON INC. 4\ 2
L
INORGANIC DATA SUMMARY REPORT 11/04/92
CLIENT: WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
WORK OR R: 06168-002-001-0000-00
REPORTING
SAMPLE SITE ID ANALYTE RESULT UNITS LIMIT
-021 BO6D40 Silver, TCLP Leachate 10.0 uﬁG/L 10.0
Arsenic, TCLP Leachate 100 u UG/L 100
Barium, TCLP Leachate 755 v/ UG/L 200
Cadmium, TCLP Leachate 5.0 u UG/L 5.0
Chromium, TCLP Leachate 10.0 u UG/L 10.0
Mercury, TCLP Leachate 0.20 uI UG/L 0.20
Lead, TCLP Leachate 90.0 u UG/L 90.0
Selenium, TCLP Leachate 100 uJ UG/L 100

e

. I A o
;7 . l . AN
me 75 o :
- N
e Cl\LL\_, e = ~/c'-‘/' (N S .
v

-

_
Sc - LT o« 7Y



Y F. WESTON INC. RS
INORGANIC DATA SUMMARY REPORT 11/04/92
CLI. [: WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
WORK ORDER: 06168-002-001-0000-00
REPORTING
SAMPLE SITE ID A L RESULT UNITS LIMIT
- ! BO6D41 Silw TCLP Leachate 10.0 %UG/L 10.0
Arsenic, TCLP Leachate 100 UG/L 100
Barium, TCLP Leachate 1000 UG/L 200
Cadmium, TCLP Leachate 5.0va UG/L 5.0
Chron 1m, TCLP Leachate 10.0 u UG/L 10.0
Mercury, TCLP Leachate 0.20 v UG/L 0.20 |
Lead, TCLP Leachate 90.0 u UG/L 90.0
Selenium, TCLP Leachate 100 u JUG/L 100
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ROY F. WESTON INC. <Z\

INORGANIC DATA SUMMARY REPORT 11/04/92

CLIENT: WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
WORK ORDER: 06168-002-001-0000-00 ’ '
REPORTING
SAMPLE ¢ TE ID ANALYTE RESULT UNITS  LIMIT
~023 BO6D42 Silver, TCLP Leachate 10.0 u?lUG/L 10.0
Arsenic, TCLP Leachate 100 u UG/L 100
Barium, TCLP Leachate 1100 UG/L 200
Cadmium, TCLP Leachate 5.0 u UG/L 5.0
Chromium, TCLP Leachate 10.0 u UG/L 10.0
Mercury, TCLP Leachate 0.20 uT UG/L 0.20
Lead, TCLP Leachate . 90.0, u UG/L 90.0
Selenium, TCLP Leachate 100\/ uTUG/L 100
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ROY F. WESTON INC.

INORGANIC DATA SUMMARY REPORT 11/04/92

CLIl! ': WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
WORK ORDER: 06168-002~001-0000-~00
REPORTING
SAMPLE SITE 1D ANALYTE RESULT UNITS LIMIT
-024 BO6D43 Silver, TCLP Leachate 10.0 y UG/L 10.0
Arsenic, TCLP Leachate 100 UG/L 100
Bariu TCLP Leachate 1060 UG/L 200
Cadmium, TCLP Leachate 5.2 UG/L 5.0
Chron im, TCLP Leachate 15.3\/ UG/L 10.0
Mercury, TCLP Leachate 0.20 u UG/L 0.20
Lead, TCLP Leachate 90.0 u UG/L $0.0
Selenium, TCLP Leachate 100 ul UG/L 100
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ROY F. WESTON INC. Qy 70\]5

e\”
IN GANIC DATA SUMMARY REPORT 11/04/92
CLIENT: WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
WORK ORDER: 06168-002-001-0000-00
REPORTING
SAMPLE SITE 1D ANALYTE RESULT UNITS LIMIT
-025 BO6D44 Silver, TCLP Leachate 10.0 u)f;G/L 10.0
Arsenic, TCLP Leachate 100 - u/ UG/L 100
Barium, TCLP Leachate 789 UG/L 200
Cadmium, TCLP Leachate 5.8y UG/L 5.0
Chromium, TCLP Leachate 10.0 u UG/L 10.0
Mercury, TCLP Leachate 0.20 u UG/L 0.20
Lead, TCLP Leachate 90.0 u UG/L 90.0
Selenium, TCLP Leachate 100 uTJuGc/L 100
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ROY F. WESTON INC.
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INORGANIC DATA SUMMARY REPORT 11/04/92

CLIENT: WESTINGHOUSE H: 'ORD WESTON BATCH #: 9209L714
WORK ORDER: 06168-002-001-0000-00
REPORTING
SAMPLE SITE 1D ANALYTE RESULT UNITS LIMIT
26 D45 Silver, TCLP Leachate 10.0 u7/ UG/L 10.0
mic, TCLP Leachate 100 v UG/L 100
um, TCLP Leachate 1050 S UG/L 200
Cadmium, TCLP Leachate 5.0 u UG/L 5.0
Chromium, TCLP Leachate 10.0 u UG/L 10.0
Mercury, TCLP Leachate 0.20 u UG/L 0.20
Lead, TCLP Leachate 90.0 u UG/L 90.0
Selenium, TCLP Leachate 100 u JUG/L 100
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ROY F. WESTON INC. ~ quo
IN 3ANIC DATA SUMMARY REPORT 11/04/92
CLIENT: WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
K ORDER: 06168-002-001-0000-00
REPORTING
SAMPLE SITE ID {TE RESULT UNITS LIMIT
omEEEEEE H === EEEEEEEREE
-0 BO6D46 Silver, TCLP Leachate 10.0 u /‘ UG/L 10.0
; C, TCLP Leachate 100 u/ UG/L 100
! i» TCLP Leachate 916 UG/L 200
{ m, TCLP Leachate 5.0 u UG/L 5.0
{ um, TCLP Leachate 10.0 u UG/L 10.0
] Y. TCLP Leachate 0.20 u UG/L 0.20
Lead, TCLP Leachate 90.0 u UG/L 90.0
Se¢ 2nium, TCLP Leachate 100v uT UG/L 100
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ROY F. WEST INC.

NIC DATA SUMMARY REPORT

CLIENT: WESTINGHOUSE HANFORD
WORK ORDER: 06168-002-001-0000-00

SAMPLE SITE ID A 'E

-028 BO6D47 S: rer, TCLP Leachate
Arsenic, TCLP Leachate
Barium, TCLP Leachate
Cadmium, TCLP Leachate
Chr ium, TCLP Leachate
Mer ry, TCLP Leachate
Lea TCLP Leachate
¢ .enium, TCLP Leachate
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WESTON BATCH #: 9209L714

REPORTING
RESULT 1 TS LIMIT
10.0 EféUG/L 10.0
100 UG/L 100
568 UG/L 200
5.0 u UG/L 5.0
10.0 u UG/L 10.0
0.20 u UG/L 0.20
90.0+v/u UG/L 90.0
100 uT ve/L 100
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ROY F. WESTON INC. -
\V
INORGANIC DATA SUMMARY REPORT 11/04/92 <
CLIENT: WESTINGHOUSE HA ‘ORD : WESTON BATCH #: 9209L714
WORK ORDER: 06168-002-001-0000-00
REPORTING
SAMPLE SITE ID ANALYTE RESULT UNITS LIMIT
~029 B0O6D48 Silver, TCLP Leachate 10.0 uifUG/L 10.0
Arsenic, TCLP Leachate 100 u’' UG/L 100
Barium, TCLP Leachate 608 UG/L 200
Cadmium, TCLP Leachate 5.0 u UG/L 5.0
Chrc .um, TCLP Leachate ~ 13.5v  uwe/L 10.0
Mercury, TCLP Leachate 0.20 u UG/L 0.20
Lead, TCLP Leachate 90.0 u UG/L 90.0
Selenium, TCLP Leachate 100 uTue/L 100
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ROY F. WESTON INC. CD\‘.J‘
INORG! [C DATA SUMMARY REPORT 11/04/92
CLIE 't WESTINGHOUSE HANFORD WESTON BATCH #: 9209L714
WORK ORDER: 06168-002-001-0000-00
REPORTING
S PLE SITE ID ANALYTE RESULT UNITS LIMIT
-030 BO6D49 Silver, TCLP Leachate 10.0 u}z UG/L 10.0
Arsenic, TCLP Leachate 100 v’ UG/L 100
Bar . TCLP Leachate 402 UG/L 200
cac 1, TCLP Leachate 8.7 UG/L 5.0
Chr m, TCLP Leachate 14.1 UG/L 10.0
Mercury, TCLP Leachate 0.20 u UG/L 0.20
Lead, TCLP Leachate 95.0v/ UG/L 90.0
Se. ium, TCLP Leachate 100 uJUG/L 100
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