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WSCF 
ANALYTICAL LABORATORY REPORT 
ANALYSIS OF BULK SAMPLES FOR FIBER CONTENT 

Your samples have been analyzed for fiber content using polarized light microscopy 
and dispersion staining in accordance with Industrial Hygiene Laboratory Procedure 
LA-519-403, based on 40 CFR Part 763, Subpart E, App. E and EPA method 
EPA/600/R-93/116. The results are attached. 

This method provides a visual estimate of the precentage of each fiber type 
present. It is a semiquantitative method intended to identify materials 
containing > or = 1 % asbestos fibers.* Reported fiber percentages for samples 
and sample layers are based on the samples as received by the laboratory. The 
laboratory cannot verify that these values are representative of the original material 
sampled. 

The Waste Sampling and Characterization Facility is accredited by the American 
Industrial Hygiene Association (AIHA) to analyze bulk samples for asbestos content. 
This accreditation does not constitute approval or endorsement of analytical 
results by AIHA. 

If there are questions concerning this report, please contact the data validator 
listed on the cover page of this report. 

* Because of the nonhomogeneous nature of soils, results will be reported 
using the following terms rather than percentages: 

1. None - No asbestos fibers found . 

2 . Trace detectable - With extensive searching, a few fibers of the type 
indicated were found; concentration very low, well below 1 % . 

3. Obvious presence - Fibers easily found but overall concentration still low. 

4 . Significant presence - Fibers readily found; overall concentration may approach 
or exceed 1 % level. 

Polarized light microscopy (PLM) may not be the preferred method for identification 
of asbestos in floor tile. Most vinyl floor tiles marketed in the late sixties to mid­
seventies contained asbestos milled so fine as to be below detection limits for PLM 
techniques. Tiles of that vintage, showing any detectable asbestos fibers should be 
considered to be asbestos-containing material . Non-detection of asbestos by PLM 
should not be considered conclusive proof that the tiles do not contain asbestos . 
Results for such samples will be reported as 'indeterminate'. Confirmatory analysis 
by TEM is strongly recommended. 
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WSCF 
ANALYTICAL LABORATORY REPORT 

Attention: J. Kessner MSIN: H0-25 

Sample# Client ID 

W03I00051 4 JOOJK2 

SAMPLE COMMENT--­

SAMPLE COMMENT---

W03I000515 JOOJK3 

SAMPLE COMMENT--­

SAMPLE COMMENT---

W031000516 JOOJK4 

SAMPLE COMMENT--­

SAMPLE COMMENT---

Test Performed Range 

Non-homogeneous grey rocks with minimal tan granular 

material reportedly from 126-8-3. 

Non-homogeneous black coal-like granular material, with 

pieces of tar, reportedly from 126-8-3 . 

Non-homogeneous black coal-like granular material reportedly 

from 126-B-3. 

RDL - Reporting Detection Limit RDL is > = 2 x MDL 
~Q = Result Qualifier J • Estimated value. 

Result Units 

bulk/rev.5 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 
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WSCF 
ANALYTICAL COMMENT REPORT 

Attention: J. Kessner MSIN: H0-25 

Sample # Client ID Lab Area Test 

Lab Areas: 

VALGROUP 

VALGROUP - Group Validation 
LOGSAMP - Login for Sample 

VAL TEST - Test Validation 
LOGTEST - Login for Tests 

This report may not be reproduced, except in its entirety without the written approval of the WSCF Laborat ory. 

w04c/3 Report#: 20030398 Report Date : 14-apr-2003 

Group#: 

Comment 

BY MK GRANT 3/24/03 . 

material reportedly from 1 26-B-3. 

pieces of tar, reportedly from 126-B-3. 

from 126-B-3. 

TESTDATA - Test Data Entry 

20030398 
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Bechtel Hanford Inc. CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST I f'a~c ,:r B03-017-13 .!. .!. 
ir:ollcctor Com p:1ny Contact Telephone ,.._11, l'roject Coonlin:1tor 

Doug llow<.:rs ll<.:ncc Nielson 521-2(;<)() KESSNEIU II Price Code 9C n:1t :1 T11rn:1rn11111I 

l'ro_ject l)csig11:1tion S:1111pling Loc:1tinn SAF No. Air Quality i 
usincss D 

Remaining Sites Conlirmat inn Sampling-Other Solid 126-B-3 1303-017 i 

Ice Chest No. /;J fr\- () () ) Field Logbook No. I CO,\ i\lcthod of Shipment 
EL : 577 C1711Xn67 1C Gov vehicle 

· Shipped To Ol'fsite Property No. 

~ 
Bill of Lading/Air Bill No. 

~ -----
Waste Sampling & Characte ri zation 

·- - - -- ·- - ·- -- . - --·---- ·-·--- -·- -- ·-- -- - . ·- - - .. --· -· 
l'OSSIBU: SAi\ ll'LE IIA:t.,\IWS/REi\lARh:S 

None 
Preservation 

Type of Container 
aG 

Spcci:tl llandling and/or Storage 

No. of Container(s) 
I 

Volume 
60ml 

Asbestos 

. 
SAMPLE ANALYSIS 

Sample No. Matrix• Sample Date Sample Time , ... . • I~ - , . it ·.-;~!>"- ·., \:• > Ir . - -~· "/{", 
. , ., ' ·:..:5 i{9t"':\{ '· . '· .. _, "' ••.· 

,_, :-: ·, .. , . 

J00JK2 i,.(,C":> ¾f.\" S>l Y OTHER SOLID ) ,J,.t-o·, () q? 7 X AS~ 

J00JK3 '575' OTHER SOLID )''Jo(- CJ 'i 0 'H7 Y- 4n 
J00JK4 57~ OTHER SOLID ~ · 7'I Jo ·i o 7 1/l y_ ~ot\ 

/ 

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix• 

l~:nqnishcd By/Removed From V O:t') Dareffim
1
/ Rr;eryT(d ~, f 7 ) t J -~;

1~:J/2 / }0 4/"t~ I It- C. l"1 SsSoil 

~fi~{)~<Yl'1) LJ..J;q ),Jo SE• Scdi111cnt 

Rclinq£ s1tcd lly/Rcmoved From Dalcffinlc '.A£~,Ld In DatcrriJic 

so~So1id 
Sl:sSJudgc 

ReF 3 I" '3'2~Y ;z:sro;, /110() <; ff,'--i}/,;- 32iJo3 /COO w .. W;ucr 

0,.0il 

1sJ~/_;;AAx:, ~?_;~3i"'>r/s 
~ ~ Sr~cd In~~- Da~~;l. 

A,.Air 

DS• Omm Solids a, -- ,::r-,,,. · · ' tJ'' 1ef1> Personnel not available to OL• Omm Liquids . - , ~ '} . 

~t By/Rc~ ro1(! J;;rne 
Rc~'cd t /Srorcd In } , h. Oarcrrinic relinquish samplc~rom the 3728 T• Tissuc 

(4)_:,0 Ref II _'.2C,_ on ___ t?.!lJQ3 \Vl • Wipc 

. ~ a,:J,,.,,r ") _1~ ·u ;t,, _J- t¥1 t< ~ftt 3-..,yf--03 ,t-~ L2 Liq11id 

I -
~};i'.ne <-1/,/AJ Received By/i' r,orcd In I~' D;:~, '-1/1/c] 

V•\·cg1..-c:11ion 

l;Jinq11i~1cd }3):'Rcmoved Fy;J• X"'Olhcr 
;:_;,v-

0 ..., .,, , --, / ..NL, d"\ -~ ~& 1//A 'h £}. , /I)~ c) 

Rcli~J~~lf"'o,·cd F/ ~, Dar~ i//tjc3 Received~, 
./ Oatcffiml:' 

I /1 ,( / #1 -?A J-<;J ,< 

LABOIUTORY l(ccrY\~~ I/ 1[ Yl%11V (,uJ_~:~ 
Oatcffimc 

SECTION \iv\k.(""71/)+ -~-u+--u~ /'-t~l'I 
Fli'\AL SAMPLE Disposa l Method ~ Disposed lly Oareffime 

DI SPOS ITION 

BHI-EE-011 (03/01/2002) 




