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Test America 
THE LEADER IN ENVIRONMENTAL TESTING 

Customer 
Sample 
Number 
J1P8H4 
JlP8H5 

Asbestos PLM 
Cover Sheet 

Sample Date: 
Receipt Date: 

Reporting Date : 
SDG#: 
SAF#: 

Data Deliverable: 

Laboratory 
Sample 
Number 
MTQLQ 
MTQLR 

May 22, 2012 
May 23, 2012 
May 23, 2012 
MA.05091 
RC-006 
24 Hour Turn 

Analytical 
Batch 

Identification 
2144133 
2144133 

TestAmerica Laboratories, Inc. 

Sample Matrix 

OTHER 

OTHER 

I certify that this Certificate of Analysis is in compliance with the SOW, both technically and for completeness, for other 
than the conditions detailed above. Release of the data contained in this hard copy data package has been authorized by the 
Laboratory Manager, or a designee as verified by the following signature. 

TestAmerica 
2800 George Washington Way Richland, WA 99354 tel 509.375.3131 fax 509.375.5590 www.testamericainc.com 



I 
We certify that the following samples were prepared by Polarized Light Microscopy for asbestos and other fibrous 
constituents using TestAmerica's procedure, RL-ASB-002. The samples were acceptable upon receipt except where noted. 
Mountings of fibers observed and representative portions of the material were prepared in one or more appropriate 
refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized Light Microscopy*. Estimates of concentration are 
made on an area basis. The results of the analysis apply only to the portions of materials analyzed and aresummarized on 
the attached Asbestos PLM analysis data sheet. TestAmerica will dispose of all bulk samples after 60 days unless other 
arrangements are made. 

*Some samples may contain fibers that are not visible by PLM and can only be discovered by electron microscopy 
techniques. 

TestAmerica 2 
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Analyst: 
~nalyst Signature: 
Date: 

Samole ID 
Client ID 

Sample Description 

Homoqeneous 
Color 
% Visible Fibers 

_ D.,Petty 

¼YI 
~ I /4/23/12 

Multiple Layer 
Sample: tar 

y 
black 

0 

TARlchland 

Asbestos PLM 

SOP Information 

RL-ASB-002 
Revision 2 

MTQLQ1AA 
J1P8H4' 

Multiple Layer 
Sample: tar paper 

y 
black 

85 

Method 

NIOSH 9002 

TOTAL SAMPLE* 

N 
black 

50 

Batch# 2144133 

SDG# MA05091 

:~~~ ~ =t:.i-~l:.i.f·:::-:.-:r~~:~~~~~.i~ffi?~trJ·"i~i?~~t~ . ..,Ana1vsrs1~~"t~Y;~rtt~~~~tti~~~i1~~~:r.:}i·::.-:~=.if~~~~;i~i;~ 
-~~~~r: :: .. ·· ·--~ :~=fJ~•~i~~ ~~&~~~,:~-: -::<-~~Jui&ii..tJf.<iiiniPJllJO~tiiYJ;it~::r~~)-.'~*~lt.~~~i~~\~t;e~&.t.rt:·,~;~~~~:;.~~i~;~ 
% Chrysotyle ND 12 .. .7 
% Amosite ND ND ND 
% Crocidolite ND ND ND 
% Tremolite ND ND ND 
% Actinolite ND ND ND 
% Anthoohvlite ND ND ND 
% Total Asbestos ND 12 7 

% Cellulose ND 27 12 
% Glass Fibers ND 2 TRA 
% Other fibers ND ND ND 
% Non-fibrous 100 59 81 
Comments: 
* The sample contains 2 distinct homogeneous layers which were analyzed and reported separately. 
The total asbestos content (calculated as weighted average) of the sample is reported as well. 

Note: "ND" stands for "None Detected". "TRA" stands for "<1 %" 

ASB-013 Rev 0, 6/2011 



Analyst: D. Petty 

Analyst Signature: 
Date: f j)/23/12 

TA Richland 

Asbestos PLM 

SOP Information Method 

RL-ASB-002 NIOSH 9002 
Revision 2 

Batch# 2144133 2 

SDG# MA05091 

:·_·r:;~~~-~r:-~~ ::-.~.:-~~:;;~~~lUBi ~if;.~:.:-:1;:-·-:_~-:. - ;. :-__ · __ _.·> /{.~f0J.-k.{(t:Z'~"1};~~~~§rt~l i }.~I: /~-~-~ ·. Tfr.~~~fl~~f.;_· r~i;~;~i\;Jmtt~~Q/~~~f 
Sample ID MTQLR1AA 
Client ID J1P8H5' 

Sample Description tar and paper 

Homoaeneous N 
Color black 
% Visible Fibers 10 
'.~-~~1?,~fJ~rr:·;.~.::: ·:- :: <-~-; _: : :tt-~/f ~'ft:J.::·\ ~::f.~~.z.:/-~-::i5/-~~Ji~~~I;-:;:~:~ ~-~i::~:-·\etM':AA.-1Y$iS;:,~~t~.r.&. ~~-/ :~/.;::r:~·~:::, .'i:·:.:~'.i~ .. \'.{:fW·~~~~l.f~:~.;~~~~=i~~~~{~rtt~~ 
~ ~::~~ti~iF~p?=_:,_··.·:·1~.-ti!~~ftg~---!~i{t~~~":-.--.. ~--z5~7--rt\?hl~-$i~f:~tF~~~~~=::~b~s:tif.Q'fr.f( M,lti'e~1s.:1:};;~~~i~~~;:, :\:}·::i.:~~~~sm'@i;;g{-J~lkf";,f~~~~:~f:F.~~~--,:~·:f./:'.i~: 
% Chrysotyle 13 
% Amosite ND 
% Crocidolite ND 
% Tremolite ND 
% Actinolite ND 
% Anthophylite ND 
% Total Asbestos 13 

% Cellu lose ND 
% Glass Fibers ND 
% Other fibers ND 
% Non-fibrous 87 
Comments: 

Note: "ND" stands for "None Detected". ''TRA" stands for "<1%" 



Washin2ton Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-006-341 j Page l of l 

Collector~)';,-.. /) _ 
✓- t'/.k /6;p,~ r 

~iect Desi2Dation 
~100-N Area 04 - Other 

t Chest No. /i/ /I 
Sbinru>tl T,(. ,::. - J 

,.,.--Test America Richland (III) 

C . M ~• ,v•.,-_ _!!: - ~•uns/REMARKS 

Asbestos, RAD i.. DC5T L.tmf+-.s 
,/;.4 4-2-3-rz.-

Specia) Handling and/or Storage 
NA 

Comnanv Contact 
Bill Rodgers 

Samnline: Location 
~ .1303-N 

,-~a~ - . ~Id Loe:book No. 

EL-1516-20 

Offsite Pronertv No. 
NA 

P reservation 

Type of Container 

No. of Contilier(s) 

Volume 

SAMPLE ANALYSIS 

Sample No. Matrix* Sample Date Sample Time 

J1P8H4 t4GL~ OTHER 

J1P8H3 /\t\11JLF- OTHER 

J1P8H6 ' •·-,;.._ i.z.-/l- OTHER 

Telenhone No. 
206.251.7439 

I COA 
RD4MXX2FO0 

None 

GIP 

5g 

Asbestoo­
Bulk- NIOSH 

9002 

\ 
\ 

Proiect Coordinator 
KESSNER, JH Price Code 9K 
SAF No. 
RC -006 

Method ofShioment 

Bill ofLadine:/Air Bill No. A/A-

,x_ X I 

1---CHAIN ___ O_F_P_O_S_S_ES_SI_O_N_' ---rr----::---=-::;;;-;---S_,ige..n_lP_r_in_t _N_am_es _________ -=--1 sifCIAL INSTRUCTIONS CI'- f- 1- l·t 'Z.. 
IRelinquished!lY~eDflved~ Ot\ (})ate/Time \'l.5~ Received o/jStn~ d ln 1//Al Datef!inx /'Z.S.F ~ 

\.. .c..~\d'-r-~U<..S·'Zl.--l'L 1~)11 J.,., 1• s-t.z.?L ' 
Re£ng~~ ByjR.emoved~m)ll'M Date/I'imc /312-- ReceivedByt(ioredln V Date/Time r;J/Z... $1) ::J. ~flAQI C-Q o, ( 
'~Nl~..,.,L /,,,,¥///11--.,r:.z.2. -,2... /WA" dl/J-et;;,g/r11,,4 s-z..1.-,,~ r 1 ::::, - , 

FINAL SAMPLE Disposal Method 
DISPOSITION 

WCH-EE-011 

Disposed By 

Da~a Tur aroupd wiv~ s--

~i/~~ 

·.:.-::1/· ·.· ; ·.• .•. . _'.---,_-., ,.,.t-: '•·'·,,_.,·.:·. 

Date/Time 

Matrix • 

S-SOil 
SV"ScdiGlCOl 

SO-Sol;d 
SI-Sludie 
W•Wm:r 
O-Oil 
A=Afr 
DSu Drum Solids 

Dl• Drum liquids 
T=-Tissa.c 
Wl•Wipc 
L•Uqu<I 
V•Vq;m11:ion 
X=Otbcr 


