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SUBMITTED TO: 
Joan Kessner 

.... -
-

DATA 
CHEM 
LABORATORIIES, INC. 

Washington Closure Hanford 
2620 Fermi A venue, MSIN H4-21 
Richland, WA 99354 

REFERENCE DATA: 
Client Sample No.: 
P.O.No.: 
Sample Location: 
Sample Type: 
Method Reference: 
DCL Set ID No.: 
DCL Sample ID No.: 
Sample Receipt Date: 
Analysis Date: 

J162C8 through J162K6 
Not Available 
309 
Bulk 
EPA-600/R-93/116 
07-A-6662 
07-38782 through 07-38831 
11/21/07 
12/14/07 through 12/20/07 

12/20/07 
Page 1 of 14 

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for 
asbestos and other fibrous constituents using EPA-600/R-93/116. The samples were acceptable upon receipt 
except where noted. The samples were examined under a stereomicroscope in a laboratory fume hood for general 
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and 
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the material 
are prepared in one or more appropriate refractive index liquids (1 .550, 1.605, 1.680) and examined by Polarized 
Light Microscopy* . Estimates of concentration are made on an area basis. The results of the analysis apply only 
to the materials analyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChem 
Laboratories will dispose of all bulk samples after 60 days unless other arrangements are made. 

Shawn Smythe 
Analyst 

~111t:tat-,e/"cfii; 
Anna Marie Ristich 
Reviewer 

*Floor tiles, decorative paints, joint compounds, and cement materials require additional treatment in order to 
evaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that are 
not visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as 
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated. · 

DataChem Laboratories NVLAP Lab ID: 101917. Laboratory accreditation by the National Institute of 
Standards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agency 
of the federal government.. 

CINCINNATI OFFICE 
4388 GLENDALE-MILFORD ROAD 
CINCINNATI, OHIO 45242-3706 
513 733-5336, FAX 513 733-5347 

WEST COAST OFFICE 
11 SANTA YORMA COURT 
NOVATO, CALIFORNIA 94945 
800 280-8071, FAX 415 893-9469 



~ ----------·------------- ---- - - - -

DataChem Laboratories -------- - -----
0 arizeaLiglifMicroscopy 

Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 309 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

J162C8 
07-38782A 

Accepted 
Layered 
Green 

Compact 
Tile 
PLM 

>1 ~3 

>l::S;3 

>10~20 
>70~80 

ND= None Detected Trace= <1 % 

Special Prep Procedures: None. 

"Notes: P. 0 . #: Not Available. 

~-~g;:zac--= C ::) 

~hawn Smythe 
Microscopist 

Set ID: 07-A-6662 

Jl62C8 
07-38782B 

Accepted 
Layered 
Black 

Resinous 
Mastic 
PLM 

ND 

>l ~3 

>70~80 
>10~20 

Jl62C9 
07-38783A 

Accepted 
Layered 

Grey 
Compact 

Tile 
PLM 

>l ~3 

>1::S;3 

>10 ~ 20 
>70~ 80 

J162C9 
07-38783B 

Accepted 
Layered 
Black 

Resinous 
Mastic 
PLM 

ND 

>l ~3 

>70~80 
>10 :S: 20 

12/20/07 

J162D0 
07-38784 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

>3~5 

>3::S;S 

>90~ 100 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
' .. . If the asbestos content is estimated to be less than 10% by a method other than point counting, .. . (the analysis) be repeated using the point counting 
echnique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
iVherever possible, separate phases are analyzed and reported individually. 

Page 2 of 14 



DataChem Laboratories 
Polariz.e.d..Light.Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

J162Dl 
07-38785 

Accepted 
Homog. · 

Grey 
Fbrs/Crmby 
Ceiling Tile 

PLM 

ND 

>40~50 
>20~30 

>10~20 

ND = None Detected Trace = <1 % 

Special Prep Procedures: None. 

*Notes: P. 0 . #: Not Available. 

~- 'we ::;e:c =-- "r e .J 

Shawn Smythe 
Microscopist 

Location: 309 
Set ID: 07-A-6662 

Jl62D2 Jl62D3 
07-38786 07-38787 

Accepted Accepted 
Homog. Homog. 

Grey Grey 
Crmby/Fbrs Crmby/Fbrs 

Material Material 
PLM PLM 

>3~5 >3~5 

>3~5 >3~5 

>90~ 100 >90 ~ 100 

12/20/07 

J162D4 Jl62D5 
07-38788 07-38789 

Accepted Accepted 
Homog. Homog. 

Grey . Grey 
Crmby/Fbrs Crmby/Fbrs 

Material Material 
PLM PLM 

>3~5 >3~5 

>3~5 >3~5 

>90 ~ 100 >90~ 100 

All values are in area percent by visual estimate. The Federal Register.Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
' .. . If the asbestos content is estimated to be less than 10% by a method other.than point counting, .. . (the analysis) be repeated using the point counting 
echnique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request 
Nherever possible, separate phases are analyzed and reported individually. 

Page 3 of 14 



DataChem Laboratories 
Polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 

Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

J162D6 
07-38790 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

>3~5 

>3~5 

>90~ 100 

ND = None Detected Trace= <1 % 

Special Prep Procedures: None. 

*Notes: P. 0 . #: Not Available. 

Shawn Smythe 
Microscopist 

Location: 309 
Set ID: 07-A-6662 

J162D7 J162D8 
07-38791 07-38792 

Accepted Accepted 
Layered Homog. 

Inseparable 
Grey Grey 

Crmby/Fbrs Crumbly 
Material Material 

PLM PLM 

>1 ~3 

>1~3 ND 

>90~ 100 >90~ 100 

12/20/07 

J162D9 J162F0 
07-38793 07-38794 

Accepted Accepted 
Homog. Homog. 

Grey Grey 
Crumbly Crumbly 
Material Material 

PLM PLM 

ND ND 

>90~ 100 >90 ~ 100 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
" ... If the asbestos content is estimated to be less than I 0% by a method other than point counting, ... (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point ·counting at the client's· request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 4 of 14 



Client Sample ID: 
DCL Sample ID: 
Macroscopic.Examination 
Accepted/Rejected: 
Homogeneity: 

Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

DataChem Laboratories 
_polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 309 

J162Fl 
07-38795 

Accepted 
Homog. 

Grey 
Crumbly 
Material 

PLM 

ND 

>90s; 100 

Set ID: 07-A-6662 

Jl62F2 
07-38796 

Accepted 
Homog. 

Grey 
Crumbly 
Material 

PLM 

ND 

>90:5: 100 

J162F3 
07-38797A 

Accepted 
Layered 

Brown 
Flexible 

Covebase 
PLM 

ND 

>20 s; 30 
>60 s; 70 

ND= None Detected Trace= <1 % 

Special Prep Procedures: None. 

*Notes: P. 0. #: Not Available. 

Shawn Smyth~ 
Microscopist 

) 

J162F3 
07-38797B 

Accepted 
Layered 

Yellow 
Flexible 
Mastic 
PLM 

ND 

>60:5:70 
>20 :5: 30 

12/20/07 

Jl62F4 
07-38798 

Accepted 
Layered 

Inseparable 
Grey/Yellow 
Cmpt/Crmby 
Tile/Mastic 

PLM · 

>1 s; 3 

>1~3 

>10 s; 20 
>70 s; 80 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
' ... If the asbestos content is estimated to be less than I 0% by a method other than point counting, ... (the analysis) be repeated using the point counting 
:echnique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 5 of 14 



Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

DataGhem Laboratories 
- Polar-ized tight Microscopy 

Asbestos Analytical Report 

Cfamt: Washington Closure Hanford 
Location: 309 

J162FS 
07-38799A 

Accepted 
Layered 
Brown 

Compact 
Tile 
PLM 

>1 ~3 

>1~3 

>10~20 
>70~80 

Set ID: 07-A-6662 

JI62F5 
07-38799B 

Accepted 
Layered 

- mack 
Resinous 

Mastic 
PLM 

ND 

>70~ 80 
>10~20 

J162F5 
07-38799C 

Accepted 
Layered 

Tan 
Resinous 
Mastic 
PLM 

ND 

>70~ 80 
>10 ~20 

ND = None Detected Trace= <1 % 

Special Prep Procedures: None. 

*Notes: P. 0 . #: Not Available. 

~ • *~e .. ,=: 

Shawn Smythe 
Microscopist 

) 

J162F6 
07-38800A 

Accepted 
Layered 
Brown 

Compact 
Tile 
PLM 

>1~3 

>1~3 

>10~20 
>70~80 

12/20/07 

J162F6 
07-38800B 

Accepted 
Layered 
Black 

Resinous 
Mastic 
PLM 

ND 

>70 ~ 80 
>10 ~20 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
" ... If the asbestos content is estimated to be less than I 0% by a method other than point counting, ... (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 6 of 14 



DataChem Laboratories 
J___mrized Light Microscopy 

Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 309 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: · 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

J162F7 
07-38801A 

Accepted 
Layered 
Brown 

Compact 
Tile 
PLM 

>1!5;3 

>1~3 

>10~20 
>70 !5; 80 

ND = None Detected Trace= <1 % 

Special Prep Procedures: None. 

•Notes: P. 0. #: Not Available. 

~---~ 5 g;::• s-e c:._:J 
;hawn Smythe 
\1:icroscopist 

Set ID: 07-A-6662 

Jl62F7 
07-38801B 

Accepted 
Layered 
Black 

Resinous 
Mastic 
PLM 

ND 

>70 !5; 80 
>10~20 

J162F8 
07-38802A 

Accepted 
Layered 
Black 

Flexible 
Covebase 

PLM · 

ND 

>20 !5; 30 
>60 !5; 70 

J162F8 
07-38802B 

Accepted 
Layered 
Brown 

Crumbly 
Mastic 
PLM 

ND. 

>70~ 80 
>10 !5; 20 

12/20/07 

Jl62F9 
07-38803A 

Accepted 
Layered 
Black 

Flexible 
Covebase 

PLM 

ND 

>20~30 
>60~70 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
' ... If the asbestos content is estimated to be less than 10% by a method other than point counting, ... (the analysis) be repeated using the point counting 
echnique by PLM." Any of the above samples can be reanalyzed by point counting at the client's i:equest. 
IVherever possible, separate phases are analyzed and reported individually. 

Page 7 of 14 



DataChem Laboratories 
-P-0lar-ized Light Microscopy 

Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 309 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% TotaLAsbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

J162F9 
07-38803B 

Accepted 
Layered 

- Brown 
Crumbly 
Mastic 
PLM 

ND 

>70 =:; 80 
>10 =,; 20 

ND = None Detected Trace= <1 % 

Special Prep Procedures: None. 

*Notes: P. 0 . #: Not Available. 

Shawn Smythe 
Microscopist 

Set ID: 07-A-6662 

Jl62H0 
07-38804A 

Accepted 
Layered 

Grey 
Fbrs/Crmby 
Ceiling Tile 

PLM 

ND 

>40;:s; 50 
>20:S; 30 

>10 =,; 20 

Jl62H0 
07-38804B 

Accepted 
Layered 
Brown 

Crumbly 
Mastic 
PLM 

ND 

>70 =:; 80 
>10 =,;; 20 

Jl62Hl 
07-38805 

Accepted 
Homog. 

Grey 
Crumbly 
Material 

PLM 

ND 

>90 =,; 100 

12/20/07 

Jl62H2 
07-38806 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

>I=:;3 
>20;S;30 

>21;:s; 33 

>60~70 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
" ... If the asbestos content is estimated to be less than I 0% by a method other than point counting, .. . (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 8 of 14 



DataChem Laboratories 
_Folarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
%Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers : 

% Resin/Binder: 
% Non Fibrous: 

Jl62H3 
07-38807 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

>5 ~ 10 
>3~5 

>8~15 

>10~20 
>3~5 

>50~60 

ND = None Detected Trace= <l % 

Special Prep Procedures: None. 

*Notes: P. 0 . #: Not Available. 

Shawn Smythe 
Microscopist 

__) 

Location: 309 
Set ID: 07-A-6662 

J162H4 J162H5 
07-38808 07-38809 

Accepted Accepted 
Homog. Homog. 

Grey Grey 
Crmby/Fbrs Crmby/Fbrs 

Material Material 
PLM PLM 

>3~5 
>20~30 >20~30 

>23~35 >-20 :S: 30 

>60~70 >60~70 

12/20/07 

J162H6 Jl62H7 
07-38810 07-38811 

Accepted Accepted 
Homog. Homog. 
- Grey Grey 
Fibrous Crmby/Fbrs 
Material Material 

PLM PLM 

>20~30 >3~5 
>20~30 

>20~30 >23 ;s; 35 

>40~50 

>3~5 

>10~20 >50~60 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
" ... If the asbestos content is estimated to be less than 10% by a method other than point counting, ... (the analysis) be ·repeated using the point counting 
technique by PLM." Any of the above samples.can be reanalyzed by point counting at the client's request. · 
Wherever possible, separate phases are analyzed and reported individually. · 

Page 9 of 14 



DataChem Laboratories 
Polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 309 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% 'Fot-al Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

J162H8 
07-38812 

Accepted 
Homog. 

Grey 
Fbrs/Crrnby 
Ceiling Tile 

PLM 

- ND 

>40~50 
>20~30 

. ' >10~20 

ND= None Detected Trace= <1% 

Special Prep Procedures: None. 

*Notes: P. 0. #: Not Available. 

s::¢::. • l ::,::::>-- # at 7 

Shawn Smythe 
Microscopist 

_.) 

Set ID: 07-A-6662 

J162H9 J162H9 
07-38813A 07-38813B 

Accepted Accepted 
Layered Layered 
Brown Black 
Fibrous Crumbly 

Ceiling Tile Mastic 
PLM PLM 

-ND -ND 

>80~90 

Trace 

>60=:;70 
>5~ 10 >20 =:; 30 

J162J0 
07-38814A 

Accepted 
Layered 

Grey 
Fbrs/Crrnby · 
Ceiling Tile · 

PLM 

ND 

>40~50 
>20~30 

>10~20 

12/20/07 

Jl62J0 
07-38814B 

Accepted 
Layered 
Brown 

Crumbly 
Mastic 
PLM 

ND 

>60~70 
>20~30 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
" ... If the asbestos content is estimated to be less than 10% by a method other than point counting, ... (the analysis) he repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client' s request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 10 of 14 



Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 

Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
o/cLA,nthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

DataChem Laboratories 
-hlarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 309 

Jl62Jl 
07-38815A 

Accepted 
Layered 

Grey 
Compact 

Tile 
PLM 

>l ~3 

>1~3 

>10s20 
>70~ 80 

Set ID: 07-A-6662 

J162Jl 
07-38815B 

Accepted 
Layered 

Black · 
Resinous 
Mastic 
PLM 

>3~5 

>3~5 

>70s80 
>10s20 

J162K7 
07-38816 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

ND 

>20~30 
>5~ 10 

>50~60 

ND= None Detected Trace= <1% 

Special Prep Procedures: None. 

*Notes: P. 0 . #: Not Available. 

Shawn Smythe 
Microscopist 

J162J2 
07-38817 

Accepted 
Layered 

Inseparable 
Grey/Tan 

Cmpt/Crmby 
Tile/Mastic 

PLM 

ND 

>10~20 
>70~ 80 

12/20/07 

Jl62J3 
07-38818 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

>10~ 20 
>3 s 5 

>13 ~ 25 

>l0s20 
>5 ~ 10 

>40~50 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 I 990 Rules and Regulations states 
" ... If the asbestos content is estim3cted to be less than I 0% by a method other than point counting, ... (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 11 of 14 
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DataChem Laboratories 
Polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 309 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

J162J4 
07-38819 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

>10~20 
>3~5 

>13~25 

>10~20 
>5~ 10 

>40~50 

ND = None Detected Trace:::: <1 % 

Special Prep Procedures: None. 

*Notes: P.' 0. #: Not Available. 

Shawn Smythe 
Microscopist 

Set ID: 07-A-6662 

J162J5 
07-38820 

Accepted 
Homog. 
_ Grey 

Crmby/Fbrs 
Material 

PLM 

>10~20 
>3~5 

>13 ~ 25 

>10~20 
>5~ 10 

>40~50 

J162J6 
07-38821 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

ND 

>20~30 
>5~ 10 

>50~60 

Jl62J7 
07-38822 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

ND 

>20~30 
>5 ~ 10 

>50~60 

12/20/07 

J162J8 
07-38823 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

ND 

>30~40 

>50~60 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rul es and Regulations states 
" ... If the asbestos content is estimated to be less than I 0% by a method other than point counting, ... (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 
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DataChem Laboratories 
__Polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 309 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

Jl62J9 
07-38824 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

ND 

>20 ~ 30 
>5~ 10 

>50~60 

ND= None Detected Trace= <1 % 

Special Prep Procedures: None. 

*Notes: P. 0. #: Not Available. 

. : 
Shawn Smythe 
Microscopist 

Set ID: 07-A-6662 

J162K0 
07-38825 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

ND 

>30~40 

>50~60 

J162Kl 
07-38826 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

ND 

>20~30 
>5~ 10 

>50~60 

J162K2 
07-38827 

Accepted 
Homog. 

- Grey 
Crmby/Fbrs 

Material 
PLM 

ND 

>30~40 

>50~60 

12/20/07 

Jl62K3 
07-38828 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

ND 

>30~40 

>50~60 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No: 224 Tuesday Nov. 20 1990 Rules· and Regulations states 
" ... If the asbestos content is estimated to be less than 10% by a metho·d other than point counting, ... (the analysis) be repeated using !he point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. · 

Page 13 of 14 



-------- - - ---------- ---

Client Sample ID: 
DCL Sample ID: 

- Macroscopic~xamination 
Accepted/Rejected: 
Homogeneity: 

Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: · 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

DataChem Laboratories 
__E_olarized.Light-Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 309 

Jl62K4 
07-38829 

Accepted 
Layered 

Inseparable 
Yellow/Grey 
Fbrs/Crrnby 

Material -
PLM 

ND 

>50~60 
>5~ 10 

>20~30 

Set ID: 07-A-6662 

Jl62K5 
07-38830 

Accepted 
Homog. 

GreyNellow 
Crrnby/Fbrs 

Material 
PLM 

ND 

>30~40 
>5~ 10 

>40~50 

J162K6 
07-38831 

Accepted 
Homog. 

GreyNellow 
Crmby/Fbrs 

Material 
PLM 

ND 

>30~40 
>5~ 10 

>40~50 

ND = None Detected Trace= <l % 

Special Prep Procedures: None. 

*Notes: P. 0. #: Not Available. 

Shawn Smythe 
Microscopist 

12/20/07 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
· " .. . If the asbestos content is estimated to be less than 10% by a method other than point counting, ... (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-338 !Page ~ of lQ 

K:;ollector Comoanv Contact Ttlcohonc No. I Proiect Coordinator 
Mike Stankovich MT Stankovich 531-7620 KESSNER,JH Price Code 9K Data Turnaround 

IProiect Desi1mation Samolinl! Location SAFNo. I 7Days 
300 Area D&D Waste Characteri1.ation Sampling - Other Soli 309 I RC-040 

Ice Chest No. Field Lo2book No. I co.( Method of Shioment 

I Fed Ex Box EL-1518-9 See below Federal Express 

Shiooed To Offsite Prooertv No. 
AO&C¥J3~ 

Bill ofLadin!!/Air Bill Np. 
DataChem Laboratories - Cincinnati SeeOSPC 

POSSIBLE SAMPLE HAZARDS/REMARKS 
/ 

Asbestos & Be None 
Preservation -

Type of Container 
GIP 

Special Handling and/or Storage 

No. of Container(s) 
I 

Volume 
5g 

Asbcttos-
BULK-EPA 

'SAMPLE ANALYSIS I 

n~-A-Co<oCo 7--
Sample No/")~ >- Matrix• Sample Date Sample Time .){t{;f#<?;:;: '.;/':::i\/;;'} U;J(?\F}: ·,· :=.~;-:.t;k1fi~-~ ?.:::;,:S/;•,;,:,;i >v.:.::ZJ'.'.: ~;~\_:·:.)i/;f.~ii {itf.~ji~.{\;ft\J: ,:,:1,S\E'.!fi.}~!~ >Litit:t> 

J162C8 ~Vh<.7- OTHER SOLID I 1/z-0/0 7 o?30 .Y 
J162C9 -?)~ +-~ ~ OTHER SOLID 'r n 73'3 ):, 

J162DO ~) ~+g Lf OTHER SOLID \ O 73l ,.,. 
J162D1 ~) ~·1'i-s- OTHER SOLID \ n 73f 'Y 
J162D2 ~'X~I~ OTHER SOLID \)I /) 7~2.- )C° I 

CHAIN OF POSSESSION Sign/Print Names I Matrix• SPECIAL INSTRUCTIONS 
Relinquished By/Removed From Date/Time /0~0 Received By/Storer~ Date/Time Laboratory AMlysis, Data Management. and Shipping CO/\• RD4MXX2F00 S•Soil 
.J,,,.,,~ -s, , _._/ 

Nlzo/o7 f(/IJS},-··/;:, l/-'M-,,,-1? /tJ31 SE-Sdlil'N'nt 
SO-Solid 

Rel~1~/Rcmovcd Fr·- --- A Datc/Time /tC/1- Rcc~;;torc:;r 
DMc/Time Sl•Stwt:c 

If, , ... _ z J ~ Y'l l,,;/-2A-o? /<7r) W•Water 
0-0II 

Relinquished n{!Rcmov( ~~a Reech« B~torel:A_ Date/Time A•Air 

,...--:7 C~/Lj( P) Os-Dn,mSoflds 

\ DL-0..., t.lquids 

Relinquished Ry/Remnved From Dateffime R~y/Storcd In 
I Datc/fime T-Tiuuc 

Wl•Wlpe 

L-L;q,,Jd 

Dateffimc Date/Time 
V• \'c,cc:itk!n 

Relinquished By/Removed From Received By/Stored In X-<>tho 

Relinquished By/Removed From Date/Time Received By/Stored In Date/Time 

\ 

LABORATORY Received _By \ \ _ _,- Title Date/Time 
~ ('12.t IO~ SECTION \. .,-- I 

FINAL SA:MPLE Di~osall\~ Disposed By Date/Time 
DISPOSITION 

WCH-EE-01 1 



Washineton Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-338 I Page 1 of J..Q 

Collector Comoanv Contact Teleohone No. Proiect Coordinator 
9K Data Turnaround 

Mike Stankovich MT Stankovich 53 1-7620 KESSNER, JH Price Code 

IProiect Desi!!Dation Samolin2 Location SAF No. 7Days 
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040 

Ice Chest No. Field Loebook No. I COA Method ofShioment 
Fed Ex Box EL-1518-9 See below Federal Express 

Shiooed To Offsite Prooertv No. Ao 9o/ :~L Bill ofLadinl!/Air Bill No. 
DataChem Laboratories • Cincinnati See OSPC 

POSSIBLE SAMPLE HAZARDS/REMARKS 

Ashestos & Re None 
Preservation 

Type of Container 
GIP 

Special Handling and/or Storage 
No. of Container(s) 

I 

Volume 
5g 

A5bes!os-
BULK-EPA 

SAMPLE ANALYSIS Co0<oL 
Sample No. Matrix• Sample Date Sample Time I~r~ffttntP, ~~tJf::\t?~~1{( t,·);·if}f/{~)~ 1itf~~i~i t~.}~{{i'.t*'tt«; ~it:f~t~ii:.;~f;~;/ AiJJA~llfJ! ~f~l:;;:\:~/.i;tl; .~~yi;j}lti~lit ~f{f(~\(t§}· 

J162D3 "") ~ t~~ OTHER SOLID f(/2.0/01 07'15 .,c I 

J162D4 .:::;~~~ OTHER SOLID / /j 7c/~ ...--c 
J162D5 ~~~~ OTHER SOLID \ 15 7~1 .....-'C. 

J162D6 ""½"»~ OTHER SOLID \ / /j 7SC/ --'(" 

J162D7 ~~\ OTHER SOLID \j/ n7S7 --t" 
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix • 

- !Relinquished By/Removed From Date/Time !Received By/Stored In ~ ~ Date/Time Laboratory Analysis, Data Management, and Shipping COA • RD4MXX1FOO 
s-5oiJ 

MO;;,,-_ ,i.fllM~d... /t/'2a/o7 to30 i.rt,r Li_~~j//-:ZOz;r"? /lJ3LJ SE•Scdlrntnl 

Date/rime k.KJf 
1Rec;;1tred a SO-Sol;d 

~m-;./Rz7!F L/. 
Date/Time Sl•Studic 

-.2d 7.?7 .....OJ-1 W•Watcr 
• I-II .--//2 I <>-Ott 

Relinquished By/Rcmo£d FJn.r-"' Date/Time ~torcdln . O,,tc/fime 

~ 
A•Air 

<:: r ~ -. urtdC DS-On1m SolldJ 
DV•Onun Uqnkb: 

Relinquished By/Removed From Date/Time ~ By/Stored In \ v?te!Time T•Tiasuc 
Wl•Wipe 
L-Llquld 

Date/Time Date/fime 
V•Vc1ct.11lon 

Relinquished By/Removed From !Received By/Stored In X-othcr 

Relinquished By/Retno,·ed From \ Date/fime !Received By/Stored In Date/Ttme 

LABORATORY Rcr-'ved llv Title Date/Time 

SECTION t y-~ ) I\.. 
FINAL SAMPLE D~d ( Disposed_By Date/Time 
DISPOSITTON 

WCH-EE-011 



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-338 IPage §_ of lQ 

!Collector 
Mike Stan kovich 

IProiect Dcsi1mation 
300 Area D&D Waste Characteri zation Sampling - Other Soli 

Ice Chest No. 
Fed Ex Box 

Shipped To 
DataChem Laboratories - Cincinnati 

POSSIBLE SAMPLE HAZARDS/REMARKS 

Asbestos & Be 

Special Handling and/or Storage 

SAMPLE ANALYSIS 

Comoanv Contact 
MT Stankovich 

· Samoline Location 
309 

Field Lo2book No. 
EL-15 18-9 

Offs ite Prooertv No. 

Preservation 

Type of Container 

No. of Container(s) 

Volume 

,,. ,,{tp/<>1 
Sample No. Matrix* Sample Date Sample Time 

J162D8 ~~ -~ 7__ OTHER SOLID o~oo 
J162O9 ~~ ~ ~ OTHER SOLID I 11Jvh7 
J162F0 '::a1S(~ '-7 OTHER SOLID ~ I , . 
J162F1 2_\} ·1--~ -~ OTHER SOLID 

J162F2 -2, 'R ~ ( r. OTHER SOLID '/ 0 ftl-

Tcleohone No. 
53 1-7620 

1 COA 
See below 

None 

GIP 

5g 

As~tos­
Bl/LK·EPA 

)( 

>G . 

Proiect Coordinator 
KESSNER, rn Price Code 9K 
SAF No. 
RC-040 

Method of Shipment 
Federal Express 

Bill of Lading/Air Bill No. 
SeeOSPC 

f--_C_H_A_I~_O_F_P_O_SS_E_S_S_IO_N _______ ....-_Si.,,_gn!P_r_in_t_N_a_m_cs _________ --1SPECU.L INSTRUCTIONS 
1n.1;nnu;,hed By/Remon:d From Date/Time Received By/Stl Tn~ Da1c/Time l ,1hor:11ory Analysis, Data Management, and Shipping COA - RD4MXX2F00 

1.d/ u --.._ - ' ' --~ /rkq67 l'0.10 rm~ ~ ~ ///-2,irC>7 /~ '(O 
IR~l~nT_isl'.;_d By/ReJIIOV,<i Fr~ /'J Date/Time ~ Received By/Storccf In" ',./ Date/Time 

)V/)'))/'- /.#~ V.-////-;.7#d7 ,.,.~a KE./~ r,IC 
Datc/Tm,c Relinquished [ y/Rcmoved fr!,{,/ ReceiJe\ By/;tored In , ~ Date/Time 

( \ -~I J \\ / 1.-( ( 0 :\-
Relinquished By/Removed From Date/Time 

Relinquished By/Removed From Date/Time 

Relinquished By/Removed From Dateffime 

f 

Received \y { L.\BORA TORY 
SECTION '- '\: ··\.. 

FTNAL SAMPLE Disposal~ od 

DISPOSITION 

WCH-EE-01 1 

Rc~·/Storcd In Date/Time 

Reaived By/Stored In Date/Time 

!Received By/Stored In Date/Time 

Title 

' Disposed By 

Data Turnaround 

Date/Time 

Date/Time 

7Days 

Matrix• 

5-Sol l 
SS-Scdimcm 

SO-Solid 

SJ-Sludic 
W•Watt:t 
o-o;1 

OS-Drum Solids 
DL•Dn1m l.iq11Kb 
T•Tissuc 
Wl•Wlp< 

L-1.lquld 
V•Vcgct:.fion 
X-odlc, 



I 
Washinj!ton Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOlJEST RC-040-338 jPage 1 of lQ 

(:ollector Comnanv Contact Telenhone No. Proiect Coordinator 
9K Data Turnaround Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 

Proiect Desie:nation Samnline: Location SAFNo. 7Days 
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040 

Ice Chest No. Field Lo2book No. I COA Method of Shinment 
Fed Ex Box EL-1518-9 See below Federal Express 

Shinned To Offsite Pronertv No. 
/l-~Bd/f~ 

Bill ofLadim?IAir Bill No. 
DataChem Laboratories - Cincinnati SeeOSPC 

POSSIBLE SAMPLE HAZARDS/REMARKS 

Asbestos & Be None 
Preservation 

Type of Container 
GIP 

Special Handling.and/or Storage 

No. of Container(s) 
I 

Volume 
Sg 

A,bestos-
BULK-EPA 

SAMPLE ANALYSIS (o(o~c__ 
Sample No. Matrix • Sample Date Sample Time ~i~::~~ ~.~~1~itt~ tE.i/B.ltD ~;tt~~li.~ 1t.~lt~~~ ;~l~~.;;;~1·~~{ f{ifti?a @J¥~~;riiti ~~ii!t~11~ itf~:~·.:·::~~~(:;µi' 

J162F3 ~~71+ OTHER SOLID .Al lu:>/o, og1f' K 
J162F4 ,-~~ "-:'Pi '~ OTHER SOLID '1' O'i/Y C" 
J162F5 '2,~ ...... =' \ '7 17 OTHER SOLID ( ~~cl .t 
J162F6 !:Fl:/~ be\ OTHER SOLID \ 6f-2.Y K 
J162F7 <,1<,~ 01 OTHER SOLID ~ t)~Z.?. ,t"" 

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix• 

Relinquished By/Remo~ Dote/fimc Received Byts7::1_ In ~- Date/Time Laboratory Analysis, Data Management, and Shipping COA - RD4MXX1FOO 
S- Soil 

:'?' ✓., ~ - . ,., 1r/zc+b7 1030 ,T,,N/ ~ - '//-~-~ /t>YD SE-Scdimc,n 

Relinquished By?~d~ Datc/Ti;,,c AJ Cff" R,· '1 r,Jv- Date/rune 
SO-SOiid 

ecc1ved By Stored In K Sl• Sludcc 

/fri._:'A"- , ~-"?A"l27 / ,~UJ rE// e W•Wllcr 
o-o;1 

Rclinquished"By/Rcmofcd fV Date/ fone R~~ Dt'7i1ro~ 
A• Air 
Ds-Dn1m Salid.1 
DL~1ml.lq11kh: 

Relinquished By/Removed From Date/Time R~ /Stored In Date/Time T•Tlss\lC 
Wl•\Vlpc 

L-t.Jqt1ld 

Relinq;,ished By/Removed From Date/Time Received By/Stored In Date/rune 
V•Vccct31ion 

X-<llbu 

Relinquished By/Removed From Date/Time Received By/Stored In Date/rune 

I 

LABORATORY -
R~ '- -) Title Date/Time 

SECTION ~ 
FINAL SAMPLE Di~ od Disposed By Datc/fime 
DISPOSITION 

WCH-EE-011 



Washineton Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-338 !Page i of lQ 

!Collector 
Mike Stankovich 

IProicct Desi en a tion 
300 Area D&D Waste Characterization Sampling - Other Soli 

Ice Chest No. 
Fed Ex Box 

Shinned To 
DataChem Laboratories - Cincinnati 

POSSIBLE SAMPLE HAZARDS/REMARKS 

Asbestos & Be 

Special Handling and/or Storage 

SAl\'IPLE ANALYSIS 

Comvanv Contact 
MT Stankovich 

Samvlin!! Location 
309 

Field Lo!!book No. 
EL-1518-9 

Offsite Pronertv No. 

Prescrvntion 

Type of Container 

No. of Container(s) 

Volume 

Sample No. Matrix • Sample Date 

J162F8 ") 5< XO 7 OTHER SOLID 

J162F9 .:> °b gt) < OTHER SOLID 

J162H0 ;?, <:., (l U (,. OTHER SOLID 

J162H1 ·~~l..,~ h~ OTHER SOLID 

J162H2 ~~~(')( ,,-, OTHER SOLID 

6%Jb 
') 

Tcleobone No. 
531-7620 

I COA 
See below 

None 

GIP 

5g 

Asbestos~ 
BULK-EPA 

)( 

Prolect Coordinator 
KESSNER. JH Price Code 9K 
SAFNo. 
RC-040 

Method ofShinment 
Federal Express 

Bill ofLadin!!/Air Bill No. 
SeeOSPC 

I 

f--_C_HA_IN_O_F_P_O_S_S_E_S_S_IO_N _________ ,-r-_S_iga...n_/P_r_in_t_N_am_cs _________ --1SPECIAL INSTRUCTIONS 
" • """"'~IRe•~~1 From ,, Daterpme 

1 
1'0 30 Received By/Sto~d 111- ..,. Date/Time Laboratory Analysis, Data Management, and Shipping COA • RD4MXX2f00 

,,u/~,/-:-··-1 tt/zo,t:)7 --~ 1- '-- ~//-~'t1'7 /A ~o 
- t .. . •ti II, .... 

Relinquished Ilyr e~ o\'ed r,. ,,,,,;. . Date/Time 1/)C' ,r Received By/Stored In , /' Date/Time 

;_,.~- j:,77P?~//-.21J-t?7/QA .,c,Cb &..fi 

Relinquished By/Remo(cd Fr~ Date/Time ~ ~ :d t /SA r-::> Da~fri.A ()·')-

Relinquished By/Remo\'cd From Dateff'unc ~ Bi•/Stored In \.. 

Relinquished By/Removed From Date/Time Received By/Stored In 

Rclinqnishcd By/R cmo"cd From Daterfime Received By/Stored In 

I 
LABORATORY 

SECTION 
Rc,;e..-,iv_ed_B_y---4\-~-, ~ 

FINAL SAMPLE Disposa~ ( 

DISPOSITION 

WCH-EE-011 

Date/Time 

Date/Time 

·Date/Time 

Titl~ 

Disposed By 

Data Turnaround 

7Days 

D~tc/fimc 

Date/Time 

Matrix• 

S-SOll 
SE-Stdimen& 

SO-SOiid 
S1- SludJc 
W•Wma 

<><lit 
A•Alr 
OS-Orum Solids 
01...-nn.in, Uquids 
T•Tusue 
WJ• Wipc 
t.,,,Uquld 
V• Vcge1:11 ic,n 
X-othcr 



Washineton Closure Hanford CHAIN OF CUSTODY /SAMPLE ANALYSIS REQUEST RC-040-338 !Page 2 of lQ 

!Collector Comoanv Contact Teleohone No. Proiect Coordinator 
Price Code 9K Data Turnaround 

Mike Stankovich MT Stankovich 531-7620 KESSNER,lli 

IProicct Dcsie:nation Samoline Location SAFNo. 7Days 
300 Area D&D Waste Characterii.ation Sampling - Other Soli 309 RC-040 

Ice Chc~t No. Field Loebook No. ' COA Method of Shioment 
Fed Ex Box EL-1518-9 See below Federal Express 

Shiooed To Offsite Prooertv No. 
A-d#"&oJ'~ 

Bill ofLadinl?IAir Bill No. 
DataChem Laboratories - Cincinnati See OSPC 

POSSIBLE SAMPLE HAZARDS/REMARKS 

Asbestos & Be None 
Preservation 

Type of Container 
GIP 

Special Handling and/or Storage 

No. of Containcr(s) 
I 

Volume 
5g 

Asbestos-
BULK-EPA 

SAMPLE ANt;;S(o Co L_ 
Sample No. Matrix• Sample Date Sample Time ;::,,:,:::.-,,~·;;;;.,/ 

.-c. ti:',}1:;;?' rl• ;:.~:;.,;·~:;:·{~~;~~{ '.~~iti~J~fif~?i Jff].~tl~ij: ~:~;;~:.~.::~~{:'.:l~i~ JiJWSfj1 1~;;;.1~fa~;i~\~~; 1lJiJ.~t~i?it\ :~~it{f jJt~i~tJf: 
J162H3 ,S~~D'=t OTHER SOLID Jr IZIJ/47 o~f 'I( 

J162H4 2,,, <;<O~ OTHER SOLID I 1' ()g'.S( '/\ . 

J162H5 ~~ ~Qt>~ OTHER SOLID \ I') '><5 V >< 
J162H6 .· -:a,,i~ l'"f\ OTHER SOLID ) / n Y.5.' k 
J162H7 ~~$< l ( OTHER SOLID V r,r_oo l(' 

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix• 

1>,1;nnuishcd By/Removed From Dateffime lb:30 Received By/Stored In ~ Datc/Time L1horatory Analysis, Data Management, and Shipping COA - RD4MXX2f00 
S- Soil 

,U,{/ ,/~f::.1 A L-J,/ 1cl?o/o-, K»?~.-J~j,.~ '//-2/)c:)7 10~(> SE•S<dlmn,1 

Relinquished By/Rcmz :m, Dalc/Tiinc ~/' Re . ' ✓ , 
SO-SOiid 

CCCIV~k./Stored In )(' Date/Time s1-s100,c: 

Kdf4.,,L.. , '//~oc17 /fZ'lo r :n E w-w,-,a-
()-();I 

Relinquished :6y/Rcmnved Fr~.V Date/Time 
RM5~ _ 1Dat\\7-Z.(( {j"""\ 

A-Air 
DS-Dnun Solids - OL-OnJm Liquids 

Relinquished By/Removed From Date/Time Re~Stored Tn Date/Iime T•lisnc 
Wl•Wlpe 

L-Llquld 

Relinquished By/Remo,·cd From Date/rime Received By/Stored In Date/l"tme 
Y..Vq:c1:i1~ 
X-<lthc, 

Relinquished By/Removed From Date/Time Received By/Stored In Date/Time 

LABORATORY Received By - Title Date/rime 

./""" :> SECTION '- -
FINAL SAMPLE Disposal Mell~ Disposed By Date/Time 

DISPOSITION 

WCH-EE-011 



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-338 !Page J._Q of J._Q 

!Collector Comoanv Contact Teleohonc No. Proicct Coordinator 
9K Dnta Turnaround Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 

Proiect Dcsi1mation Samoline Location SAFNo. 7Days 
300 Area D&D Waste Characterization Sampl ing - Other Soli 309 RC-040 

Ice Chest No. Field Loebook No. I COA Method of Shioment 
Fed Ex Box EL-1518-9 See below Federal Express 

Shiooed To Offsite Prooertv No. /l ~ g t!f o.?? Bill ofLadin!!/Air Bill No. 
DataChem Laboratories - Cincinnati Sec OSPC 

POSSIBLE SAJ\1PLE HAZARDS/REMARKS 

Asbestos & Be None 
Preservation 

Type of Container 
GIP 

Special Handling and/or Storage 
No. of Container(s) 

I 

Volume 
5g 

Asbestoi;-
BULK-EPA 

SAMPLE ANALYSIS 

0Gb L 
Sample No. Matrix• Sample Date ~:_!.~·;f{r (it: .. : ·;r/t. ~£~-}.~ltk-f: :: ... :~.::~7~;.~~:~:.;; ~}tl?}ti{f{h· 

. 

~;t:.}~-~~ i~~~~i!.=•;~:LC~: SampleTime :!~/>};: 
· .. ·- -_:f~:~i_~ .. ~ "~--~tf,{:::f ~~~~~~r~~i~ ::_;:-'~ 

J162H8 7,<g~l "'· ·OTHER SOLID /I !?..Pio-? oC,o:J )( 

J162H9 SY> 8 ( ~ OTHER SOLID / n9o6 t 
J162J0 :3. x' I ½ OTHER SOLID 0 t:(01 '\ 
J162J1 ~ ) ,! c;( t c:- OTHER SOLID f'JCJr 2- K 

~lf.oZ..~7'), ~IL, oil.tar !;.o{~ y 1'&)00 .l("' 

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix• 

. Rcliru,,,;,hcd By/Remo\'ed From Date/Time Rccci\'cd By/Storb ~, Date/Time Laboratory Analysis, Data Management, and Shipping COA - RD4MXX2f 00 
S-Scil 

.J. J ~ /115 /"4111:::oo<c.~ 11/znJ,-J KJJ?-,k;k 11-~zq //} ~/) SE• Scdimcnt 

Rff~°¼~ p;;::;;~~;t Recei\'cd By/Stored In 'y SO-Solid 
Date/Time SJ- Slud1c 

or£/.? c W•W•cr 
0-011 

Relinquished B:,ffiemovcd Frtfm' 'V Datc/fimc Recei,~By~ ,,-- .,~'l7irco~ A•Al< 
DS• DmmSfllids 

'C" \ . 
' DV'Drum Uquich 

Relinquished By/Removed From Date/Tune ~Storcdln Date/Time T•Tiuuc 
Wl• Wlpc 
LoUquld 

Relinquished Dy/Rcmo\'cd From Date/Time Received By/Stored In Date/Time 
· V•VtCc:t:llkin 

X-00." 

Re linquished Oy/Remo\'cd From Date/Time Recci"cd By/Stored In Datc/Iime 

i 
LABORATORY Rccci,,cd By \ ~ Title Da1c/Iime 

'-,._~ ) SECTION 

' I 
FINAL SAMPLE Dispo~ ( Disposed By Date/Time 

DTSPOSTTION 

WCH-EE-01 1 



Washington Closure Hanford 
I 

RC-040-339 I Page l of 10. CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST 
!Collector Comoanv Contact Teleohone No. Proiect Coordinator 

9K Data Turnaround Mike Stankovich MT Stankovich 531 -7620 KESSNER,lli Price Code 

Proiect Dcsienation Samoline Location SAFNo. 7Days 
300 Area D&D Waste Characterization Sampling • Other Soli 309 RC-040 

Ice Chest No. Field Loebook No. I COA Method ofShioment 
Fed Ex Box EL-15 18-9 See below Federal Express 

Shiooed To Offsite Prooertv No. 
/MEJ✓t:13✓ 

Bill ofLadine/Air Bill No. 
DataChem Laboratories • Cincinnati See OSPC 

POSSIBLE SAMPLE HAZARDS/REMARKS 

hhestn.f & Be None. 
Preservation 

Type of Container 
GIP 

Special Handling and/or Storage 

No. of Container(s} 
I 

Volume 
5g 

Asbcsto~-
BULK-EPA 

SAMPLE ANALYSIS 

(o GCol_ 
Sample No. Matrix• Sample Date Sample Time ~;~{~7~i~;~!~)~.~ 1~1}~~1J~) k~;z.£=;:#.i[1 ht~;~:j~ti.~ >z,;:~Iitt~;.;~f,~ -~i~;~~gi ti'~"fi,}fi~j} ¾\~ill :u, .• '\'i:i:,r'f fftt.\llli~ ~iii~ l1IJ~f.f&J~! . 

J162J2 ·2,~½' --:,. OTHER SOLID I l ?.P/o'7. mr5 K 
J162J3 ~tgf . <Z OTHER SOLID /' 0?1'? 1( 
J162J4 '2fl.. I( ~ OTHER SOLID o?z.l >< 
J162J5 3~11/~'-1\ OTHER SOLID I rS'fl-Y >< 
J162J6 <;'9-.K?- I OTHER SOLID V /?'12.7 ~ 

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix• 

~j~.; By~~z;k,tNCt1~;;z:1~ Received By/Store_d ~ Date/Time Laboratory Analysis, Doto Management, and Shipping COA - RD4MXX2F00 
S-Soit 

,,.-,,. IL i/-.2/J-07 10.36 SE-Sccfimcnl 

~By/R~ F~ DntclTime f.JC/t Received By/Storedln- , Y Date/Time 
SO-Solid 
St-Sludac 

~_k //-?A7')7 /0 , ~e?J e W•Watcr 
~1 

1Rclinquished
1

By/Rcmnv&f Fr;,,, Date/Time 

~~ \ ,,Lfro+. A•Alr 
DS•Dn1m Solids 
DL-Dnlm Liquids 

Relinquished By/Removed From Date/Time Rc~y/Stored In Date/Time T•Tiuue 
Wl•Wlpe 

1..-Liquid 

Date/Time Dote/Time 
v-v~cct:.ikln 

Relinquished By/Removed FTOm Received By/Stored In X~her 

Relinquished By/Removed From , \ ate/Time Received By/Stored In Date/Time 

LABORATORY Received By \ ~ 
Title Date/Time 

SECTION ' 7"- ) 
FINAL SAMPLE Disposal Mc~ Disposed By Dotc/fimc 
DISPOSITION 

WCH-EE-011 



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-339 I Page 1 of lQ 

!Collector Comcanv Contact Telenhonc No. Proiect Coordinator 
9K Data Turnaround 

Mike Stankovich MT Stankovich 531-7620 KESSNER,ffi Price Code 

Proiect Dcsi!mntion Samoline Location SAFNo. 7Days 
300 Area D&D Waste Ch.arnctcrization Sampling - Other Soli 309 RC-040 

Ice Chest No. Field Loebook No. I COA Method of Shioment 
Fed Ex Box EL-1518-9 See below Federal Express 

Shinned To Offsite Procertv No. 
dtJ9a"6-?lR 

Bill ofLadin!!/Air Bill No. 
DataChem Laboratories - Cincinnati See OSPC 

POSSIBLE SAMPLE HAZARDS/REMARKS 

Asbe.ttos & Be None 
Preservation 

Type of Container 
GIP 

Special Handling and/or Storage 

No. of Container(s) 
I 

Volume 
Sg 

Asbestos-
BULK-EPA 

SAMPLE ANALYSIS 

Co<do.L ~ 
Sample No. Matrix • Sample Date Sample Time f ;0~] ;:.· .. ·,.,.,:,}.;;? ,c'',,•-,.,.:;,,,;;;,;, ;p:;;-:,'.iJ::·;•;·/~;,- fii;.1::@t:sf (?)-i::i.~~~-;·fJ~ ~·:iva~ttr.1fJ1. k:=.\1/}\;ai I ~1¥MG:tti.iri ~;.~_:•rt~~;J 

J162J7 35? ),j 2--?. _ OTHER SOLID f{/cP/o7 0730 z 
J162J8 sR .S<L-2.- OTHER SOLID I' /J9'33 k-
J162J9 '~~2.J.--, OTHER SOLID 1)93C:. t" 
J162K0 ·s,~L~ OTHER SOLID 7ft39' ~ 
J162K1 ½~XU.-. OTHER SOLID V 09Y2- )c 

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix• 

Relinquished By/Removed Fr1m Dat~L ((}.5U !Received By/St~k n _ Date/Time l..ahorntory Analysis, Dara Management, ~nd Shipping COA • RD4MXX2FOO 
S•SoU 

,--✓.I../(' 't' x;;;:;;q I J-~ "; ...;:;7 / 113 6 ,LAI/./ --......111.s •-• L _ _/ ( I , '(J-, SEi-Scdifflfflf 

Relinquished By/Re..zzrom - .A Datcfnm~ ~,H Received Ry/Storcd'rn • V Date/Time 
SO-Solid 
Sl• Slud&• 

~/- ~~/:?~ ~7 /~l'J,,f ,£"".dO. ,E y W •Watcr 
o-o;1 

Relinquished By/Removed F~o"" Date/Time Received Rt oredln D~\\ri.!(0- A•Air 

IC------.: ~ /'....,.- os-on,m Salkh: 
DL•Drnml.~ 

Rel inquished By/Removed From Date/Time iR.~y/Stored In u ate/Time T•Tbsue 
Wl•Wipe 

L•Liquid 

!Relinquished By/Rcmo,-cd From Date/Time iReeeivcd By/Stored In Date/Time 
V•Vc-crt:11lon 
X-0,.hcr 

Relinquished By/Removed From Date/ ime Rcaivcd By/Stored ln Date/Time 

LABOR.\ TORY Received ~ ,/ ~ Title Date/Time 

SECTION I' 
FINAL SAMPLE Disposal Method --......__ Disposed By Date/Time 
DISPOSITION 

WCH-EE-011 



Washin!rton Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-339 !Page l of lQ 

K:ollector Comoanv Contact Teleohone No. Proiect Coordinator 
9K Data Turnaround Mike Stankovich MT Stankovich 531-7620 KESSNER,IB Price Code 

iProiect Desie:nation Samulimi: Location SAFNo. 7Days 
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040 

Ice Chest No. Field Loe.book No. I COA Method of Shioment 
FedEx Box . EL-1518-9 See below Federal Express 

Shiooed To Offsite Prooertv No. 

A-LJ&~---
Bill ofLadine./Air Bill No. 

DataChem Laboratories• Cincinnati ~ SeeOSPC 

POSSIBLE SAMPLE HAZARDS/REMARKS 

Asbestos & Be None 
Preservation 

Type of Container 
GIP 

Special Handling and/or Storage 

No. of Containcr(s) 
1 

Volume 
5g 

Asbestos-
BULK-EPA 

SAMPLE ANALYSIS 

(p (do L 
Sample No. Matrix• Sample Date Sample Time li ;~~~~t~tti ~/4:)11i:f?/ti ~--lfttl~rr~ •i·fr~&.)lif~ f~1~-~-{;~t:\t ~)/~~:~(:;}~\~;. ~~jf~;:~it#J~t~ ~;~;:;t·i: iJ:~:itii~~;;,;~ ~{it:~~:futi 

J162K2 -ZS.,/(_7,__:)_ OTHER SOLID I I 1.P/07 o9'15 { 
J162K3 ·~~Jt'14 OTHER SOLID 1/ 1")'7~ X 
J162K4 'S'RS< 'L':-!i OTHER SOLID ( e; 9'51 x-
J162K5 ~ 5?~ ~c OTHER SOLID \ ~ 9.Sr;" ·,>< 
J162K6 -~ i.x 77 \ OTHER SOLID ,J/ tJQS7 IC 

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix• 

Relinquished By/Rcmovecl :~lo, ,d.._Datcr:u..sc.,.) Received By/Stored In _ Date/Tune L1boratory Analysis, Data Management, and Shipping COA - RD4MXX2FOO 
S-SOII 

,./1,,1/ ./- ---....m,c;- lt! 11 ? ,.:£: ~./ / L. • .,y...,,---_/ // 2C>-07 .//)~ SE-5cdimen1 

SO-Solid 
Rclinqui,s~y/RJ"7d from-, ~ Datclrimc aid _,- r/x Datc/fimc ~·t6010:F S1-SI\M!gc 

)(/17. • - ~ //-..2/>-o? /~t:}I, 
W•WatO" 

o-o;1 

Relinquished °dy1Rc,;;;;4fr6,./ Date/Time Received \i~orcd In _Datc/fime A•Alr 

.A..r ' l l /-z. ~<JT DS• Dn1m Sollds 

\ ' ~- DL-Dn1ml.iq11ids 

Datcrrimc Rec~tored In Date/Tune T•Tissuc 
Relinquished By/Removed From Wl•Wlpc 

!..-Liquid 
V•Vccct:~lori 

Relinquished By/Removed From Datcffimc ~ecch-cd By/Stored b1 Datclr1IDe X-Ohcr 

Relinquished By/Removed From Date/rime Rccci,-cd By/Stored In Date/Time 

11 
LABORATORY Received ·By Title Date/Time 

~ ~ SECTION I\. \ ~ 

FINAL SAMl'LE Di~/ Disposed By Datc/Timc 

DISPOSITION 

WCH-EE-011 


