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WSCF 
ANALYTICAL LABORATORY REPORT 
ANALYSIS OF BULK SAMPLES FOR FIBER CONTENT 

Your samples have been analyzed for fiber content using polarized light microscopy 
and dispersion staining in accordance with Industrial Hygiene Laboratory Procedure 
LA-519-403, based on 40 CFR Part 763, Subpart E , App. E and EPA method 
EPA/600/R-93/116. The results are attached. 

This method provides a visual estimate of the precentage of each fiber type 
present. It is a semiquantitative method intended to identify materials 
containing > or == 1 % asbestos fibers. * Reported fiber percentages for samples 
and sample layers are based on the samples as received by the laboratory. The 
laboratory cannot verify that these values are representative of the original material 
sampled. 

The Waste Sampling and Characterization Facility is accredited by the American 
Industrial Hygiene Association (AIHA) to analyze bulk samples for asbestos content. 
This accreditation does not constitute approval or endorsement of analytical 
results by AIHA. 

If there are questions concerning this report, please contact the data validator 
listed on the cover page of this report. 

* Because of the nonhomogeneous nature of soils, results will be reported 
using the following terms rather than percentages: 

1. None - No asbestos fibers found. 

2. Trace detectable - With extensive searching, a few fibers of the type 
indicated were found; concentration very low, well below 1 % . 

3. Obvious presence - Fibers easily found but overall concentration still low. 

4. Significant presence - Fibers readily found; overall concentration may approach 
or exceed 1 % level. 

Polarized light microscopy (PLM) may not be the preferred method for identification 
of asbestos in floor tile. Most vinyl floor tiles marketed in the late sixties to mid­
seventies contained asbestos milled so fine as to be below detection limits for PLM 
techniques. Tiles of that vintage, showing any detectable asbestos fibers should be 
considered to be asbestos-containing material. Non-detection of asbestos by PLM 
should not be considered conclusive proof that the tiles do not contain asbestos . 
Results for such samples will be reported as ' indeterminate'. Confirmatory analysis 
by TEM is strongly recommended. 
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WSCF 
ANALYTICAL LABORATORY REPORT 

Attention: J. Kessner MSIN: H0-25 

Sample# Client ID Test Performed Range 

W03I000517 JOOJMO The following are the results of this test-

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

W03I000518 JOOJM1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Non-homogeneous soil containing small white, grey, tan, and 

orange rocks , and larger white and grey rocks, reportedly 

from 126-B-3, Soil Sampling . No asbestos was found in this 

sample. 

Non-homogeneous multi-sized grey rocks w ith tan granular 

material , reportedly from 126-B-3, Soil Sampling . No 

asbest os w as found in this sample. 

RDL - Reporting Detection Limit RDL is > = 2 x MDL 
RQ = Result Qualifier J - Estimated value . 

Result Units 

bulk/rev.5 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

Bechtel Hanford, Inc . 

Group#: 20030399 

Analyst Sampled Received Analyzed 

Page 



WSCF 
ANALYTICAL COMMENT REPORT 

Attention: J. Kessner MSIN: H0-25 

Sample # Client ID Lab Area Test 

Lab Areas: 

VALGROUP 

VALGROUP - Group Validation 
LOGSAMP - Login for Sample 

VAL TEST - Test Validation 
LOGTEST - Login for Tests 

This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

w04c/3 Report# : 20030399 Report Date: 14-apr-2003 

Group#: 

Comment 

Validated 4/14/03 by SD Bolling, IH Technical Manager. 

BY MK GRANT 3/24/03 . 

sample. 

material, reportedly from 126-B-3, Soil Sampling . No 

TESTDATA - Test Data Entry 

20030399 
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. llcchtcl Han ford Inc. CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST 803-015-09 I Page ! of ! 

ICollertnr ( :umpany Con la cl Telephone No. Project Coordinator 
SB Data Turn~round Doug Bowers Renee Neilson 521-2090 KESSNER, Hl Pric~ Code 

Project Designation S:1111pli11~ Location SAF No. Air Quality LI 
7 Days 

Remaining Sites Confirmation Sampling-Soil 126-13-3 B03-015 

Ice Chest No. 

lUl'\·C>~ I Field Loi,:book No. I COA Method or Ship 1ent 

Vi {• I EL 1577 Cl711XB671C .Eed i:i11 -7'q1.J,1.fo7 6-oV L l C 
Shipped To Jo' (k'j .3 • -' l''-'_J OITsilc Property No. 

~ Bill or Lading/Air Bill No. AYh TM,'o'llECM- ·.,v 5 L. f 
. ----··-·------- -·- -· ·• ----- --· ·· - -- - ---- -- --· -·· . . ·---- - -· ---- - - ------ . --·. - - -
POSSIBLE SAMPLE HAZARDS/REMARKS 

None None None Cool 4C 
Preservation 

Cool 4C Cool 4C Cool 4C /V 3 >1 !1 
. 

Type of Container 
aG aG aG aG aG aG aG , .. fr 

Spcci:11 11:rndling and/or Storage 

No. of Container(s) 
I I I I I I I I 

Volume 
I000mL 60mL 60mL 120mL 120mL 60mL 60mL b Ow./ 

See ilem (I) in Carbon-14; See item (2) in Pesticides - Semi-VOA. VOA. 8260A TPH (Toial) • 6"' ltt Special Tritium - HJ Special 8081 ; PCBs • 8270A (TCL) (TCL) 418. I 

SAMPLE ANALYSIS 
Instructions. Instructions. .8082 It Sb·~ f 01 

!~><Sil . 

Sample No. Matrix• -~" Sample Dale Sample Time --li~i<~t\~f 1iri1l4ti;t~~ l~~iii, ~ ~;;t~~;rtt~ 1 
f~~~f-(~~ 1~1,~'{ti ~11~~f~I Jtl~~tD l tmttfri! ,,.,,,n:. -~t::~1~1,~tf 

'"" IR7 vUIL •;t -~ 
............. ,u ;:,u1L ::c,-
Inn IRQ 1:1~ J. ;),(~~-; --·- .... ;:,u1L 

-:fOOJ 1'10 v',,V:,J 1 '-' -
• L.,7, s· o ti 3 ._,J._/~ ~'j 1 ~ ~6 X 

J Oc)J ;1.{ J , Sig <... o,;.,J ' - 'J. I _OJ I J----e>0 y 
CHAIN OF POSSESSION 

. 
Sign/l'rint Names SPECIAL INSTRUCTIONS 

, 
Matrix• 

:tt11quished 8/J/Removed From D I~ J Daterrime •i/ Rcceivccl lly/Slored 111 Date/Ti~ S•Soil 

~ ~ n e ,.,, ~ t1 , ·J./-' . /Flo Arf JG 37~-r; J .).J-0 1/Jlo (I) Americirnn-241; Gamma Speclroscopy (TCL Lisi) ( Cesium-137, Cobalt-60, Europium-I 52, SE• Scdimcnl 
Europium-154, Europium-155); Gross Alpha & Gross Beta; Nickcl-63; lsolopic Pluto:· ,um {Plulo11ium- SO•Solid 

Rcli11quisl1ed By/Removed From Daterfime ' R~eivcd lly/Sior~ )/~ j} Date/Time 238, Plulo11ium-2391240); Strontium-89,90 •· Total Sr; Technelium-99; Isotopic Uranium {Uranium- SlzSl11dgc 

R~"F?, c 37z~ "<-;Zl/tJ3 /ooo 3Z¥o3 /c}OC) 2331234, Uranium-235, Uranium-238) W sW:ilcr 

:::>J.C---A-1 r- • (2) ICP Metals - 601 0TR (Client Lisi) (Arsenic. Barium. Cadmium. Chromium. Lead. Selenium, 
O•Oil 

~li•:qu'.shed Byt.JJ;Fd From e:,-;,e~Daterrime _ _ R~d 'J9j510'1t1:i::t':! ~ ate/Tim~, . 
A•Air 

Silver); Mercury • 7471 • (CV) DS•Dn1111 Solids 

_, .J@J/A::- .,,-./,_ 3Z~o3 /9'1~ A~ TJK",,j 11 _ ;;,';.,. i., ~ ii/.{~ DL•Oruin Liquids 

l~t.ty?(~t~~ 

1 "Date/Time { 4-} O A(\ r <i' ;_ J ,, ,· 1 T• Tissoc 

i:Jtime_ RmtLi~ored.f' 
\Vl•Wipc 

.:~ .q .. ,,,c; I rn k <::r~-J 3-2.+c·3 L•Liquid 

v~vc,ctation 

Relinquished By/Rdmoved From Dateffime Received IJy/Siored In ~ Date/Time J "315 XEQlhcr 

~ "l9-<-oe. 0 SO l?-io JI;., "l . ct"1 0/!/C}...:-i 3 },;.S}o3 
l'crsonncl not available to 

relinquish sampk~/'·om the 3728 

Re~nquished ltemov~,,,, J;;effim) X"'5 Received IJy/SsZ ~. I Datefl'ime Ref#~ on _ I?..![_/ 0.J 
.,r-iAo•f/0 0,12.. 3.-)5.o3 ~" 
LABORATORY 

Recei\~\U~ ~± / m I< &wt 0 Title Date/Time 

SECTION / ti ~nviJ- (; L ,J_~:,.~ ~-J.. 't --(,"i~ N 4; LJ 
FINAL SAMPLE Disposal Melhod I l Disposed By Date/Time 

DISPOSITION 

BHI-EE-011 (03/01/2002) 




