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WSCF 
ANALYTICAL LABORATORY REPORT 
ANALYSIS OF BULK SAMPLES FOR FIBER CONTENT 

Your samples have been analyzed for fiber content using polarized light microscopy 
and dispersion staining in accordance with Industrial Hygiene Laboratory Procedure 
LA-519-403, based on 40 CPR Part 763, Subpart E, App. E and EPA method 
EPA/600/R-93/116. The results are attached. 

This method provides a visual estimate of the precentage of each fiber type 
present. It is a semiquantitative method intended to identify materials 
containing > or = 1 % asbestos fibers.* Reported fiber percentages for samples 
and sample layers are based on the samples as received by the laboratory. The 
laboratory cannot verify that these values are representative of the original material 
sampled. 

The Waste Sampling and Characterization Facility is accredited by the American 
Industrial Hygiene Association (AIHA) to analyze bulk samples for asbestos content. 
This accreditation does not constitute approval or endorsement of analytical 
results by AIHA. 

If there are questions concerning this report, please contact the data validator 
listed on the cover page of this report. 

* Because of the nonhomogeneous nature of soils, results will be reported 
using the following terms rather than percentages: 

1. None - No asbestos fibers found. 

2. Trace detectable - With extensive searching, a few fibers of the type 
indicated were found; concentration very low, well below 1 % . 

3. Obvious presence - Fibers easily found but overall concentration still low. 

4. Significant presence - Fibers readily found; overall concentration may approach 
or exceed 1 % level. 

Polarized light microscopy (PLM) may not be the pref erred method for identification 
of asbestos in floor tile. Most vinyl floor tiles marketed in the late sixties to mid­
seventies contamed asbestos milled so fine as to be below detection limits for PLM 
techniques. Tiles of that vintage, showing any detectable asbestos fibers should be 
considered to be asbestos-containing material. Non-detection of asbestos by PLM 
should not be considered conclusive proof that the tiles do not contain asbestos. 
Results for such samples will be reported as 'indeterminate'. Confirmatory analysis 
by TEM is strongly recommended. 

Page 2 \ 'ct--? 
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ANALYTICAL LABORATORY REPORT 

Attention: D Widrig 

Sample# Client ID Test Performed Range 

W10IM00177 B23706-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Cellulose 

Non-homogenous white and grey rocks with tan sand. 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

W101M00178 B23707-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--· 

SAMPLE COMMENT-·· 

SAMPLE COMMENT-·• 

Cellulose 

Fiberglass 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

W101M00179 B23708-A The following are the results of this test· Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT•·· 

SAMPLE COMMENT--­

SAMPLE COMMENT---

Cellulose 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

Result Units 

Trace % 

Trace % 

Trace % 

Trace % 

bulk/rev. 7.2 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 
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01/09110 
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Attention: D Widrig 

Sample# Client ID Test Performed Range 

W10IM00180 B23709-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Non-Asbestos 

Non-homogenous, non-fibrous, white and grey rocks with tan 

soil. 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

W101M00181 B23710-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Celtul.ose 

Non-homogenous white and grey rocks with tan soil. 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

W10IM00182 B23711-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Non-Asbestos 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the information on the COC, this sample was 

collected from 212-N. 

No asbestos found in this sample. 

Result Units 

NF 100% 

Trace % 

NF 100% 

bulk/rev.7.2 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

CH2M Hill Plateau Remediation Company, LLC 

Group#: 20100051 

Analyst Sampled Received Analyzed 

sdb 01/09/10 01/12/10 01113/10 

sdb 01109/10 01/12/10 01/13/10 

sdb Ol/09i10 01 /12/10 01/13/10 
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ANALYTICAL LABORATORY REPORT 

Attention: D Widrig 

Sample# Client ID Test Performed Range 

W1 OIM00183 823712-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT-·· 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Cellulose 

Non-homogenous white and grey rocks with tan soil. 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

W10IM00184 823713-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Non-Asbestos 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the information on the COC, this sample was 

collected from 212-N. 

No asbestos found in this sample. 

W101M00185 823714-A The following are the results of this test· Bulk Asbestos Layer 1 

SAMPLE COMMENT•·· 

SAMPLE COMMENT--­

SAMPLE COMMENT--· 

SAMPLE COMMENT--· 

Cellulose 

Non-homogenous grey and white rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

Result Units 

Trace % 

NF 100 % 

Trace % 

bulk/rev.7.2 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

CH2M Hill Plateau Remediation Company, LLC 

Group#: 20100051 

Analyst Sampled Received Analyzed 

sdb 01/09110 01/12/TO 01/13110 

sdb 01109/10 01/12/10 01/13/10 
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Attention: D Widrig 

Sample# Client ID Test Performed Range 

W10IM00186 B23715-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT-·· 

SAMPLE COMMENT--­

SAMPLE COMMENT---

Celluloff 

Non-homogenous grey and white rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

W10IM00187 823716-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--· 

SAMPLE COMMENT---

Cellulose 

Fibergtass 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

W1 OIMOOl 88 B2371 7-A The following are the results of this test• Bulk Asbestos Layer 1 

SAMPLE COMMENT-·· 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT-·· 

Non-Asbestos 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the information on the COC, this sample was 

collected from 212-N. 

No asbestos found in this sample. 

Result Units 

Trace % 

Trace % 

Trace % 

NF 100 % 

bulk/rev. 7.2 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 
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ANALYTICAL LABORATORY REPORT 

Attention: D Widrig 

Sample# Client ID Test Performed Range 

W10IM00189 B23718-A The following are the results of this test· Bulk Asbestos Layer 1 

SAMPLE COMMENT·-· 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Celtulose 

Non-homogenous grey and white rocks with tan sand. 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sample. 

W10IM00190 B23719-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Non-Asbestos 

Non-homogenous, non-fibrous, grey and white "gravel". 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sample. 

W10IM00191 B23720-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Cellulos,e 

Non-homogenous white and grey rocks with tan sand. 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sample. 

Result Units 

Trace % 

NF 100 % 

Trace % 

bulk/rev.7.2 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

CH2M Hill Plateau Remediation Company, LLC 

Group#: 20100051 
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sdb 01/09110 01/12/10 01/14110 

sdb 01/09/10 01/12/10 01/14/10 

sdb 01/09/10 01/12/10 01/14110 
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ANALYTICAL LABORATORY REPORT 

Attention: D Widrig 

Sample# Client ID Test Performed Range 

W10IM00192 B23721·A The following are the results of this test· Bulk Asbestos Layer 1 

SAMPLE COMMENT•·· 

SAMPLE COMMENT•·· 

SAMPLE COMMENT••· 

SAMPLE COMMENT•·· 

Non-Asbastos 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the information on the COC, this sample was 

collected from 212-P. 

No asbestos found in this sample. 

W101M00193 B23722·A The following are the results of this test• Bulk Asbestos Layer 1 

SAMPLE COMMENT··· 

SAMPLE COMMENT•·­

SAMPLE COMMENT--· 

SAMPLE COMMENT••· 

Ce!fulose 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sample. 

W101M00194 B23723·A The following are the results of this test· Bulk Asbestos Layer 1 

SAMPLE COMMENT•-­

SAMPLE COMMENT--­

SAMPLE COMMENT--· 

SAMPLE COMMENT--· 

Cellulose 

Non-homogenous white and grey rocks with brown dirt. 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sample. 

Result Units 

NF 100 % 

Trace % 

Trace % 

bulk/rev.7.2 This report may not be reproduced, except in its entirety without the written approval of the WSCF laboratory. 

CH2M Hill Plateau Remediation Company, LLC 
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ANALYTICAL LABORATORY REPORT 

Attention: D Widrig 

Sample# Client ID Test Performed Range 

W10IM00195 823724-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Cellulose 

Non-homogenous grey and white rocks with brown dirt. 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sample. 

W1 OIM00196 B23725-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT··· 

SAMPLE COMMENT--­

SAMPLE COMMENT---

Cellulose 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sample. 

W10IM00197 823726-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT ---

Cellulose 

Non-homogenous grey and white rocks with tan sand. 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sample. 

Result Units 

Trace % 

Trace % 

Obvious% 

bulk/rev. 7.2 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

CH2M Hill Plateau Remediation Company, LLC 

Group#: 20100051 

Analyst Sampled Received Analyzed 

sdb 01/09/10 01/12/10 01114/10 

sdb 01/09/10 01/12/10 01/12/10 

sdb 01/09/10 01/12/10 01119/10 
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ANALYTICAL LABORATORY REPORT 

Attention: D Widrig 

Sample# Client ID Test Performed Range 

W10IM00198 B23727-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Non,Asbestos 

Non-homogenous, non-fibrous, grey and white rocks with tan 

sand. Per the information on the COC, this sample was 

collected from 212-P. 

No asbestos found in this sample. 

W10IM00199 B23728-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT•·· 

SAMPLE COMMENT---

Cellulose 

Non-homogenous grey and white rocks with tan sand. 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sample. 

W10IM00200 B23729-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Non-Asbest011 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the information on the COC, this sample was 

collected from 212-P. 

No asbestos found in this sample. 

Result Units 

NF 100 % 

Trace % 

NF 100 % 

bulk/rev.7.2 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

CH2M Hill Plateau Remediation Company, LLC 

Group#: 20100051 
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sdb 01/09/10 01/12/10 01/19/10 

sdb 01/09/10 01/12/10 01/20/lO 
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Page 



WSCF20100051 January 25, 2010 Rev. 0

11 of 26

WSCF 
ANALYTICAL LABORATORY REPORT 

Attention: D Widrig 

Sample # Client ID Test Performed Range Result Units 

W101M00201 B23730-A The following are the results of this test• Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Celluto$8 

Non-homogenous white and grey rocks with brown sand. 

Per the information on the COG, this sample was collected 

from 212-P. 

No asbestos found in this sample. 

W101M00202 B23731-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT·•· 

SAMPLE COMMENT--­

SAMPLE COMMENT-·-

Cellulos!f 

Fiberglass 

Non-homogenous white and grey rocks with tan sand and small 

pieces of black tar. Per the information on the COG, this 

sample was collected from 212-P. 

No asbestos found in this sample. 

W101M00203 B23732-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT-·­

SAMPLE COMMENT-·· 

SAMPLE COMMENT--· 

SAMPLE COMMENT··· 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the information on the COG, this sample was 

collected from 212-R. 

No asbestos found in this sample. 

Trace % 

Obvious% 

Trace % 

NF 100 % 

bulk/rev.7.2 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 
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ANALYTICAL LABORATORY REPORT 

Attention: D Widrig 

Sample# Client ID Test Performed Range 

W10IM00204 B23733-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT••· 

SAMPLE COMMENT--• 

SAMPLE COMMENT•-· 

SAMPLE COMMENT--• 

Non-Asbestos 

Non-homogenous, non-fibrous, grey and white rocks with tan 

dirt. Per the information on the COC, this sample was 

collected from 212-R. 

No asbestos found in this sample. 

W10IM00205 B23734·A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--· 

SAMPLE COMMENT-·· 

SAMPLE COMMENT•·· 

SAMPLE COMMENT•·· 

Cellulose 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-R. 

No asbestos found in this sample. 

W10IM00206 B23735-A The following are the results of this test· Bulk Asbestos Layer 1 

SAMPLE COMMENT··· 

SAMPLE COMMENT-·­

SAMPLE COMMENT-•• 

SAMPLE COMMENT•-· 

Cellulose 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-R. 

No asbestos found in this sample. 

Result Units 

NF 100 % 

Trace % 

bulk/rev, 7 .2 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 
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Attention: D Widrig 

Sample# Client ID Test Performed Range 

W10IM00207 B23736-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Nofl,Asbestos 

Non-homogenous, non-fibrous, white, grey and yellow rocks 

with tan dirt. Per the information on the COC, this sample 

was collected from 212-R. 

No asbestos found in this sample. 

W10IM00208 B23737-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Cellulose 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-R. 

No asbestos found in this sample. 

W10IM00209 B23738-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Cellulose 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-R. 

No asbestos found in this sample. 

Result Units 

NF 100 % 

Tra.ce % 

Trace. % 

bulk/rev. 7 .2 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 
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Attention: D Widrig 

Sample# Client ID Test Performed Range 

W10IM00210 B23739-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Cellulose 

Non-homogenous brown sand. Per the information on the COC, 

this sample was collected from 212-R. 

No asbestos found in this sample. 

W10IM00211 B23740-A The following are the results of this test· Bulk Asbestos Layer 1 

SAMPLE COMMENT--· 

SAMPLE COMMENT--· 

SAMPLE COMMENT•·· 

SAMPLE COMMENT•-· 

Non-Asbestos 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the information on the COC, this sample was 

collected from 212-R. 

No asbestos found in this sample. 

W10IM00212 B23741-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT•·­

SAMPLE COMMENT-•· 

SAMPLE COMMENT•-· 

SAMPLE COMMENT---

Non-Asbestos 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the information on the COC, this sample was 

collected from 212-R. 

No asbestos found in this sample. 

W10IM00213 B23742-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--· 

SAMPLE COMMENT--­

SAMPLE COMMENT-•· 

SAMPLE COMMENT··· 

Non-A$bestos 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the information on the COC, this sample was 

collected from 212-R. 

No asbestos found in this sample. 

Result Units 

Trace % 

NF 100 % 

NF 100 % 

NF 100 % 

bulk/rev. 7.2 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

CH2M Hill Plateau Remediation Company, LLC 

Group#: 20100051 

Analyst Sampled Received Analyzed 

sdb 01.109/10 01112/10 01121110 

sdb 01109/10 01/12/10 01121 /10 

sdb 01109/to 01/12/10 01./21110 

sdb 01I091.to Ol/12/10 01/21/10 
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Attention: D Widrig 

Sample# Client ID Test Performed Range 

W10IM00214 B23743-A The following are the results of this test- Bulk Asbestos layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Cellulose 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-R. 

No asbestos found in this sample. 

W1 OIM00215 B23744-A The following are the results of this test- Bulk Asbestos layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Cellulose 

Non-homogenous white and grey rocks with tan sand. 

Per the information on the COC, this sample was collected 

from 212-R. 

No asbestos found in this sample. 

W10IM00216 B23745-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Non-Asbestos 

Non-homogenous, non-fibrous, grey and white rocks with tan 

sand. Per the information on the COC, this sample was 

collected from 212-R. 

No asbestos found in this sample. 

Result Units 

Obvious% 

Obvious% 

NFlOO % 

bulk/rev.7.2 This report may not be reproduced, except in its entirety without the written approval of the WSCF laboratory. 

CH2M Hill Plateau Remediation Company, LLC 

Group#: 20100051 

Analyst Sampled Received Analyzed 

sdb 01/09/10 01112110 01/22110 
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Attention: D Widrig 

Sample ti Client ID Test Performed Range 

W101M00217 B23N12-A The following are the results of this test- Bulk Asbestos Layer 1 

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT--­

SAMPLE COMMENT---

Cellulo.se 

Fibere1lass 

Non-homogenous grey and white rocks with tan soil and small 

pieces of black tar. Per the information on the COC, this 

sample was collected from 212-R. 

No asbestos found in this sample. 

Result Units 

Obvious% 

Trace % 

bulk/rev. 7.2 This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

CH2M Hill Plateau Remediation Company, LLC 

Group#: 20100051 

Analyst Sampled 

sdb 

sdb 

01/09/10 

01/09/10 

Received 

01112/10 

01I12/TO 

Page 

Analyzed 

01/20/10 

01120/10 
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WSCF 
ANALYTICAL COMMENT REPORT 

Attention: D Widrig 

Sample # Client ID Lab Area 

VALGROUP 

LOGSAMP 

TESTDATA 

Wt0IM00178 823707-A TESTDATA 

W10IM00l79 &23708-A TESTOATA 

WlOIMOOHIO 823709,A TESTDATA 

W10IM00181 B23710-A TESTDATA 

W10IM00182 B23711•A TESTDATA 

Lab Areas: VALGROUP - Group Validation 
LOGSAMP - Login for Sample 

Test 

Butk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bul.k. Asbestos Layer 1 

B.vlk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

VALTEST - Test Validation 
LOGTEST - Login for Tests 

This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

w04c/3 Report#: 20100061 Report Date: 26-jan-2010 

Group#: 

Comment 

Validated 1126/10 by SD Bolling, IH Technical Manager. 

Samples f!ec'd & Logged by T Frnzier on 01112/10. OK Upon 

Receipt. Media: Bulk Soils 

Non.,homogenous white and grey rocks with tan sand. 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

·from,21•2°N. 

No asbestos found in this sample. 

No11-hornogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

frQm 212,N. 

No asbestos found in this sample. 

Non'homogenoos, 11011-fibroui;., white and grey rocks with tan 

soil. 

Per theinformation on the COC, this sample was cotrected 

from 212-N. 

No asbestos found in this sample. 

Non-homogenous white and grey rocks with tan soil. 

Per t'1e info.rmation on the COC, .this sample was collected 

from 212-N. 

No .ii!SbestQs found in this sample. 

Non-homogenous, non-fibrous, white and grey rocks with tan 

TESTDATA -Test Data Entry 

20100051 

Page 
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WSCF 
ANALYTICAL COMMENT REPORT 

Attention: D Widrig 

Sample # Client ID Lab Area 

W101M00183 823712-A 

Wt0lM00184 B237l 3-A 

W101M00l85 823714-A 

W10lMOOt87 823716,A 

Wt0lM00l 88 823717,A 

Lab Areas: 

TESTOATA 

TESTDATA 

T£STOATA 

TESTOATA 

TESTOATA 

TESTDATA 

V ALGROUP - Group Validation 
LOGSAMP - Login for Sample 

Test 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

VALTEST - Test Validation 
LOGTEST - Login for Tests 

This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

w04c/3 Report#: 20100051 Report Date: 25-jan-2010 

Group#: 

Comment 

dirt. Per the information on the COC, this sample was 

collected from 212-N. 

No asbestos found in this sample. 

Non°homogenous white and grey rocks with tan soil. 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the information on the COC, this sample was 

collected from 212-N. 

No asbestos found in this sample. 

Non-horriogenous grey and white rocks with tan dirt: 

Per the information on the COC, this sample was collected 

from ;!12-N. 

No asbestos found in this sample, 

Non-homogenous grey and white rocks with tan i:llrt, 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-N. 

No asbestos found in this sample. 

Non•homogenous, non'flbrous, white and grey TClC~s.with tan 

dirt. Per the information on the COC, this sample was 

TESTDATA - Test Data Entry 

20100051 
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WSCF 
ANALYTICAL COMMENT REPORT 

Attention: D Widrig 

Sample# Client ID Lab Area 

W10IM00189 B23718-A TESTDATA 

W10IM00190 B23719-A TESTDATA 

W10IM00191 B23720-A TESTOATA 

Wl OIM00192 B23721-A TESTDATA 

W10IM00193 B23722-A TESTDATA 

W10IM00194 B23723-A TESTDATA 

Lab Areas: V ALGROUP - Group Validation 
LOGSAMP - Login for Sample 

Test 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

VALTEST -Test Validation 
LOGTEST - Login for Tests 

This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory, 

w04c/3 Report#: 20100051 Report Date: 25-jan-2010 

Group#: 

Comment 

collected from 212-N. 

No asbestos found in this sample. 

Non-homogenous grey and white rocks with tan sand. 

Per the information on the COC, this sample was coltected 

from 212-P. 

No asbestos found in this sample. 

Non-homogenous, non-fibrous, grey and white "gravel". 

Per the information on the COC, th~ samplt'! was collected 

from 212-P. 

No asbestos found in this sample. 

Non-homogenous white and grey rocks with tan sand. 

Per the information on the COC, this sample w!i$ collected 

from 212-P. 

No asbestos found in this sample. 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the information on. the COC, this sample was 

collected from 212-P. 

Na asbestos found in this.sample. 

Nan-homogenous white and grey racks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sari)ple.; 

Non-homogenous white and grey rocks with brown dirt. 

Per the informatron on the COC, this sample W<iS col~ted 

from 212-P. 

TESTDATA - Test Data Entry 

20100051 
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WSCF 
ANALYTICAL COMMENT REPORT 

Attention: D Widrig 

Sample # Client ID Lab Area 

W10IM00195 B23724-A 

W10IM00196 B23725-A 

W10IM00197 823726-A 

W10IM00198 B23727·A 

W101M00199 B2372i•A 

WlOIM00200 823729-A 

Lab Areas: 

TESTDATA 

TESTDATA 

TESTDATA 

TESTDATA 

TESTDATA 

TESTDATA 

VALGROUP - Group Validation 
LOGSAMP - Login for Sample 

Test 

Bulk Asbestos Layer. 1 

Bulk Asbestos (;ayer 1 

Bulk Asbeiitos Layer1 

Bulk Asbestos Layer 1 

Bulk Asbestoi! Layer 1 

VALTEST - Test Validation 
LOGTEST - Login for Tests 

This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

w04c/3 Report#: 20100051 Report Date: 25-jao-2010 

Group#: 

Comment 

No asbestos found in this sample. 

Non-homogenous grey and wl)ite rocks with brQwn dirt. 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sample, 

Non-homogenous white ahd grey ror.,ks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sample. 

Non-homog$110US gr~y .and white ro~ks with tan sand. 

Per the information on the COC, this sample was collected 

from 212-P. 

No asbestos found in this sample. 

Non-homogenous, non-fibrous, grey and white rocks with tan 

sand. Per the information on the COC, this sample was 

coltect.ed ·from 212-P. 

No asbestos found in this sample. 

Non-homogenous grey and White rocks with tan sand. 

Per the information on the COC, this sample was collected 

from 212,P. 

No asbestos found in this sample. 

Non°homogerrous, 09n-fibr01.Js, white and grey rocks with tan 

dirt. Per the information on the COC, this sample was 

coUected from 212,p, .. 

No asbestos found in this sample. 

TESTDATA - Test Data Entry 

20100051 

~ 1l.2sh 0 

Page -4""' 
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WSCF 
ANALYTICAL COMMENT REPORT 

Attention: D Widrig 

Sample # Client ID Lab Area 

W10IM00201 B23730-A TESTOATA 

W10IM00202 B23731·A TESTDATA 

W10IM00203 B23732-A TESTDATA 

W10IM00204 B23733-A TESTDATA 

W10IM00205 B23734-A TESTDATA 

W10IM00206 B23735-A TESTDATA 

W10IM00207 B23736-A TESTDATA 

Lab Areas: VALGROUP - Group Validation 
LOGSAMP - Login for Sample 

Test 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

VALTEST - Test Validation 
LOGTEST - Login for Tests 

This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

w04c/3 Report#: 20100051 Report Date: 25-jan-201 O 

Group#: 

Comment 

Non-homogenous white and grey rocks with brown sand. 

Perthe information on tha COC, tnis sample was collected 

from 212-P. 

No asbestos found in tnis sample. 

Non-homogenous white and grey rocks with tan sand and small 

pieces of black tar. Per the infmmation on the COC, this 

sample was collected from 212-P. 

No asbestoS found in this sample: 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Perth,Hnformation .on the COC, this sample was 

collected from 21 2-R. 

No asbestos found in this $ample. 

Non-homogenous, non-fibrous, grey and white rocks with tan 

dirt. Per the information on tha COC, .this sample was 

collected from 212-R. 

No a$be$tos:f¢und in thi.s. sample. 

Non-homogenous white and grey rocks with tan dirt. 

Per the mform,,tion on the CQC, this Sl:lmple was collected 

from 212-R. 

No aSb!!!stos found in thfs sample. 

Non-homogenous white and grey rocks with tan dirt. 

Per the ilifo:t:mation on the COC, this sample was colle.cted 

from 212-R. 

No asbestos fo1.md.in this samr:,le, 

Non-homogenous, non-fibrous, white, grey and yellow rocks 

TESTDATA - Test Data Entry 

20100051 
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WSCF 
ANALYTICAL COMMENT REPORT 

Attention: D Widrig 

Sample # Client ID Lab Area 

W101M00208 B23737-A 

W101M00209 823738-A 

W10{M002W 823739-A 

W10IM00211 B23740-A 

W101M00212 823741-A 

W101M00213 B23742-A 

Lab Areas: 

TESTDATA 

TESTDATA 

TESTDATA 

TESTDATA 

TESTDATA 

TESTDATA 

VALGROUP - Group Validation 
LOGSAMP - Login for Sample 

Test 

Bu.lie: Asbestos Lay!lr 1 

Bulk Asbestos Layer 1 

Bwk Asbestos Layer 1 

Bulle Asbestos layer 1 

Bulk Asbestos layer 1 

Bulk Asbestos layer 1 

VALTEST - Test Validation 
LOGTEST - Login for Tests 

This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

w04c/3 Report#: 20100051 Report Date: 25-jan-2010 

Group#: 

Comment 

with tan dirt. Per the information on the COC, this sample 

was ccollect11d from 212-R. 

No asbestos found in this sample. 

Ncori-J·u;>mogenous white and gr11y rocks with tan djrt. 

Per the information on the COC, this sample was collected 

from 212-R. 

No asbestos found in this sample. 

Non°homogen.ous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from212-R. 

No asbestos found in this sample. 

Noo-liomogenous brown sand. Per the information on the COC, 

this sample was collected from 212-R. 

No a$bestc!li found in this sample. 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the information on the. COC, this sample was 

collected from 212-R. 

No asbestos found in this sample. 

Non-homogenous, non-fibrous, white and grey rocks with tan 

dirt. Per the inform.i.tion oh the. COC, this sample was 

collected from 212-R. 

No asbll$10$ found in this sample. 

Non-homogenous. non-fibrous, white and grey rocks with tan 

dirt. Per the ihformationon the COC, this sample w;is 

collected from 212-R. 

TESTDATA - Test Data Entry 

20100051 
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WSCF 
ANALYTICAL COMMENT REPORT 

Attention: D Widrig 

Sample # Client ID Lab Area 

WtOlM00214 823743-A 

W101M00215 823744-A 

W101M00216 823745-A 

Wl01M002l7 B.23N12-A 

Lab Areas: 

TESTDATA 

TESTDATA 

TESTDATA 

TESTOATA 

VALGROUP - Group Validation 
LOGSAMP - Login for Sample 

Test 

Bulk Asbestos Laver 1 

Bulk Asbestos Layer 1 

Bulk Asbestos Layer 1 

Bulk Asbestos .Layer 1 

VALTEST - Test Validation 
LOGTEST - Login for Tests 

This report may not be reproduced, except in its entirety without the written approval of the WSCF Laboratory. 

w04c/3 Report#: 20100051 Report Date: 25-jan-2010 

Group#: 

Comment 

No asbestos found in this sample. 

Non-homogenous white and grey rocks with tan dirt. 

Per the information on the COC, this sample was collected 

from 212::R, 

No asbestos found in this sample. 

Non-homogenous white and grey rocks. with tllli s,md. 

Per the information on the COC, this sample was collected 

from 212-R. 

No asbestos found in this sample. 

Non-homogenous, non-fibrous, grey and whiterqcks With tan 

sand. Per the information on the COC, this sample was 

cqllected from 212•R. 

No asbestos found in this sample. 

Non-hQmogenous grey and white rocks witti tan soil .i!ld small 

pieces of black tar. Per the information on the COC, this 

sample was coflected from 212-R. 

No asbestos found m this sample. 

TESTDATA - Test Data Entry 

20100051 
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Group ID No. (For lab use only) 

REQUEST FOR SAMPLE ANALYSIS (RSA) 
(}()/ 0005 / 

1 Sample Origin 2. Date Sampled! 14. _ Req~estor's Name 6. CACN/COA 7. Cost Center 
212-N l-'1-fo W1.dng, D.L. 401418 
Customer/Project Code 3. Submitted By 

15. 
Requestor's Phone/MSIN/FAX 

o 5 S.,.; c.--1«.., 376-2858 R3-50 . 
i 8. Customer ID No. 9. Laboratory 10. Volume 11. Matrix 12. Requested Analyses 13. Expected Range Sample No. of Sample of Sample 

B23706-A w1orMoo n l 60ml Soil Asbestos PLM met'.1od 

B23707-A I ll g 
B23708-A 11 '1 
B2 09-A I 'tO 
B23710-A 

I<;< I 
B2 11-A / f?J 
B2 12-A J<g3 
B237'3-A l 8"4 

[82 14-A l~s ' 

:B2 15-A l '8Co 
823716-A / 'll 
B2371 -A ,, l~g { oe:., ML ~~l-

I 

I 
i 
' 

I 
I 

14. Sample Disposition Sample(s) Dose Rate at Contact 

D Return to Customer 

D Samples found to contain PCBs will be returned to the customer 

I l8J Dispose of per facility procedures with applied charges for analyses and disposal HPT Signature 

I 15. QC Required D Per 222-S Laboratory Quality Assurance Plan 

D Other (list reference document or attach) 

16. Special Instructions (Special Storage Requirements, Reporting format, holding times, etc.) 17. Requested Turnaround Time 

~ransfer.::ed from COC #'s: 02weeks 04Weeks 
Fl0-054 002, 004,-007,-010,-0l ,~c 6, 019 J 022,-0 5,-028,-031, 

181 ~C:"D 
-034 Other A.J-.. 

18. Sample Received By: 

i~\ ~:.._ 

19. Chain of Custody 

JA fflAZ.I ~rt.. I-JZ.-/0 OJ?SD QNo @Yes 

Date Time Number: 
SEE SI 

A-6002-365 (REV 1) 
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Group ID No. (For lab use only) 

REQUEST FOR SAMPLE ANALYSIS (RSA) 

1. Sample Origin 2._ Date ~ampledl I 4. Requestor's Name 6. CACN/COA 7. Cost Center 
212-P ;- r i<> W' d • 401418 ,-9--/0 l rig, 0.L. 
Customer/Project Code 3. Submitted By I 5. 

Requestor's Phone/MSIN/FAX 

o--:J: s:.,,~1,: ..,__ 376-2858 R3-50 
I 

8. Customer ID No. 9. Laboratory 10. Volume 11. Matrix 12. Requested Analyses 13. Expected Range Sample No. of Sample of Sample 

B23718-A 
,1\ \ I'\ :r.1r1 od S?9 6Cm.: Soil Asbestos by PLM method i 

B23719-A 
I CJ o 

B23720-A /Cj ( 
IB23721-A l °IJ... I I 
IB23722-A /9:?. I 
B23723-A }C,q 
B23724-A ) '75 
B23725-A I cz, 
B23726-A 

J '} l 
B237 27-A \ l9i 

I 323728-A \ l °19 
1323729-A 1 

~00 
B23730-A ao, 
B237 1-A ~ ~Oo\.. fn6Ml 7')6'"l.L 

I 

14. Sample Disposition Sample(s) Dose Rate at Contact 

0 Return to Customer 

0 Samples found to contain PCBs will be returned to the customer 

l8J Dispose of per facility procedures with applied charges for analyses and disposal HPT Signature 

15. QC Required 0 Per 222-S Laboratory Quality Assurance Plan 

I 0 Other (list reference document or attach) 

16. Special Instructions (Special Storage Requirements, Reporting format, holding times, etc.) 17. Requested Turnaround Time 

Transferred from coc # 's: FlC-C54-037,-039,-042,-045,-048,-051, 02weeks 04Weeks 
-054,-C57, 060, 063,-066,-06 ,-072,-075 

18JOther ASAP 

18. Sample Received By: 

I~{ t~ 19. Chain of Custody 

-rA PflAZ-le.0... 1-IZ-IO 01{~ 0 QNo @Yes 

' Date Time SEE SI Number: 

A-6002-365 (REV 1) 
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Group ID No. (For lab use only) 

REQUEST FOR SAMPLE ANALYSIS (RSA) 

1. Sample Origin 

212-R 
2. Date Sampled 14. Requester's Name 

/-/6 /D Widrig, .L. 

6. CACN/COA 

401418 
Cost Center I 

Customer/Project Code I ~- Submitted By 

I J:>-:r. s. 017.rk_<;; 

Requester's Phone/MSIN/FAX 

6-285 R3-50 

-
8. Customer ID No. 9. Laboratory 

Sample No. 
10. Volume 11 . Matrix 
of Sample of Sample 

12. Requested Analyses 13. Expected Range 

823732-A 60ml Soil Asbestos PLM method 

37 3-A l 
82 3L;-A dOS 
823735-A 

823736-A 

823 -A 

82373 -A 

3'/ 39-A 

82 40-A 
I ;:). I I 

823741-A ' 
32 42-A 

1823743-A 

B2 4 -A 

823745-A J..J(p 
823Nl -A 

I 14. Sample Disposition Sample(s) Dose Rate at Contact 

D Return to Customer 

D Samples found to contain PCBs will be returned to the customer 

181 Dispose of per facility procedures with applied charges for analyses and disposal 

15. QC Required D Per 222-S Laboratory Quality Assurance Plan 

D Other (list reference document or attach) 

HPT Signature 

16. Special Instructions (Special Storage Requirements, Reporting format, holding times, etc.) 

Transferred from COC #'s: FlC-054-0 8,-080, 83, 86,-089,-092, 
-0 , -098, 101, 104, 107, -110, 113, 116, -118 

18. SampleReool,edBy ~ t 
l,i fn.A2.--IE,ft..( ~ /-ti-10 

Date Time 

17. Requested Turnaround Time 

D 2 Weeks D 4 Weeks 

1810ther ASAP ----------
19. Chain of Custody 

QNo @ Yes 

Number: SEE SI 

A-6002-365 (REV 1) 

I 

I 




